
AD-A267 042

~hq iasp



II)

~ . ... .. . ....

rl.ov.oc for public rl

EXPERIMENTAL STUDY OF OXYGEN-
ASSISTED CRACK GROWTH IN ALLOY 718

AND ALLOY TI-1100
Grant AFOSR - 90-0333

Final Report February 1993

E. Andrleu, A. Pineau and H. Ghonem

93-16597



Final Report

EXPERIMENTAL STUDY OFOXYGEN-ASSISTED CRACK

GROWTH IN ALLOY 718 AND ALLOY
TI-1100

by

E. Andrieu and A. Pineau

Ecole des Mines de Paris
Centre des Materiaux

B.P.87 - 91003 Evry Cedex, FRANCE

and

H. Ghonem

University of Rhode Island
Department of Mechanical Engineering

Kingston, RI 02881, USA

Submitted to

Department of Air Force
Air Force Office of Scientific Research

Grant AFOSR - 90-0333

February 1993



REPORT DOCUMENTATION PAGE oMS No. 07O41ag

and , t. drta regardin thi bre esitiat or " CtleIrn ean, at this~,oieon at informationl. noiuding suqqiontif for reducing this burdenl. to Wailiinigtot O tada'fdurTo SipVtcas. O rectoratefr Informaion Ovierazio and pecom 12 Is Jefofmnw~avos 44igmw. Suite 1204. Arlington, VA 22202-A302. a" to the Off iCa of Management aria SUdqet. 1`4OMWOfit fteduci.ton Project (07OA01g) Wo)*evji~on. OC 2goj.
1. AGENCY USE ONLY (Leave• bank) 2. REPORT DATE 3. REPORT TYPE AND DATES COVERED

30.NOV.1991 Final (30.SEPT.90 - 29 SEPT.1991
4. TITLE AND SUB ..... S. FUNDING NUMBERS

Exp6rimental Study of oxygen assisted crack growth in alloy 718 and
Alloy Ti - 1100. 3-AFOSR-90-0333

S... .. .. R-TA 2301/DL
6. AUTHOR(S)

E. ANDRIEU / A. PINEAU / H. GHONEM

7. PERFORMING ORGANIZATION NAME(%) AND0 AOORESS(ES) I. PERFORMING ORGANIZATION
Ecole Nationale Supdrieure des Mines de Paris REPORT NUMBER
Centre des Matdriaux P.M. FOURT 9/93/EA/AP/HG
Locaux SNECMA
91003 EVRY CEDEX FRANCE

9. SPONSORING / MONITORING AGENCY NAME(S) AND ADORESS(ES) 10. SPONSORING / MONITORING
SPONSORING / Monitoring Agency: AGEC•Y REPORT NUMBER

European Office of Aerospace Research and Development
BOX 14, EPO New York 09510-0200

II1. SUPPLEMENTARY NOTES

12s. DISTRIBUTION I AVAILABIIUTY STATEMENT 12b. DISTRIBUTION4 COOG
Approved for public release
Distribution unlimited

13. ABSTRUCT (MArxtmum200words)
The high Temperature fatigue crack growth behavior of alloý 718 is reviewed and

investigated.
FCGR have then been measured under constant AK and various oxygen partial pressures. A

transition pressure associated with an important increase of the FCGR is found. At this transition
ressure (10-2mbar) the crack propagation path changes from transgranular to intergranular. From this

study it'rs concluded, that intergranular crack growth requires the formation of a Ni based oxide
uring the early stage of the oxidation as well as high intergranular internal stresses promoted by an

nhomogeneous distribution of the deformation.
The crack growth behavior of Ti-1100 is investigated for loading frequencies ranging from 30z to 0.005 Hz at temperature levels extending from 23"C to 650"C in both air and vacuum

nvironments. Two types of time-dependent damage mechanisms have been identified; oxidation and
'reep effects. It is concluded that the effect of oxidation on the crack growth acceleration is rapid and'onstant in relation to the frequencies tested and is weakly dependent on cycle time. Creep effects, on
he other hand, are dominant at low frequencies in both air and vacuum and are loading-rate
ependent.

eS E. NUMBER Of PAGES
4 CT TERMS 191ign temperature fatigue crack growth behavior of Alloy 718 -

ri 1100 in relation with oxidation processes and deformation mechanism. IL PRC COD'

17. StCuRITY CLASSIFICATION 11. SECURITY CLASSIFICATION 19. SECURITY CLASSIFICATION 2G. ULIATATION OF ABSTRACT
OF REPORT OP THIS PAGE Of ABSTRACT

IN [,A",; I F I F-. =NCLAA 1 FI.D INC[ASS I FtJ)
Standard Form 2981 (Rov. 2.89)priinfritn be AMU It. £j9.s



GENERAL INSTRUCTIONS FOR COMPLETING SF 298

The Report Documentation Page (ROP) is used in announcing and cataloging reports. It is important
that this information be consistent with the rest of the report, particularly the cover and title page.
Instructions for filling in each block of the form follow. It is important to stay within the lines to meet
optical scanning requirements.

Block 1. Agency Use Only (Leave blank). Block 12a. Distribution/Availability Statement.
Denotes public availability or limitations. Cite any

Block 2. Report Date. Full publication date availability to the public. Enter additional
including day, month, and year, if available (e.g. 1 limitations or special markings in all capitals (e.g.
Jan 88). Must cite at least the year. NOFORN, REL, ITAR).

Block 3. Type of Reoort and Dates Covered. 000 - Set 0000 5230.24, Distribution
State whether report is interim, final. etc. If Statements on Technical
applicable, enter inclusive report dates (e.g. 10 Documents.'
Jun 87- 30 Jun 88). ' DOE - See authorities.

Block 4. Title and Subtitle. A title is taken from NASA - See Handbook NH8 2200.2.

the part af the report that provides the most NTIS Leave blank.

meaningful and complete information. When a
report is prepared in more than one volume, Block 12b. Distribution Code.
repeat the primary title, add volume number, and
include subtitle for the specific volume. On
classified documents enter the title classification DOD - Eave blank.DOE Enter DOE distribution categories
in parentheses, from the Standard Distribution for

Block S. Funding Numbers. To include contract Unclassified Scientific and Technical

and grant numbers; may include program RepiA-s,

element number(s), project number(s), task NASA - Leave blank.

number(s), and work unit number(s). Use the NTIS - Leave blank.

following labels:

C - Contract PR - Project Block 13. A Includea brief (Maximum
G Grant TA - Task 200 words) factual summary of the most
PE - Program WU - Work Unit significant information contained in the report.

Element Accession No.

Block 6. Author(s). Name(s) of person(s) Block 14. Subiect Terml. Keywords or phrases
responsible for writing the report, performing identifying major subjects in the report.
the research, or credited with the content of the
report. If editor or compiler, this should follow
the name(s). Block 1S. Number of Pages. Enter the totalnumber of pages.

Block 7. Performing Organization Name(s) and

Address(es). Self-explanatory. Block 16. Price Codo. Enter appropriate price

Btlock & Perforitlina Organization Reoort code (NTIS only).
Number. Enter the unique alphanumeric report
numers) assigned by the organization Blocks 17. -19. Security Classifications. Self-
performing the report. explanatory. Enter U.S. Security Classification in

Block 9 Soo,-nirinalMonitoring Agency Name(s) accordance with U.S. Security Regulations (i.e.,
and Address(es). Self-explanatory. UNCLASSIFIED). If form contains classified

information, stamp dassfication on the top and
Block 10. Soonsorina/Monitoring Aaencv bottom of the page.
Report Number. (if known)

Block 11. Suoplementary Not". Enter Block 20. Limitation of Abstrart This block must
information not included e~sewhere such as: be completed to assign a limitation to trie
Prepared in cooperation with...; Trans. of...; To be abstract. Enter either UL (unlimited) or SAR (same
published in.... When a report is revised, include as report). An entry in this block is necessary if
a statement whether the new report supersedes the abstract is to be limited. If blank, the abstract
or supplements the older report. is assumed to be unlimited.

Standard Form 296 Baft (Rev. 2-89)



This report has been rcviewed and is relcasablc to the National Technical Information Service (NTIS).
At NTIS is will be rclcasable to thc general public, including foreign nations.

This technical rcport i,as been rcviewed and is approved for publication.

ALAN MANISZ SKI, Lt Col, USAF
Chiel, Structurcs/Struc. Material

RONALD J. LISOWSKi, Lt Col, USAF
Chief Scientist



This report is divided into two separate parts,
the first part deals with research activities
conducted on Alloy 718 while the second part
deals with the work pertaining to Alloy Ti-
1100
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PART I

EXPERIMENTAL STUDY OF OXYGEN-
ASSISTED CRACK GROWTH IN

ALLOY 718

ABSTRACT :
The high Temperature fatigue crack growth behavior of alloy 718
is reviewed and investigated. Microstructural and mechanical
effects on FCGR are first presented. It is shown that under air
environment the necklace microstructure is the less sensitive to the
oxidation assisted crack growth. However, under vacuum all the
microstructures under investigation behave similarly. It is
concluded that minor modifications of the alloy microstructure can
induce a significant improvement of the FCGR's behavior of this
alloy.
By varying the mechanical loading conditions (frequency, hold
time i Kmax, stress ratio) it is shown that two different domains
exist (i) a Cycle dependent domain and (ii) L time dependent one.
The later corresponds to the stronger detrimental interaction
between oxidation and d6formation processes.
Some important aspects of the oxidation process of this alloy are
presented. XSTEM observations and analysis as well as AES study
lead to the same conclusions. The oxidation process can be
summarized as follows :
When occurring under air environment the early stage of oxidation
at 650'C corresponds to the growth of a Ni based oxide followed
several minutes later by the formation of a chromia passive
subscale. This oxidation sequence takes place either on
transgranular or on intergranular surfaces.
When the oxygen partial pressure is smaller than 10-2 mbar the
oxidation process is modified. The first oxide to appear is chromia
oxide.
FCGR have then been measured under constant AK and various
oxygen partial pressures. A transition pressure associated with an
important increase of the FCGR is found. At this transition
pressure (10- 2 mbar) the crack propagation path changes from
transgranular to intergranular. From this study it is concluded, that
intergranular crack growth requires the formation of a Ni based
oxide during the early stage of the oxidation as well as high
intergranular internal stresses promoted by an inhomogeneous
distribution of the deformation.! .



INTRODUCTION

Alloy 718 is a precipitation strengthened nickel-base superalloy widely
used in aerospace and nuclear applications involving static as well as cyclic
loading at both high (_ 6500C) and medium temperature ranges in agressive
air environment. Damage tolerance methodologies needed in some of these
applications require accurate predictions of the crack growth rate behavior
under typical service conditions. This is the reason why a large research
effort has been devoted to this material over the last past decades. In
particular it is now well accepted that most of the effects observed at elevated
temperature on this material are related to the detrimental influence of
oxidation. A number of studies have shown that the fatigue crack propagation
rate measured under vacuum is much lower than that determined under air
environment but very few studies have been devoted to the micromechanisms
of oxidation-induced cracking in Alloy 718, which was the main objective of
the first part of the present study devoted to this material. This part of the
report is divided into three sections. The first section is devoted to
microstructural and mechanical effects while the second part deals with the
environmental effects. The third part of the report focuses on the influence of
slip character on the deformation and the subsequent oxidation process.

In each of these three sections reftrence will be made to the publications
which were prepared along these lines either directly from the Centre des
Materiaux - Ecole des Mines (CM-EMP) or from the cooperative program
established between between Ecole des Mines and Professor H. Ghonem of the
University of Rhode Island. These publications are given in an appendix at the
end to the present report.

I. MICROSTRUCTURAL AND MECHANICAL EFFECTS

1.1 Effect of grain size

The effect of grain size on the fatigue crack growth rate (FCGR)
behavior was examined by Pedron and Pineau [11 on three widely different
microstructures. These are:

A large grain material with an average grain size equal to 200 gtm.
A fine grain material resulting from the recrystallization of rolled
plates, with an average grain size of 40 ptm.
A necklace microstructure with large grains of 300 ptm diameter
surrounded by 10 gam diameter fine grains.

A conventional heat treatment was given to each of the above mentioned
microstructure consisting of 9550C_ lh - air cooled - 7200C - 8h - cooling
rate 50oC.h-I down to 6200C - 8h - air cooled.
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Fatigue tests were carried out under air or vacuum at 6500C on CT
specimens. The results obtained with a (10s - 300s hold time - 10s) cycle are
shown in figure 1. It is worth noting that under vacuum the fatigue crack
growth rate is not influenced by the microstructure. On the other hand under
air environment an important effect of the microstructure is observed. The
necklace microstructure is less sensitive to environment than the large grain.
The fine grain material gives rise to the largest FCGR. These results might be
rationalized as follows: The work of Ghonem et al [21 proposed that the crack
growth rate increases as the grain boundary area exposed to oxygen
penetration increases Consequently, the grain size effect is attributed to the
local oxidation behavior, i.e. oxygen transport along the grain boundaries.
Concurrently, one can also put forward that, in spite of having the same
fatigue crack growth rate under vacuum the three microstructures do not
exhibit the same mechanical behavior at the crack tip. The localization of the
deformation at the crack tip might induce for the three microstructures
different grain boundary internal stresses. Several attempts ha "e been made to
modify the microstructure of Alloy 718 to reduce elevated temperature creep
and fatigue crack growth rates. The recent work by Chang and al is
worthwhile to be mentioned to this respect [3]. These authors used a modified
heat treatment to produce a coarser grain size relative to the standard heat
treatment and a serrated grain boundary structure through controlled
precipitation of needle like A phase at the grain boundaries. A coarse grain
size and the presence of serrations are expected to suppress grain boundary
sliding and the serrations, like with the necklace microstructure, are also
expected to make the crack path more tortuous. It was shown that this

modified heat treatment decreases the FCGR's by a factor of about 2 at 525 0C
and 650 C with no loss in FCGR resistance at room temperature.

1.2. Effect of mechanical variables

1.2.1. Frequency

Among the variables capable of influencing the crack growth rate
(FCGR), the loading frequency is an important one. Figure II shows the
evolution of FCGR as function of the loading frequency at two temperatures
and for several AK loading conditions [4]. From this set of curves, several
comments can be made:

for both temperatures the fatigue crack growth rate increases as the
loading frequency decreases.
the crack propagation path triggers from transgranular at high
frequency to intergranular at low frequency. A transition frequency
between these two propagation modes can be defined.
the value of the transition frequency increases with AK.
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This type of curve iih, strates the competition between two damaging
processes: a time dependent process associated witl. the interactions between
oxidation and deformation and a cycle dependent damaging process related to
the interactions between microstructures and deformation process. Under
vacuum conditions the frequency effect is expected to be less important in
terms of FCGR. Therefore, the transition frequency value can change with
temperature, partial pressure of oxygen, and microstricture.
This conclusion would be sufficient if one assumes that no coupling exists
between deformation and oxidation process. However, it has been
demonstrated in several studies concerned with oxidation process of nickel-
chromium [51 or Ni-based superalloys [6] that an important predeformation
prior to oxidation promoted the instaptineous formation of a chromium oxide
scale. This experimental fact could imply the following idea: A transition
frequency under air conditions occurs when the amount of deformation stored
ahead of the crack tip is high enough to change the oxidation behavior. Some
consistent observations and chemical analysis have been done on transgranular
fatigue crack surfaces, showing that they are covered by chromium oxide.
Thii idea was explored by Zeng and Ghonem [7]. The influence of high
frequency loading on the subsequent low frequency -rack growth behavior in
Alloy 718 is studikd. The results, indicate that a prior application of high
frequency loading produces a reduction of the crack growth rate during the
low frequency block. Consequently, the results obtained by the authors seem
to be consistent with the idea of a deformation assisted oxidation process.

1.2.2 Hold time effect

Creep-fatigue effect on the crack growth resistance of Alloy 718 has
been investigated by means of loading cycles with a trapezoidal shape.
Basically, a hold time at maximum load is superimposed to a triangular fatigue
cycle. In figure III, the effect of an hold time equal to 300s on the FCGR's is
presented. Two sets of results corresponding to air and vacuum environment
are reported.

It is worth noting that under air, the hold time effect is spectacular.
The contribution of creep to the crack growth process is much more efficient
than the fatigue one. Even in a da/dt versus AK plot the trapezoidal cyclc
remains more detrimental. The situation is quite different under vacuum
conditions where the coraribution of creep could be considered as "beneficial"
for the crack growth process. This set of curves clearly illustrates the time
dependency of the crack growth process under air and concurrently the cycle
dependency under vacuum when the effect of microstructure and mechanical
variables are considered.
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1.2.3. Stress Ratio effect

Another way to point out these dependencies is to change the load ratio
under constant Kmax. In figure IV, the effect of load ratio on the FCGR is
presented [4,81. For comparison, a set of results corresponding to a luow
temperature, pure cycle dependent crack growth process is added. At very
low frequency (5.10-3Hz) the crack growth process is mainly time dependent.
At higher frequency (1Hz) the curve indicates very clearly that the FCGR is
cycle dependent till R reaches 0.8. For the values larger than 0,8, there is an
important increase of the FCGR which becomes definitely time dependent.

II. ENVIRONMENTAL EFFECTS

In this part, the results concerning the oxidation behavior of Alloy 718
are presented. Intergranular crack growth rate can reach under certain
loading conditions 0.5pm/s. This experimental fact implies that the
embrittlement process occurs during the early stages of the oxidation. Thus,
the type of oxide formed during the onset of the oxidation process has a great
importance on the further mechanical beh'vior of the material.

In figure V, elemental profiles resulting from an Auger electron
spectrometry analysis are shown [5]. Mechanically and/or electropolished
discs were subjected to oxidation at 6500C, during 8 min - under different
oxygen partial pressures. It is observed from elemental profiles that when
P02 is smaller or equal to 10-4 Torr, the first oxide to be formed on alloy
718, is chromium oxide. On the other hand, when the oxygen partial pressure
exceeds 10-2 Torr the first oxide to be formed is a Ni-Fe rich oxide. Thus, it
can be concluded from this analysis that selective oxidation of chromium
occurs at low pressure. In spite of having a high chromium level, this Ni base
superalloy is covered by a Ni iron rich oxide during the early stage of the
oxidation process under air environment.

In figure VI, the oxidation sequence on an intergranular fatigue crack
surface is presented [21. The observation and analysis of the oxides (0.1lim
thick) have been carried out by using XSTEM and diffraction techniques.
Obviously, this oxide scale results from a long duration oxidation. It is
interesting to note that the oxidation sequence is consistent with the one
identified on polished transgranular surfaces. The first oxides to be formed
are columnar Ni oxide grains and then a microcrystallised chromia subscale
giving rise to the well known good static oxidation resistance of this alloy.

From these observations, one can expect strong interactions between
deformation and oxygen partial pressure or between deformation and oxide
thickness. This is the reason why specific fatigue crack growth tests have been
carried out. The first test is concerned with constant AK FCGR measurements
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under different oxygen partial pressures. A (10s - 300s hold time - 10s) cycle
was applied. The results from this test are shown in Fig. VII. A transition
pressure is defined below which the fracture mode is transgranular. When the
oxygen partial pressure is greater than 10-3 mbar the fracture mode changes
from transgranular to intergranular.

At first sight this transition pressure does not depend on AK. Further
studies will be necessary in order to investigate the effect of frequency, and
temperature on the value of the transition pressure.

It comes out from these results that there exists a parallel between the
transition of oxidation process and the transition of FCGR. A striking
correspondence appears between the two oxygen partial pressures required for
the two preceding transitions to occur. There are good reasons to think that
the Ni-iron rich oxide formation is responsible of the embrittlement of this
alloy.

Some attention has been paid to the 2nd step of the oxidation sequence -
i.e. - the formation of a subscale composed with chromia. This scale is often
called the passive scale. AT 6500C, under air environment, the formation of
this protective subscale is expected to be completed after several minutes (10-
15min). A specific constant AK fatigue test was designed by Diboine and
Pineau [9] to find indirectly the time required to passivate Alloy 718. In this
test a hold time at minimum load was superimposed to a 5.10- 2 Hz triangular
cycling. Different hold times (th) ranging from 0 to 30 min were used. The
results of this test are shown in figure VIII. As th increases the crack growth
rate increases till th reaches a value close to the one mentioned above i.e
20min. Again these results confirm the deleterious role attributed to the Ni
oxide growth. Fortunately, they also show the beneficial effect of the chromia
scale which stops the damaging process.

A two stage oxidation mechanism was then proposed [10]. An
interesting experiment was carried out in the work of Ghonem et al [8] on a
fine grain size (20-50jurm) Alloy 718. They carried out crack growth
measurement experiments on compact tension specimens during which the
formation process of a continuous oxide scale was disturbed. This was
achieved by applying high frequency minor cycle during the hold time at
minimum load. The cycle shape is presented in figure IXa. The crack growth
rate corresponding to these conditions was higher than that observed when the
formation of a continuous chromia layer was not disturbed. This result shown
in figure IXb, indicates that, by delaying the formation of Cr203, the
oxidation process continued, resulting in an increased crack growth rate.
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I1. INFLUENCE OF SLIP CHARACTER

One objective of this section is to bring experimental observations
obtained on smooth or CT specimens of Alloy 718 in order to contribute to
the knowledge of the relation between strain rate or loading frequency and
slip homogeneity. Slip homogeneity is expected to play an important role in
the crack propagation mode. Clavel and Pineau [11] studied the effect of
strain rate and temperature on the slip band spacing in Alloy 718. They
concluded that when the strain rate increases for a specific strain amplitude,
the slip band spacing decreases, giving rise to a better homogenization of the
deformation process at the grain scale. In figure X a curve illustrating this
phenomenon is shown. When dealing with intergranular internal stresses
induced by plasticity, one can expect an effect of the slip homogeneity on the
level of these stresses. It is proposed that intergranular cracking is due to the
combination of high level intergranular stresses and Ni-oxide growth.

Then, an attempt was done to estimate at least qualitatively the slip
character below transgranular and intergranular fatigue crack surfaces. A
decoration technique of the slip bands by a phase precipitation was used [12].
Two CT specimens were heat treated and cut in order to study slip line traces
distribution in the plane strain zone. A transgranular fracture surface
produced during a high frequency test (30Hz) and an intergranular fracture
surface resulting from a (10s - 300s - 10s) cycling were used. Some pictures
corresponding to different AK levels in both tests conditions are shown in the
work of Ghonem et al [8]. These pictures give interesting qualitative results.
When the crack path is transgranular i.e. at high loading frequency the plastic
zone ahead of the crack tip is generally much smaller than the grain size.
Moreover the slip homogeneity increases with AK loading conditions, a lower
slip line density and a larger plastic zone size. As AK increases, the slip line
spacing decreases also.
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IV. CONCLUSIONS

1) This program has allowed to review the effect of microstructural and
mechanical variables on the fatigue crack growth rate behavior of Alloy 718.
The emphasis was laid upon two extreme behaviors, one corresponding to a
pure cycle-dependent regime, the other one to a pure time-dependent regime.
The existence of these regimes is strongly dependent on microstructural
variables, in particular grain size and grain boundary microstructure.

2) It is concluded from the work carried out at the Centre des Materiaux-
Ecole des Mines that intergranular cracking of Alloy 718 at elevated
temperature is due to two effects:

(i) slip induced intergranular cracking induced by the inhomogeneity in
slip character affected by strain rate effect.
(ii) oxygen induced grain boundary embrittlement.
Detailed investigations have shown that in air environment oxidation of

Alloy 718 occurs according to a two-stage mechanism, first the nucleation and
growth of a Ni rich oxide scale followed by the growth of a Cr203 oxide film.
Grain boundary embrittlement is associated with the formation of the Ni rich
oxide. At lower partial oxygen pressure, chromium oxidation takes place
directly. Under these conditions, no detrimental influence of environment is
observed.

J ...... ..... .. ... ... .
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PART II

ENVIRONMENTAL INTERACTIONS IN
HIGH TEMPERATURE FATIGUE CRACK

GROWTH OF Ti-1100

ABSTRACT:

The crack growth behavior of Ti-I 100 is investigated for loading
frequencies ranging from 30 Hz to 0.005 Hz at temperature levels
extending from 23°C to 650'C in both air and vacuum
environments. Two types of time-dependent damage mechanisms
have been identified; oxidation and creep effects. It is concluded
that the effect of oxidation on the crack growth acceleration is
rapid and constant in relation to the frequencies tested and is
weakly dependent on cycle time. Creep effects, on the other
hand, are dominant at lov frequencies in both air and vacuum and
are loading-rate dependent. The degree of contrib~ition of each
of these two damage modes during the steady state growth region
has been determined by examining the frequency response of the
exponent and coefficient parameters of a Paris-type equation. It
is found that these parameters are largely determined by the
extent of the viscoplastic response of the crack tip region.
Furthermore, the physical mecbhnimms involved in the effect of
these damage modes on the crack tip reaction are identified by
determining the nature of the crack tip plastic work input as
function of loading frequency. The influence of frejuciwv and
environment on crack closure and on the appearam , -t flee
associated with stage-I/stage-Il transition is also discu\,
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1. INTRODUCTION

Results from air and vacuum crack growth tests carried out on high
strength alloys intended for the use in elevated temperature applications often
show a significant increase in both fatigue crack propagation resistance and
low cycle fatigue strength with removal of air environment [1-5]. This
improvement is generally accompanied by a change in fracture mechanism and
a modification in fracture surface morphology. Numerous studies have been
carried out on these alloys in order to identify the nature of crack tip damage
occurring under varied temperature, loading frequency, load geometry, and
environmental test conditions, see a review in Ref. [6]. In these studies the
detrimental effect of environment was linked to a wide selection of damage
processes including crack closure, grain boundary sliding, hydrogen
embrittlement and crack tip oxygen diffusion or gas adsorption. The role of
each of these mechanisms is further complicated by the fact that, within a
single environment, many materials experience ranges of loading frequency in
which other time-dependent responses, in particular creep, could exist thus
modifying or accelerating environmental damage effects. High temperature
titanium alloys, such as Ti-6AI-4V, IMI-829 and Ti-6242
which are susceptible to creep, are affected to a great extent by this type of
combined creep-environment-fatigue damage [7]. Recognizing this fact, a new
silicon bearing near alpha titanium alloy was developed by TIMET to provide
an optimum level of creep and fatigue performance at temperatures up to
593°C. The nominal chemical composition of this alloy which is known as Ti-
1100 is: Ti-6AI-2.8Sn-4Zr-0.4Mo-0.45Si-0.070-<0.03Fe. The work of Bania
[8,9] describes in details the microstructure characteristics of this alloy and
compares its uniaxial mechanical properties with other B-processed, near-a
titanium alloys. Ghonem and Foerch [101 have studied the effect of loading
frequency on fatigue crack growth behavior of Ti-l 100 at 5930C. In their
work, the influence of low and high frequency was examined in both air and
vacuum environment. While the results has established the role of
environment on the crack tip damage, it did not however examine the
synergism of time dependent effects due to elevated temperature crack
propagation in the pure cyclic and creep-fatigue regimes. This paper will
attempt to explore the interrelated effects of these regimes in order to identify
the boundary of each corresponding damage mechanism which is an important
step towards formulating quantitative damage models pertaining to the Ti-
1100 in particular as well as to the near-a Ti alloys in general. The first part
of this paper describes the experimental procedure and results followed by a
detailed analysis of the role of environment, frequency and closure in
interpreting these results.
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2. EXPERIMENTAL PROCEDURE

Billets of Ti- 1100 with the nominal composition described above were
rolled above the beta transus to obtain 12 mm plates followed by a solution
anneal with air cooling and an 8 hour aging at 5930C. A Widmanst~itten
microstructure was produced consisting of aligned alpha platelets and regions
of basketweave structure contained in large prior-B grains. This
microstructure is considered to give good creep performance, while allowing
crack growth retardation through bifurcation, deflection, and other crack tip
redirection processes.

Fatigue crack growth tests were performed in air and high vacuum
(5x10- 8 Torr, 6.6x10-6 Pa) at both room and elevated temperatures (23°C,
593°C and 650'C). All tests utilized compact tension specimens machined with
the crack front perpendicular to the rolling direction (L-T). Two specimen
geometries were employed, CT-12.5 (W=25, B=6 mm) for tests in vacuum
and CT-20 (W=40, B=10 mm) for tests in air. Specimen loading was achieved
using closed loop servo-hydraulic test frames equipped with computer data
acquisition and control systems. Crack length was measured remotely using
the direct current potential drop method, supplemented when possible by
optical and compliance crack length measurements. In air, crack closure was
measured with the use of a clip gage placed directly in the specimen mouth for
all room temperature tests, and with an appropriate extension for elevated
temperature tests. Closure was not measured in vacuum with the exception of
the 0.5Hz, room temperature test. Other experimental details related to the
FCGR tests can be found in Ref. [101.

All the test specimens generated during the experimental portion of this
work were examined extensively using SEM and optical techniques.
Quantitative measurements of fracture mode were taken by summing like
zones of fracture morphology in a modified linear intercept method.

3. EXPERIMENTAL RESULTS

The experimental and analytical philosophy followed in this study was
to specifically identify the environmentally related aspects of elevated
temperature fatigue crack propagation in Ti-l100. Because the elevated
temperature fracture process involves both oxidation and creep damage
mechanisms, the test matrix design was based on a series of loading
frequencies to be run in air and vacuum environments. In addition,
environmental effects were considered only for the localized process of
fatigue crack propagation in long cracks - results for crack initiation or small
crack behavior are likely to display different characteristics than that seen
here under similar test conditions.
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3.1 Material Behavior and Microstructural Characteristics

The average prior-13 grain size was -550 gm and the average aligned
alpha colony size was -40 gm as determined by a simple linear intercept
method, see Fig. l(a). The distribution of colony size (intercept length) in
terms of cumulative frequency is shown in Fig. 1(b). Transmission Electron
Microscopy revealed almost no beta phase layer between the alpha plates or
even at colony boundaries. This observation is in keeping with the relatively
small amount of beta stabilizing elements in the alloy. In addition although the
material was air cooled from the forging temperature and received an 8 hour
aging treatment at 5930C, neither precipitates of Ti3 A1 nor silicides were
apparent in this condition. Prior-Bgrain boundaries were not contained in the
thin regions of the prepared foils so that comment cannot be made regarding
precipitation at the grain boundary.

The tensile tests results for various strain rates at 593*C showed almost
no strain rate sensitivity for the yield qtuess. In addition, the stress-strain
curves showed broad serrations similar to those observed by Rack [111 and
work by Bania [9] shows a plateau in the test temperature vs. yield stress curve
indicating that the yield stress has a lack of temperature dependence for
temperatures from about 300-550'C. This combination of features is often
cited as indicative of dynamic strain aging, a process which has been linked to
both silicon and oxygen alloy content in other titanium alloys [12].

3.2 Crack Growth Tests

Experimental data from crack growth tests carried out in air
environment are shown in Fig. 2. Results from vacuum tests are shown
separately in Fig. 3. Examination of this data supports observations made in
Ref. [10] that in this alloy a significant frequency and temperature influence
on crack growth rate exists in both air and vacuum environments. Comparison
of the air and vacuum results also shows a general improvement in fatigue
crack resistance at all loading frequencies in vacuum at both room and
elevated temperatures. Note, however, that the improvement in vacuum is
most pronounced at lower AK, while the effect decreases as AK increases.

The data for some high temperature tests, especially in vacuum, show a
knee in the FCGR curves at low values of AK similar to that frequently
observed in other materials at elevated temperature and which is attributed to
a change in crack growth mechanism [10,13,14]. At high values of AK there
is an increase in slope and a convergence of all curves to a single line
indicative of the approaching KIC value where environment and creep
components are of lesser consequence. Such changes in growth behavior are
traditionally labeled as stages I, II, and III, for microstructurally sensitive
growth at low AK, linear Paris law steady state growth, and nearly unstable
fracture regions respectively.
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The stage I to 1I knee is seen to be most pronounced at elevated
temperature in the 10 Hz, 0.5Hz, and 0.05 Hz vacuum tests and also in air tests
run with frequencies less than 0.05 Hz, while it is relatively absent in air and
vacuum at 23°C. Previous explanations for this behavior have varied for
different materials under different loading conditions. Ore should recognize,
however, that the change from stage I to stage II needs not be accompanied by
a noticeable knee in the curve as shown by Yoder [15] and this is indeed the
case in this material under certain conditions as will be discussed in a later
section.

It is also observed that, within the stage II steady state behavior, there is
a consistent change in slope of the curves, such that the Paris Law exponent
decreased with increased cycle time and with increased temperature in both air
and vacuum environments. These results are consistent with damage effects
produced by combined environmental embrittlement and creep deformation.

In order to explore the link between viscoplastic effects and loading
rate, two crack growth tests have been run in air environment at 5930C at a
frequency of 0.05Hz but with an asymmetry between the loading and
unloading portion of the cycle (1-19sec and 19-1sec) [10]. The basic
assumption made here is that environmentally dominated processes are driven
by a diffusional mechanism that is dependent on the value of AK and the total
cycle time, but with little dependence on the waveform symmetry [5]. In
contrast, creep deformation will, in general, be dependent on the crack tip
loading rate [16,171. This is due to the fact that the rising portion of the cycle
creates an effective tensile load on the crack tip plastic zone thus promoting
the spread of viscoplasticity and increasing the maximum crack tip opening
displacement. A decreasing loading rate leads to an increase in these effects.
Upon unloading, stresses within the reversed plastic zone could become
compressive and time dependent deformation could still occur. On the other
hand, a fast loading rate would inhibit time dependent deformation and the
degree of viscoplastic strain created with a prolonged unloading would, in this
case, be limited by the crack faces closing. This argument is supported by the
results plotted in Fig. 4 which shows that the 19sec-lsec test has produced
faster crack growth than that obtained in the l0sec-10sec and the ls-19s tests,
with the most significant difference occurring at low AK. Taking into
consideration the assumption that in Ti- 1100 the influence of environment is
rapid and weakly dependent on the loading frequency, as will be discussed
later, these results indicate that viscoplastic effects are significant in explaining
the observed increase in crack growth rates with the increase in cycle time.

Temperature effects for the group of tests run at 10Hz are presented in
Fig. 5 as crack growth rate versus (AK/sysE). When AK is normalized by
yield and modulus changes, there is only a small enhancement of
environmental effect when considering a change in temperature from 23"C-
650°C. Indeed, the variation in growth rate in air is less than the difference in
vacuum, which had a partial pressure of oxygen well below that calculated for
even a complete monolayer (10Hz loading) [18].

Crack closure is shown in Fig. 6 as the ratio of the effective AK to
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nominal AK versus nominal AK. Fatigue crack growth studies on near-a
alloys have identified the importance of crack closure mechanisms [19,20]. In
previous work on Ti- 1100 under variable loading frequencies it was noted that
closure was significant at low AK loadings, particularly at room temperature
[10]. The effect of closure on a da/dN vs. AK plot is to decrease the slope of
the FCGR curve, especially in the stage I region. In addition, under
decreasing frequencies, where the knee is most evident, the closure levels are
found to be much reduced, not significantly altering the shape of the growth
curve. The results from the 0.5Hz 23TC vacuum test show a level of closure
which is very similar to but slightly less than that of the 10Hz, 23*C air test.

3.3 Microscopy and Fractography

The fracture morphologies seen in Ti-l 100 under the test conditions run
in the present investigation have been classified as follows:

1) At low AK, in air and vacuum, growth takes place in a cyclic
cleavage process largely along the basal plane, with furrows connecting the
cleaved planes [21-23]. Cleavage is promoted by the Widmanstatten
microstructure in which the alpha phase platelets have the same
crystallographic orientation within a colony. The colony diameter is often
considered the minimum controlling microstructural parameter [24,25]. In
addition, based on the prior BCC structure, different colonies within the same
prior-B grain are related by the fact that only 12 variants in alpha platelet
orientation exist in the Widmanstatten microstructure [26]. The colony
boundary provides a barrier for dislocations, and accumulated dipole pileups
on the basal plane initiate cleavage damage [27], however, due to the Burgers
relationship among colonies, slip can extend past this barrier (more easily than
a grain boundary, for example) since single, multi-colony facets have been
observed [28] in titanium alloys with a similar microstructure. Fracture
surfaces from test run in air and vacuum displaying the quasi-cleavage
fracture morphology are shown in Figs. 7. It can be seen in Fig. 7(a) that the
cleavage process in air is much more glassy in nature than cleavage features in
vacuum which has less distinct with a highly textured, ruptured appearance in
places. This difference is not unique to titanium, as a very similar
morphology can be seen for a stage-I crack in a nickel based superalloy,
where the textured surface has been ascribed as the result of increased slip
reversibility and increased surface energy in vacuum environment [29].

2) Stage-Il growth in air is characterized by striations, Fig. 7(c) which
are clearly defined and their spacings accurately represent the crack growth
rate. The local crack growth direction indicated by the striations was seen to
vary a great deal showing that the local crack growth is often quite different
from the macroscopic growth direction. In vacuum, a striation-like
morphology was observed as vague ripple patterns which are discontinuous
along their length, and often do not have a constant step distance between two
lines, Fig. 7(d). The notion of striations existing in vacuum is a controversial
subject; while many authors have given reasons to the unexpected appearance
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of striations, see for example Refs. [30,311, other authors have observed
distinctive striations in vacuum at elevated temperature [5]. In the present
results, the observed fracture surface ripples are classified as representing a
non-crystallographic, continuum fracture mode and as being analogous to the
striated growth seen in air. The surface morphology on which the crack has
propagated shows significant similarity to that of the clearly defined air
striated regions and is distinctly different from the quasi-cleavage surface seen
at lower AK in vacuum. In particular, note the appearance of bowed crack
fronts, bowled fracture planes, and intersecting cleavage planes perpendicular
to the growth plane (Fig. 7b). In addition, the first appearance of the
striation-like fracture surface coincides with the position of the knee in the
vacuum crack growth curves, further supporting the observation that this
morphology represents a mechanism of crack growth which is distinct from
the quasi-cleavage mode of growth. In the discussion section, vacuum
striation-like morphology will be taken as representative of a homogeneous,
symmetric deformation mode, where the crack tip sees a continuum field,
even though the growth rate is not directly correlated with the ripple spacings.

3) High AK loading at low frequencies and elevated temperature yields
intergranular prior-B grain boundary fracture [10]. Air and vacuum
intergranular modes display the same rough texture appearance. One of the
possible reasons for this rough surface results from the nature of the prior-B
grain boundary structure. Upon transformation from the B field, the alpha
colony microstructure grows from various nucleation points within the grain
towards the existing layer of the primary alpha phase at the grain boundary.
The intersection of the primary alpha layer and the transformed alpha colonies
has a jagged sawtooth mating surface which could account for the rough
intergranular appearance.

Intergranular fracture was seen to begin at a higher frequency in
vacuum tests than in air with mixed trans- and intergranular fracture in
vacuum at 0.05Hz while in air at the same frequency, fracture is fully
transgranular. Fully intergranular fracture in air was not observed until very
high AK level in the 0.005Hz test, the percentage of intergranular fracture in
the 0.05Hz vacuum tests specimen being approximately equal to the 0.005Hz
air test. Five minute hold time at maximum load gave fully intergranular
fracture in both air and vacuum environments over the entire range of AK
tested.

All the above modes of fracture represent regions of fracture surfaces
in which they dominate the surface, with the remainder being made up of an
indistinct rupture morphology. Transition points in fracture mode from
cleavage to 50% striations, and from transgranular to 50% intergranular are
shown in Fig. 8. In cases where partial intergranular fracture was seen, the
striated area has been recorded as a percentage of transgranular surface. It is
seen that a homogeneous striation-like growth occurs at a much lower AK in
vacuum than in air environment, and also intergranular growth takes place in
vacuum at lower AK and at higher frequencies than those in air.

Examination of etched cross sections of crack tips from intergranular
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tests shows cavities located on the prior-B boundary directly ahead of the
crack tip. Cavitation was never seen to expand ahead of the crack tip beyond
one grain boundary. This observation suggests that intergranular damage in
this material is a product of the crack front generated planar slip bands
impinging on a microstructural boundary [321. Materials which accumulate
creep damage ahead of the crack due to grain boundary sliding in the ligament
elastic field contrast with the present mechanism because that damage process
acts in parallel; the crack propagating through already damaged material. The
present case is a synergistic problem requiring the description of the spreading
of the viscoplasticity in the crack tip zone. The barrier to slip and ease of
separation of the unique grain boundary alpha phase layer is also concluded to
be much greater than the alpha colony boundary when creep mechanisms are
active since "inter-colony" fracture; which might seem to be a viable mode in
this type of microstructure, was never clearly identified as a mode of fracture.

Fig. 9 displays surface slip and microcrack traces from four loading
frequencies in 593'C vacuum environment at a AK=25MPa•/m. Note that
plastic zone sizes are much larger, and less homogeneously deformed as
loading frequency is decreased, even within the 0.5Hz loading condition. In
addition, the slip traces seen here have a high tendency to crack, forming a
large damage zone around the crack tip. Although the present results are
obtained in high vacuum, the structure of these cracks are very similar to
those identified by Vesier and Antolovich [33] as craze cracks due to surface
oxygen embrittlement in Ti-6242 tested in air environment. In the lOs-300s-
10s condition, it is also seen that slip lines have been able to pass by alpha
colony boundaries relatively uninhibited, and zones of fracture appear to have
occurred some distance from, but parallel to the primary crack path.

4. ANALYSIS AND DISCUSSION

4.1 The Nature of Environment Damage

Environmental influence on FCG of metallic materials at elevated
temperatures has been seen to manifest itself by one or a combination of the
following mechanisms:

(i) Short range stress directed diffusional mechanism where a brittle
oxide layer is formed at the crack tip and subsequently fractured by the cyclic
process. Time dependent growth due to environment is considered to be
proportional to the oxide diffusion depth [5]. (ii) Long range stress
directed diffusional mechanisms which may include a multi-layer stable oxide
growth or large depth of penetration by oxygen effectively creating a
boundary layer of modified alloy in the region of the crack tip. For a stressed
crack tip region, this effect will alter the plastic and viscoplastic constitutive
response, and therefore the mode of growth. This notion is not easily
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quantified and has received limited attention in the literature [1,34]. However,
titanium alloys may be subject to this type of influence because of the high
solubility of oxygen and high rate of diffusion at elevated temperature [35].

(iii) Adsorption processes requiring the formation of a complete
monolayer on the fresh crack surface which lowers the energy required to
form new crack surface and which limits the phenomenon of rewelding and
reversibility of slip. The absence of this mechanism is often held responsible
for the vague appearance of striations in vacuum [2,22].

(iv) Oxide induced crack closure mechanisms which may involve the
formation of oxide wedges at the crack tip, or perhaps an indirect mechanism
in which the environment alters the nature or extent of roughness induced
closure [36].

From the comparison given in Fi, 5, tie short range brittle oxide
mechanism (i) described above is not evid, , in our results, since it would be
expected that a temperature increase from 23 0C to 650°C would promote
oxide formation through enhancement of diffusion, but bulk yield and
modulus changes were found to be sufficient to consolidate the growth rate
curves. It could be argued that 10Hz is too high a frequency to allow
environmental effects to influence the crack growth process. This is,
however, contrary to the observation that environmental effects are seen when
comparing vacuum and air results at 593°C at 10Hz. Likewise, the oxide
induced closure mechanism was not found to play a significant role in fatigue
crack growth behavior of this alloy. The lack of spalled oxide traces on the
fracture surface, lack of enhanced oxide coloration in the low AK growth
region [2], and closure trends between room and elevated temperatures with
closure levels being highest in room temperature, and decreasing with cycle
time at elevated temperature [10] support this conclusion. However,
significant closure levels in vacuum at room temperature indicate that closure
remains an important issue and will be discussed in the next section.

The fact that an environmental effect exists but is weakly temperature-
dependent lends credence to a mechanism like (ii) and (iii) above where the
environmental effect is through a fast, stress induced, non-Arrehnius type of
diffusion, and/or through an adsorption mechanism. Either of these
mechanisms or their combined effects appears to "saturate" even at a
frequency of 10Hz. This observation will be used later as basis for the notion,
which will be developed shortly, that increases in crack growth rate at 593°C
in air at frequencies lower than 0.05Hz are due primarily to viscoplastic
effects and not environmental effects.

4.2 The Environment and Crack Closure

As mentioned earlier, closure measurements in vacuum have not been
obtained except for the case of 0.5Hz at room temperature. However, at
elevated temperature, indirect evidence exists that closure may be responsible
for the appearance of distinct knees in the vacuum crack growth rate curves.
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In air, the existence of knees are found to be the result of a combination of
crack closure and some transient effects and not due to a change from stage I
to stage II growth mechanisms. This conclusion was reached as a result of
constant AK tests carried out at low AK (- 7 MPa•1m) for which da/dN values
fell on the line extended from the stage II region curve. Furthermore, on the
basis of fracture surface analysis, the position of the apparent knee in air was
found to be at a much lower AK value than that at which the transition from
quasi-cleavage to striations occurs. The existence of knees as an indicator of
transition from stage I to stage II growth is discussed in the work of Yoder
[151 in which the sharpness of the knee is directly related to the narrowness of
the distribution of aligned alpha colony sizes in the microstructure. The
colony size distribution in Ti-1 100, as displayed in Fig. 1(b), is more broader
than that studied by Yoder in his work on Ti8AIlMolV where the knee has all
but disappeared. It follows then that the appearance of a knee in vacuum
represents an anomaly which could not be attributed to transient effects in part
because of the long region of growth (-2mm) that it represents and for the
following arguments. One argument considers the possibility that increased
viscoplasticity in vacuum environment has the effect of reducing the
importance of the smaller alpha colonies so that the colony size distribution is
essentially made narrower thus producing a sharper knee. However, this
explanation is not supported since the effect is seen even at 10Hz where
viscoplasticity should not play an important role. Also, comparing the results
of the 10Hz and 0.05Hz tests in vacuum, it can be seen that the knee is least
sharp in the 0.05Hz case which is inconsistent with the idea that greater
viscoplasticity effectively sharpens the colony size distribution and the knee.

Another argument to explain the existence of knees in vacuum is based
on the enhanced crack tip closure in vacuum. Here the sharper knee in the
10Hz vacuum test compared to that of the 0.05Hz in vacuum agrees with the
trend towards higher closure levels with increasing frequency as has been
observed in air tests [10]. Furthermore, the observation that the onset of
formation of striations in vacuum coincides with the appearance of the knee
could be caused by a closure mechanism which changes abruptly when the
yfracture mode changes from quasi-cleavage to a striated-like mode. A final
comment in support for high closure levels in vacuum can be seen in Fig. 10.
In this case, the precracking was carried out in air by applying a cycle load
with mean level of R=O in order to reduce closure caused by possible existence
of crack surface asperities. In performing the vacuum testing, closure begins
to develop immediately and continues during the crack growth over a
considerable length. Current efforts of the authors are directed towards
obtaining closure measurements in vacuum testings at elevated temperature
conditions
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4.3 The Frequency Effect

The FCGR results from 593*C in vacuum indicate clearly a frequency
effect which is independent of the environment. The results from air tests, in
which environmental effects are expected to play a role, display trends similar
to those of vacuum tests, while showing an overall higher crack growth rate
for a given condition. This behavior could, in a simple approach, be
expressed by employing a Paris-type equation that would incorporate both the
frequency effect seen in vacuum and the environmental effect seen in air into
the coefficient, C, and exponent, m, of this equation which would then be
written as:

By applying this equation to all test conditions at elevated temperature, one
obtains relationships between the exponent, m, and coefficient, C, and the test
frequency as shown in Figs. 11 (a) and 11 (b). It is seen that in air and vacuum
tests there is a dependence on loading frequency for both parameters; in
particular for air environment at frequencies below 0.05 Hz and in vacuum
below 0.5 Hz. The nature and magnitude of frequency effect for both
conditions below these transitional frequencies is very similar and, assuming
that no oxidation effects are present in vacuum, it can be concluded that creep
related effects dictate the response of crack growth to frequency.

Environment effects are seen to be most significant at frequencies above
1 Hz, where there is a large difference in both the coefficient and the
exponent. This does not mean that the effect of environment decreases with
increasing cycle time, but rather that another time-dependent process,such as
creep, becomes the controlling factor at lower frequencies. At frequencies
lower than the transitional frequencies mentioned above, the Paris exponent
decreases rapidly as a logarithm of frequency and is independent of
environment. Meanwhile, at these frequencies, the coefficient parameters from
the air tests show a constant scaling compared to the vacuum results. This
scale value, which can be taken as a direct measure of the environmental
effect, results in about a three-fold crack growth rate increase between
vacuum and air tests. It is significant that this scale factor is practically
independent of cycle time, indicating a mechanism of environmental effect
which is fast with respect to the test frequencies while remaining constant in
magnitude. The coefficient is seen to have a low order time dependence at
frequencies higher than the transitional frequency in air environment, while
the vacuum tests are independent of frequency before creep is activated.

In an attempt to understand the physical mechanisms involved in the
effect of environment, the variations in Paris Law parameters are considered
in the context of several existing theoretical models of crack growth. A
fundamental approach in this regard is the relationship between crack growth
and plastic work input [37,381:
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where the numerator is the plastic energy input and the denominator is a term
representing the intrinsic strength of the material. This equation is a
fundamental thermodynamic description of crack driving force versus
material strength. The determination of the appropriate work input and
strength relations are, however, complex and requires special knowledge of
the mic rostructural response to a given K loading. In the case of a crack tip
driven by localized plastic work (striations, and continuous incremental
growth), the above can be represented in the general form [38,39]:

where CTOD is the crack tip opening and B is a parameter representing the
plastic strain energy consumed in propagating the crack and also the crack tip
geometry [40-42]. A similar analysis exists for cases where the crack
propagation is governed by accumulated plastic work or displacements ahead
of the crack tip, see models described in Refs. [43-45]. The general approach
of these models assume a suitable distribution of plastic strain ahead of the
crack tip and integrate over a crack length increment, Aa. A failure criterion
is then applied to the material at a+Aa. Although the failure criteria and
analysis is somewhat different between these approaches, there is the common
notic'n that discontinuous cyrack growth may take place, that material within
the plastic zone is deteriorating on a cycle basis, and that the fourth power
Paris law will result. The plastic work accumulation theory results in an
equation of the form:

where C is a proportional constant dependent on loading frequency, s is the
appropriate yield stress, g. is the shear modulus, and U is the plastic work
required per increment of crack length.

The different Paris exponents and coefficients obtained for the different
loadings employed in the present study, shown in Fig. 11 (a) and 11 (b), implies
that a single model chosen from those above cannot be used to express the
fatigue crack growth rate for conditions tested here, unless the U terms are
themselves functions of the stress intensity factor. Furthermore, these
equations are based on assumptions which include; that all the work input has
gone into damaging the crack tip material; that the material acts as a
continuum; that healing processes such as rewelding are not acting; and that
the principals of linear elastic fracture mechanics are applicable. These
assumptions indicate that equations (3) and (4) are actually limiting cases
describing the crack tip fracture processes when subjected to a variety of
damage paths which may vary across the crack front and, may thus require
interpolation between these equations.

Of particular interest in our examination of environmental influence is
the difference between the results of loading frequencies higher than the
transition level, where the Paris exponent assumes the value of 3.45 for
vacuum tests while in air tests it decreases from about 2.7 to 2.2. Explanation
of these values comes from comparison of the fracture surfaces displayed in



Fig. 7. In this figure it is seen that cleavage and striation-like features display
greater ductility and discontinuity in growth rate (striation spacing), as well as
increased slip reversibility features when comparing vacuum to air tests.
Because slip irreversibility fundamentally originates from two sources:
internal (e.g. dislocation entanglements, dislocation-precipitate interaction,
etc.) and externally (e.g. oxide formation and corresponding increase in
dislocation image forces [2], it car be inferred that irreversibility will be
greater in air tests. For the vacuum case where there is a high degree of slip
reversibility and a lack of oxide at the crack tip, the fatigue damage would
accumulate through a cyclic buildup of dislocations within the plastic zone.
Under these conditions, the crack tip radius at peak loading is not preserved,
and growth follows a discontinuous process of initiation and propagation steps.
This damage process in terms of accumulated work input is best described
with the assumptions used in formulating equation (4).

As the crack tip is subjected to conditions enhancing the mechanisms of
irreversibility, as the case would be in air tests, the crack growth rate will
correlate more closely with equation (3). Indeed, the experimental results
support this notion as an important environmental mechanism since the
exponent has decreased consistently towards the 2nd power Paris equation
with increasing external irreversibility conditions which are linked to the
decreased frequency in air. The geometrical and environmental relation
included in equation (3) should, therefore, be dependent on the nature of
ieversibility of the crack tip plasticity.

At conditions below the transition frequency, the mechanisms
controlling the crack growth are certainly delocalized from the crack tip, with
viscoplastic damage being the dominant factor (figure 7). The equation from
above which is most suited to describing delocalized mechanism (i.e. eq 4)
must therefore be further adjusted to include viscoplastic effects. A complete
representation of equation (1) for these cases would have an exponent of 4 up
until the transition frequency is reached. This solution is currently being
considered by the Authors.
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5. CONCLUSIONS

The effects of the environment on the fatigue crack growth of the
titanium alloy, Ti- 1100, found in the study Lan be summarized as follows:

1- The primary effect of the air environment is to increase the fatigue
crack growtb rate. This effect is considered rapid in relation to the
frequencies tested and is weakly dependent on cycle time. In addition,
at 10Hz in air, growth rate curves from 23°C, 593'C, and 650°C can be
consolidated by correcting for changes in Young's modulus and yield
stress due to temperature.

2- The effect of environment was found to be associated with the increase
in the Paris law exponent and the decrease in the Paris law coefficiea1t
when going from the vacuum to aii environment. Comparing the
experimental values of the exponent with those predicted from several
existing theoretical models, implies a change in the damage mechanism
based on changes in slip reversibility and the nature of damage
localization as function of the operating environment. Again thesý
effects appear to be instantaneous and constant within the conteAt c3 the
frequencies tested.

3- Viscoplasticity has a dominant effect in controlling fatigue crack growth
behavior at 593°C at low frequencies. The effect manifests itself as a
shift towards higher AK in the transition from quasi-cleavage to
striation dominated transgranular growth and as a change from
transgranular to intergranular fracture mode. Paris law parameters in
stage II growth are largely determined by the extent of viscoplastic
response.

4- Within the context of viscoplasticity, a significant secondary effect of
environment is seen as a reduction of viscoplastic response in air
compared to vacuum such that, for example, intergranular growth is
evident in vacuum at higher cyclic frequencies than in air.

5- An additional effect of environment is an apparent change in crack
closure with a greater degree of closure in vacuum. This effect has
been measured directly at room temperature but only circumstantial
evidence exists for this conclusion at high temperature. Also, because
of the increase in viscoplastic response in vacuum, caution should be
used in equating increased closure in vacuum with a decrease in the
crack growth threshold.
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Abstract

The elevated-temperature fatigue crack growth behavior in alloy 718, when subjected to a loading frequency lower than
the transitional frequency of this alloy, is viewed as fully environment dependent. In this process, the crack growth
increment per loading cycle is assumed to be equal to the intergranular oxygen diffusion depth at the crack tip during the
cycle effective oxidation time. In order to identify the trend of this diffusion depth an experimental program was carried
out on compact tension specimens made of alloy 718 at 650 *C in which fatigue crack growth measurements were made
for cyclic load conditions with and without hold time periods at minimum load level. This work resulted in establishing a
relationship correlating the intcrgranular oxygen diffusion depth and the value of the stress intensity factor range AK.
This relationship, when integrated over the cycle effective oxidation time, results in a closed-form solution describing the
environment-dependent fatigue crack growth rate. A comparison is made between the results of this solution when
applied to different loading frequencies and the corresponding experimental results. This comparison shows good
agreement between the two sets of results. Furthermore, by combining the parabolic rate law of diffusion and the equation
for the intergranular oxygen diffusion depth, an explicit expression for the oxygen diffusivity of grain boundaries is
derived. It is found that this diffusivity is both a AK- and a frequency-dependent parameter.

1. Introduction frequency loading in air test conditions. These observa-
tions, supported by the success of linear elastic fracture

Time-dependent effects on high-temperature fatigue mechanics (LEFM) in predicting the crack growth rates
crack growth behavior in high strength structural alloys in nickel-base superalloys at elevated temperatures,
are generally ascribed to phenonici;a ijivolving creep give strong support to the conclusion that time-
and/or environmental degradation processes. The dependent effects in these alloys are principally due to
relative importance of these two processes depends, in environment degradation. Extensive work was carried
general, on the strengthening characteristics of the out in order to understand the damage mechanisms
material, exposure time, load level and temperature. associated with this type of degradation process.
Nickel-base superalloys and in particular alloy 718 are Important results of this work are related to the fact
a class of alloys that have been designed as highly that, in alloy 718, oxygen is the detrimental element in
crcep-resistant materials. Brook and Bridges [11, for air 14) and that environmental effects are highly local-
example, have shown that alloy 718 is microstruc- ized at the crack tip and are manifested through grain
turally stable after 10 000 h exposure at temperatures boundary oxidation and subsequent embrittlement.
up to 600 0 C. Nicholas and Wecrasooriya [2] and Attempts to predict fatigue crack growth behavior in
Piincau t31 have estimated the Riedel-Rice charac- alloy 718 have thus relied on assessing both the cyclic
tcristic time for transition from small-scale yielding to and the oxidation damage components, the linear sum
extensive creep in alloy 718 at 650°C to be in the of which was assumed to represent the total crack tip
range from 20 h to 3 years, which is much larger than damage. The relative contribution of these two corn-
the possible cyclic periods and hold time durations in ponents to the total damage has been linked, based on
practical applications of this material. Furthermore, the pioneering work of Coffin [51, to the loading
several studies on alloy 718 have demonstrated that frequency. While a different interpretation could be
the high-temperature fatigue crack growth rate is given for the cause of this linkage, it is, however, estab-
decreased several orders of magnitude when results of lished that the damage process ranges from purely
vacuum tests are compared with those due to low cycle dependent at high frequency levels to fully

092 1-5093/92/55.01) 0 1992 - Elsevier Sequoia. All rights reserved
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environment dependent at very low frequency levels. In lion as well as stress relief along affected grain bound-
the environment-dependent crack growth process, the aries in the crack tip region. Hence variations in f(Wr,),
crack increment per cycle is assumed to be directly and consequently Dg, tend to be minimal. In addition,
related to the intergranular depth of oxygen diffusion the increase in slip density generally leads to an
taking place during the cycle effective oxidation time increase in the lateral matrix diffusion across the
[6[. The objective of this paper is to examine the limita- affected grain boundaries. These two combined effects
tion of this assumption. The first part of the paper would result in limited or no acceleration of the inter-
describes the various stages of crack growth processes granular oxygen diffusion rate. In this situation, the
in relation to the loading frequency. The second part influence of crack tip oxidation is minimal and crack
will attempt to determine the cycle effective oxidation tip damage becomes generally dominated by cycle-
time of a loading cycle and provide a quantitative dependent effects, giving rise to transgranular fracture
relationship between oxygen diffusion rate and crack mode. On the other hand, low-frequency loading
tip driving force. This relationship when integrated accompanied by low slip density would promote grain
over the oxidation time yields an explicit crack growth boundary stress concentration resulting in an increase
rate exprcsion that will be the focus of analysis and in the magnitude of both f(Hip) and Dg. This is magni-
compalison with experimentaldata, fled particularly if stress relief by grain boundary

sliding is not permitted, as in the case of the highly
creep-resistant alloy 718. Furthermore, the decrease in

2. High-temperature fatigue crack growth slagesin slip density would limit the grain boundary lateral
alloy 718 matrix diffusion process. Here the expected increase in

the grain boundary diffusivity and associated increase
The relationship between loading frequency and in depth of grain boundary oxidation results in an

environmental effects on the acceleration of the fatigue increase in the crack tip damage due to environment
crack growth rate in alloy 718 can be explained in effects, giving rise to the intergranular fracture process.
terms of the intergranular oxygen diffusion process in On the basis of the above argument the crack growth
the crack tip region. One of the governing factors of response of alloy 718 with respect to loading frequency
this process is the grain boundary diffusivity of f has been divided, following the work of Pineau [9]
oxygen--a subject that has not been extensively studied and Weerasooriya and coworkers [10-12], into three
in the particular case of alloy 718. It is recognized, distinctive types as shown in Figs. I and 2. The first
however, that intergranular oxygen diffusion depends type is associated with high-frequency loading in which
on the stress and strain states along affected grain the deformation mode is governed by a high degree of
boundaries [4, 7, 8]. Therefore for a stressed grain slip homogeneity. Cracking proceeds primarily in the
boundary the oxygen diffusivity of grain boundaries Da matrix material (in contrast to the grain boundary),
could be expressed as a function of the inelastic strain resulting in a predominantly transgranular fracture
energy density f(Wp) of this boundary. This is written mode. The value of the frequency f required to pro-
as an Arrhenius relationship in the form [6] dace this type of environment-independent behavior

decreases as the magnitude of AK increases. This type
-Q•-/ of crack growth behavior is generally predicted by the

l)g = D exp RTJ use of a Paris-type equation.
As the loading rate decreases, the degree of slip line

_Q• -f(Wr)1 homogeneity in the crack tip zone is lowered, resulting
=z exp (l)

where ()• is the activation energy of grain boundary .4-----X•'E•rtrm•.a•
diffusion in the stress-free state, Q•' is the effective acti- • •lU•QU•Ct
wilton energy of grain boundary diffusion for stressed
materiaI, D is a diffusion constant, R is the gas constant • • •

and T is the temperature in kelvins. Through this
definition the influence of loading frequency and the
associated deformation mode on the magnitude of Dg,
and also consequently f(14/0) on the crack growth
response, can be interpreted qualitatively as follows. •-Dm'•Er•'r MIXED ca, caZ-D•m•ro•crI I ligh frequency loading, which is generally character- Fig. I. Schematic of fatigue crack growth mechanisms for lime- • •'

ized by high slip density and a homogeneous form of tlcpendent, mixed ;md cycle-dependent crack growth regimes in
dcfi•rmati•m, would result in both strain accommoda- •ircnvir•mmcnl.

ii
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Fig. 2. Effect of frequency on fatigue crack growth rate of alloy

718 at R = 0.I for different temperatures, grain sizes (S - 20-50 AK (MPaVf.)
pin, L =150 I r) and AK levels. Fig. 3. Comparison of fatigue crack gro lth rate in alloy 718 in

air (0, 10 s-t0 s) and vacuum (0, 10 s-10 s) (frequency, 0.05
Hz; temperature, 650 'C; R = 0.1).

in a relative increase of the intergranular oxygen diffu-
sion. Under this condition, the crack tip damage .,---" a' " .. >.-' -'
becomes a combination of oxidation and cycle- / .. .. ". . ...
dependent components. In this type of response, the -•
total crack tip damage has been described by many . ......
authors [ 12-191 using various models which are gener- -r.
ally reduced to a form of the linear summation rule
which can be expressed as:/ d(/

da ( da +da (

where, in the absence of sustained loading effects (hold -( -: I
times), the time-dependent term represents the con- "-
tribution of oxidation to crack tip damage and could be "-
written as a time integral in the form

-da f (-I dt (3) Fig. 4. Microstructurc of alloy 718 (average grain size, ASTM;) l 2 umbcr 3).

where t,, represents the time period of the cycle during The third type of response mentioned above occurs
which the oxidation process is an active damaging for loading frequencies below a transitional level f,
component. As shown in Figs. I and 2, this oxidation- where the crack tip damage becomes mainly an environ-
enhanced process is characterized by a mixed trans- ment-dependent process in which crack growth is
granular-intergranular fracture mode. The degree of largely intcrgranular. The value of the transitional
contribution of each of the cycle- and time-dependent frequency, for a particular AK, in alloy 718 was found
terms in the above equation depends on both the fre- to depend on both temperature and microstructure [9,
qucncy and AK values. For the same frequency, as AK 12, 201. As shown in Fig. 2, for a grain size around
increases, the contribution of the cycle-dependent 100 ,um at 650*C and AK=40 MPa rn' 12, the value of
damage also increases, since increasing AK leads to an f, is on the order of 0.1 Hz. The influence of loading
increase in the degree of slip homogeneity (see refs. 13 cycle on crack growth behavior, where the test fre-
and 20). The increase in the cycle-dependent damage quency is in the environment-dependent regime
is measured by the increase in percentage of the trans- (f<fl), is depicted in Fig. 3 by comparing the fatigue
granular features along the fracture surface. For the crack growth rate of two CT-20 (ASTM E-647, W= 40
same AK value, however, the influence of the time- mm, /B= 10 mm) specimens made from a convcn-
dependent damage increases as frequency decreases. tionally heat-treated alloy 718 with the microstructure
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features shown in Fig. 4. All tests were performed at '
650 °C and for a frequency of 0.05 Hz in both air and
vacuum (10-8 Torr) conditions. The total number of
cycles required to propagate the same crack length in
both specimens was 5000 cycles and 65 000 cycles in
air and vacuum respectively. Furthermore, the fracture
surfaces in both cases are shown in Figs. 5(a) and 5(b)
where they exhibit fully intergranular fracture in the
case of air testing and fully transgranular fracture in the
case of vacuum testing.

If one makes the assumption that in the environ-
ment-dependent stage the crack growth increment per
cycle is equal to the intergranular oxygen diffusion
depth X occurring during the cycle effective oxidation
time t,, then the fatigue crack growth rate can be
expressed as (a)

(da _ ( da

=f X(AK, t) dt (4)

where " is the instantaneous oxygen intergranular .
diffusion rate. This implies recognition that oxygen
diffusion, in addition to being time dependent, is an
energy-activated process and could then be treated as a
function of the stress intensity factor range AK acting
on the crack tip during the cycle effective oxidation
time. Testing the validity of this assumption (i.e. the
ability of the above equation to describe the environ-
ment-dependent stage) requires the knowledge of both
t,,, and the relationship between k and AK. These two
requirements are not readily available in the literature Fig. 5. Scanning electron micrographs of fracture surfaces of

and therefore an attempt will be made here to deter- alloy 718 tested with0.05 Hzat 650 C in (a) air and (b) vacuum.
mine these requirements experimentally.

their work was assumed to be equal to half of the
3. Cycle effective oxidation time loading period plus half of the unloading period.

Nicholas and Weerasooriya [2, 15], in their work on
The cycle effective time t.. is defined here as being alloy 718, developed a model to predict purely time-

the period of the cycle during which the oxidation dependent fatigue crack growth behavior by integrating
effects take place. Several authors have assigned differ- the sustained load growth rate. They argued that the
cnt measures to t,,,. For example, Achter [211, in a loading part of the cycle is the part responsible for the
study of the effect of oxygen partial pressure on crack environment-assisted effects. Similar conclusions were
growth rate in type 316 stainless steel at elevated tem- made by Floreen 1241 in his work on grain boundary
perature, proposed a calculation method which was diffusion in nickel-base superalloys. Other investi-
based on the assumption that the time required for gators, especially McGowan and Liu [25], Rechet and
adsorbing a gas atom monolayer at the crack tip is Remy 1181, Antolovich and Rosa [26], Romanoski etal.
equal to half of the tensile part of the cycle or a quarter 127] and Saxena 1171, employed, for different materials,
of the whole cycle period. Wei and coworkers [22, 231, different cycle periods to represent I,,. In the face of
in their attempt to predict environment-assisted crack these different definitions of to, an experimental
growth behavior in AISI 4340 steel, assumed that the attempt was made here to determine the effective oxi-
value of the maximum load is tne controlling factor for dation time for alloy 718 at a temperature level of
crack surface reaction rate. The cycle oxidation time in 650'C and for loading frequencies less than f,.
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The fatigue crack growth tests were conducted in a tion that f<f,. These durations include 27.5 s
constant load range AP, and R=0.1 where R is the (25 s-2.5 s), 50 s (25 s-25 s), 100 s (25 s-75 s) and
load ratio. These tests involved triangular waveforms 100 s (90 s-10 s), labeled here as cases A, B, C and D
with different cycle durations, all satisfying the condi- respectively. Fracture surfaces corresponding to all

tests exhibited fully intergranular fracture features
(confirming that f<f.), as seen in Fig. 6. Results in the
form of a fatigue crack growth rate da/dN vs. AK are
plotted in Fig. 7. They show the fatigue crack growth
rate for case C to be identical to that of case D, indi-
cating that, for the same frequency, varying the ratio of
loading and unloading portions cf the cycle will not
influence the fatigue crack growth behavior. This result
is contrary to results obtained, for example, by Coffin
[28] in his work on fatigue crack initiation in OFHC
copper at 400 °C and on 304 stainless steel at 650 *C.
His results showed that, in an asymmetric loading
cycle, slow-fast loading is more damaging than
fast-slow loading. Similar results have been obtained
by other authors for crack growth behavior in various

()ductile materials [29]. However, their results have been
interpreted as time-dependent crack growth caused by
grain boundary cavitation. In this cracking mechanism,
cavity growth and consequently crack growth are aided
by slow rate loading while unloading results in cavity
healing with no contribution to the crack growth pro-
cess. This cavity-growth-related mechanism is not
operative in the highly creep-resistant alloy 718. In this
alloy, for time-dependent environmental effects which
are governed by temperature and load levels, both
segments of the loading cycle should exert the same
damage effects at the crack tip. Furthermore, cases of
A, B and C, which are of different frequencies but
identical loading times, did not result in similar crack
growth behavior so that an increase in the total cycle
duration yields, as expected, an increase in the crack
growth rate. The conclusion based on these obser-
vations is that, for loading frequencies lower than the

10CO

" • 10 30 5070

'(c) AK (Uavim)

Fig. 6. Scanning electron micrographs of fracture surfaces of Fig. 7. da/dN vs. AK for different frequencies with different
alloy 718 tested at t0.05 14z at 650'C for (a) 25 s-2.5 s, (b) loading and unloading ratios (alloy 718 at 650 Cin air; R-0.1):
25 s-25 s and (c) 90 s-10 s. 0. 25 s-2.5 s; V,.25 s-25 s;o, 25 s-75 s; A.90 s-10 s.
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transitional frequency, the cycle effective oxidation be written as
time is equal to the total time of the loading cycle. [da da(

- dN= h dNb- (8)

4. Relationship between le and stress intensity factor
range AK The differential form of this equation is expressed as

4.1. Concept V= lir AX .(da/dN)•cy+h-(da/dN)Cy (9)
The work of Nicholas and Weerasooriya [21 has 41-0 At At

demonstrated that subjecting alloy 718 to elevated-
temperature fatigue testing with a loading cycle having where At, in this case, is the hold time duration t,.
a frequency f>f, and an imposed hold time at the Therefore
minimum load level for periods up to 1000 s did not
result in any measurable acceleration in the crack (da/dN)•..I+h-(da/dN)y (10)
growth rate when compared with the crack growth rate tA

due to the base cycle without the hold time periods. By
lowering the loading frequency to levels below the The determination of X' could thus be achieved
transitional frequency of the alloy, an accelerated inter- through the knowledge of the hold time period th and
granular crack growth was detected when additional the crack growth rates (da/dN)cyC+h and (da/dN),Y,
hold times at minimum load level were imposed for which correspond to the total loading cycle and the
periods as small as 30 s (see the work of Diboine and reversed part of the cycle respectively. In order to solve
Pineau [30]). This observed increase in the crack this equation an experimental program was carried out
growth rate is interpreted in the work of Ghonem et al. to provide these data for different AK and th values.
[201 as being a result of further intergranular oxida- This experimental program as well as its results and
tion taking place at the crack tip during the hold analysis will be described in the following section.
time period, provided that the minimum load level
does not contribute to the mechanical driving force of 4.2. Experiments, results and analysis

the crack tip. The crack growth rate under this type of In this program, a set of crack growth experiments
loading calculated using a damage summation form were performed on compact tension specimens made
similar to that of eqn. (2) can be written as of the alloy 718 previously described at a temperature

level of 650'C and a stress ratio of 0.1. This set of

(da (d ( da experiments consisted of constant AK tests with and

dav = \d da +N 1  (5) without hold time periods imposed at the minimum
load level. Three different values of AK were selected:

where the first term of the right-hand side of the above 30, 40 and 50 MPa M/12. For each level of AK four
equation represents the contribution to the crack different hold time periods were investigated; these are

equaionrepesets he ontrbuton o te cack 50, 100, 680 and 3600 s. The load level during the
growth rate due to the reversed part of the cycle and hol time 6 r0 a s detevming the
the second term is the contribution due to the hold old time period was determined such that the hold
time period. The abov, equation can be expressed in time period would produce, at the longest expected
terms of da/dt as crack length, a stress intensity factor with a value lower

than that of the fatigue threshold stress intensity factor

(da ( a d da for this material which was estimated to be 12 MPa
- J- ct+J - dt (6) i 1 2 . Under this condition, an observed increase in the

\d-NJY,- dt d (It crack length would be purely correlated with the
oxygen influence at the crack tip. Results of these tests

The term da/dt is viewed as being equal to the inter- in the form of the ratio (da/dN)CYC+h/(da/dN), vs. th

granular oxygen diffusion rate V which, as mentioned for different values of AK are shown in Fig. 8. They
above, is assumed to be a function of the stress inten- indicate that the influence of the hold time'at minimum
sity factor range AK. Therefore eqn. (6) could be re- load level on the crack growth rate is measurable for
written as hold time periods as small as 50 s. This observation

confirms similar findings reported by Diboine and
da da j + f t(AK, t) (It (7) Pineau (301. The influence of the hold time reaches a

kdNJ•y,.,h d1.YC saturated level at th values that increases as AK
decreases. These results in the form of (da/dN),,Vl,

The intergranular oxygen diffusion depth X could then (daldN),, when substituted in eqn. (9) yield values of
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Fig. S. Effect of hold timc at mininmum load level on (da/dN), 1' AK (MPaVffi)
(da/jldN),,, for different K, levels: 0, AK=30 MPa rn' ; 0, Fig. 10. da/dN vs. AK for both experimental and theoretically
AK=40 MPa tn'/ 2 ; A, AKA= 50MPa n,1 2. predicted results (alloy 718 at 650 'C in air; R = 0.1 ): 0, 0.05 Hz

predictions; 8, 0.02 Hz predictions; V, 0.01 Hz predictions.

1.0

"o" approaches infinity, both G,(t) and consequently X
0d approach zero.

E 0. The validity of eqn. (11) cannot be tested throughdirect measurements of X'; it could, however, be veri-
-________ fied through the use of X to derive a fatigue crack

0.0 growth rate expression, which can be tested by com-
0 1000 2 a000 paring its predictive results with those experimentally

Hold Time (see) generated. This is achieved as follows. One can write
Fig. 9. Oxygen intcrgranular diffusion rate X vs. hold time t, the crack growth rate equation as
imposed at minimum load for different AK levels (alloy 718 at
650°C in air; R=0.1): A, AK=30 MPa rn"'; 0, AK=40 MPa da r.
rn"; ,AK= 50 MPa m"'. - f=l )d (13)

dN

Scalculated as a function of t, and AK. This type of where t,,, is the effective oxidation time during a load-
relationship is illustrated in Fig. 9. It shows that, for all ing cycle. Substituting eqn. (11) into eqn. (13) and
values of AK, S decreases as th increases. This rela- considering the oxidation time of a loading cycle to be,
tionship between k and th could be interpreted on the as previously discussed, equal to the total cycle time,
basis of the two-stage oxidation mechanism [31]. At the the fatigue crack growth rate can then be derived as
onset of the oxidation process, the oxygen diffusion
rate reaches its peak since no barrier to diffusion exists. X = da G(f) AK (14)
As the oxidation time increases, thus permitting the dN
formation of the dense chromia (Cr2 0 3) layer, the
oxygen penetration rate decreases. When the forma- where
tion of CrO 3 is completed after a certain transition
time which is microstructure dependent [32], Sk would (f)=Af-" exp(-a~f)
approach zero. The relationship between Ný and both th f is the loading frequency while A, a, and a, are con-
and AK, as illustrated in Fig. 9, is fitted into the mathe- stants having the same numerical values as those in
matical form eqn. (11). Equation (14) could now be tested by com-

i) A K5  (11) paring its predictive results with those experimentally
obtained for the same loading frequency. The degree of

where G,(t) assumes the following polynomial form matching between these two sets of results can then
and in isa constant with a value of 3.144: determine the validity of eqn. (11). Equation (14) was

applied for three different frequencies, 0.01, 0.02 and

G,(t = A _" expI -a, +12) 0.05 Hz, all of which are below f, for the alkuy 718
) t used in this study. Results of this application are

shown in Fig. 10. It is observed that a reasonable agree-
A, a, and a2 are coefficients having the values of ment exists in the full range of AK between the values
1.787 x 10), 0.632 and 28.67 respectively. One and trends of the three experimentally obtained data
should observe that in the above equation, when time t sets and those theoretically predicted through the use

, i
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of eqn. (14). This result is taken in support of the be derived. This relationship is obtained here as
proposition that eqn. (11) is a valid expression for esti- D,= CHf) AK2 AK>0 (17)
mating the oxygen diffusion rate in alloy 718 and also "
as an indirect support for the notion that the growth where
process governed by eqn. (14) is a fully environment-
dependent process. G (f ) = f-ia + 11 exp(- 2af)

An important feature of eqn. (11) is in its use to - a
calculate directly the oxygen diffusivity of grain bound-
aries Dg, a parameter required for the physical under- This relationship between D9, LK and f as illustrated
standing and the quantitative modeling of the crack tip in Pig. 11 shows that, for the same AK range, the diffu-
oxidation mechanism in alloy 718 [6]. This could be _.vity Dg is inversely proportional to the loading
achieved as follows: a parabolic diffusicn law when frequency. This can be explained, as qualitatively dis-
applied to estimate the intergranular depth X of oxy- cussed in eqn. (1), by considering the in',,uence of fre-
gen diffusion during a time interval t could be written quency on the local stress field near the ý,rain boundary
as regions. For example, the decrease in the loading fr,.-

quency is expected to result in an inhomogeneous form
X = a(D~t)"2 (15) of plastic deformation which consequently leads to Z>e

increase of stress concentration ,across the affected
where a is a geometrical constant, and Dg is the oxygen grain boundary paths near th- crack tip. Tins would
diffusivity of grain boundaries. The intergranular then result in the decrease of the effective diffusional
oxygen diffusion depth X during the time interval activation energy Qg0 of these affected boundaries. The
corresponding to one loading cycle could thus be cal- decrease in Qg' is expressed in eqn. (1) thrcigh the
culated as introduction of an inelastic stra;- energy 'unction

f( Wi,) which can now be shown, through the compar-
"ý D -(6 ison between eqns. (1) and (17), to be a AK- and f-

X=a f (16) dependent function. Furthermore, Fig. 11 shows that,
for the same loading frequency, the diffusivity Dg

increases as AK increases. This again can be explained
where f is the loading frequency, Another identifica- in terms of the direct influence of the crack tip stresstion of X is that described in eqn. (14). By equating field on the diffusicnal characteristic of the grain
these two X expressions, i.e. eqns. (14) and (16), an boundnry path.
explicit relationship linking the oxygen diffusivity of Now, if one makes the assumptions that the ratio of
grain boundaries Dg with both AK and frequency f can matrix diffusivit) D,,, to grzin boundary diffusivity D9 is

maintained at 10" t33] and, furthermore, D. is a fre-
quency-independent parameter, one could thus estab-
lish profiles of D. for different AK values. These

I0-', profiles are shown as broken lines in Fig. 11. The point
"-. of intersection between two corresponding D,, and Dg

(3)-(3) lines would then identify the transitional frequency f,
(2) for a particular AK level. Below f, D9 dominates,
(,) A giving rise to intergranular crack growth mode: above

f-, -D, dominates, resulting in a transgranular crack
- --- - --- -- growth path. In this case, while fc decreases as AK

I CF 1-2. (b)- -...... ........ ..--. increases, the variation of f, is, as described by Weera-
sooriva and Venkataraman '11, 12], confined in the

-o- --- ---- 1 narrow range between 0.1 and 0.2 Hz.
- -a -' It should be emphasized here that, while some

103 10- 10 0 aspects of the above discussion are speculative in
Frequency (Hz) nature due to the lack of literature data related toDm,

and Dg, the present woik is an attempt to bring a
Fig. I I. Variations of the oxygen diffusivity of grain boundaries certain view to the understanding of the oxidation role
1), (- ) with loading frequency f and AK for alloy 718 with n
the microstructure shown in Fig. 4: curve 1, AK - 20 MPa m/2; in the intergrinlar fatigue crack growth process.
curve2, AK.30MPam"12;curve3, AK=4OMPaim't2-;curve4, Further work is required in order to obtain enough
AK = 50 MPa m1 /2; lines a, b, c, d, corresponding D, profiles experimental data related to the oxygen diffusion at the
(,Ce text). crack tip.
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Abstract

This paper is concerned with the intergranular crack tip oxidation mechanism in alloy 718 at elevated temperatures. The
basic concept is based on the ability of the oxygen partial pressure to control the preferential formation of oxide layers at
the crack tip. The time required to complete the build-up of the protective oxide type at the metal-oxide interface is
considered a measure of the limits of the oxidation process. Identification by transmission electron microscopy of oxide
scale formed along fracture surfaces during a low frequency fatigue crack process in alloy 718 at 650 'C supports the
proposed model concepts. An experimental program was carried out to investigate the role of passivation time in
controlling the progressive process of crack tip oxidation. This was achieved by testing the influence of oxide build-up
during hold time at minimum load, as well as the effect of a minor high frequency cycle imposed on the hold time period.
It was established that an increase in fatigue crack growth rate accompanies the increase in passivation lime period. These
results were imnerpreted on the basis of the oxidation formation concepts.

I. Introduction crack front. The rupture of these wedges at grain
boundary intersections, could result in an accelerated,

Extensive evidence exists in the literature showing intergranular crack growth rate, see refs. 2-5. In long-
that the limle dependence of high temperature crack range diffusion, oxygen penetrates the crack tip
initiation and propagation is the result of the aggressive material along rapid diffusion paths, such as slip planes
effect of the environment. The early work of Smith et and grain boundaries. The internal oxidation process
al. I I has clearly demonstrated that environmental taking place along these paths could occur in the form
degradation is a result of oxygen penetration at the of internal oxide sites, cavity formations, and/or solute-
crack tip. Efforts have been made in the last decade to segregation. As pointed out by Woodford and Brick-
detail the crack tip oxidation mechanism and provide nell 16), it is also possible for oxygen to take part in
correlations between these mechanisms and both chemical reactions releasing known embrittlemcnt
material and loading parameters. When not consider- agents onto a grain boundary. Each, or all, of these may
ing simple adsorption of oxygen at the crack tip, oxida- be operative in any particular alloy under a given set of
tion mechanisms could be identified, in general in conditions. These processes, in particular along grain
terms of short- and long-range oxygen diffusion pro- boundaries, result in inhibition of sliding and migration
ctsses. In short-range diffusion, oxygen forms an oxide of these boundaries and thus reduce their ability to
layer at the crack tip with a depth that depends on relieve local stresses built up during deformation.
many operating and materials parameters. The forma- While it is recognized that the oxidation mechanisms
lion of this layer, under the restricted concave crack tip associated with short- and long-range diffusion are not
geometry, results in high stresses that could easily be completely separated, experimental observations indi-
tran|smitted to the subt (rate. The important aspect of cale that, for alloy 718, at an intermediate temperature
this oxidation mechanism, however, is the possible range and at a low level of loading frequency, short-
formation of wcdgc-shaped oxide intrusions along thie range oxygen diffusion contributes primarily to the

ti9!2 I - Sit'.3/92/S5.0(t • 1992-Elsevier Sequoia. All rights reserved
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Occurrcncc o' an intcrgranular fracture mode. Recog- supply of chromium at the scale-mceal interface, less
nizing that oxygen partial pressure plays an important noble elements of the alloy, eig. iron, will be oxidized at
role in the development of this oxidation process, the scale-metal interface. This will result in an
Andricu[ 7] has siudicd the type and sequence of oxide increased reaction rate 1151. Andrieu [71 has experi-
layer formation at the crack tip. The objective of this mentally examined the influence of '(O.,) on idc fui-
paper is to examine experimentally the validity of his mation of sclective oxides. In his work, small discs with
results. The first part of the paper reviews the concepts a thickness of 3 mm and diametcr of 20 mm wcre
of the oxide formation mechanism and governing machined from alloy 718 containing about 18% iron
parameters while the second part presents experi- and characterized by both an average grain size of 150
mental work carried out to verify these concepts. ,um and fl-phase free grain boundaries, see Fig. 1.

These electropolished and mechanically polished
discs were subjected to different P(O,) levels ranging

2. Concept from 3x 10-1 to 10-1 Torr for periods of 480s at
650 'C using a high-vacuum device equipped with a

The damage process associated with short-range mass spectrometer. Auger spectrometry analysis was
oxvygen diffusion at the crack tip has been studied by subsequently used to identify the oxide type formed on
several authors, see for example refs. 8- 10. Important the free surfaces of these discs as a function of the
factors to be considered in this process arc those operating 1(O,) level. Sputter profiles of the formed
related to temperature, frequency, alloy chemistry and oxides are summarized in Fig. 2. It is interesting to
oxygen partial pressure, 10,). The first clcar demon- observe that an oxygen partial pressure as high as 10'
,tration of the effect of '(O,) was exhibited in the work Torr promotes selective oxidation of chromium and
of Smith et al. [1]. They observed that reducing the that, under a pressure of 10-1-102-2 Torr, the first
oxygen partial pressure during fatigue crack propaga- oxides to appear are nickel and iron-base oxides. The
tion in 316 stainless steel at both 500 and 800TC led to relationship between time required to form the
a lower crack growth rate. Transition it) higher crack chromium oxide as a function of oxygen partial pres-
4rokvth rates, as 1'(O,) increased, was also observed, for sure is shown schematically in Fig. 3; at atmospheric
example by Michel and Smith [11] in their work on a pressure this passivation time is estimated to be in the
cobalt-base alloy at 427 'C, by Stegmann and Shahin- range 5-8 min. Throughout this study it was difficult to
ian [ 121 on nickel alloy at 500t C and by Smith and tell whether the surface being analyzed was a matrix or
Shahinian 13] on silver at 20, 150 and 350 'C; rcf. 14 a grain boundary interface. Transmission electron
gives a review of the subject. This transition was inter- microscopy was therefore carried out on a foil made of
prcted by Achter etai. 115] in terms of the impingement the same alloy 7 18 in which the grain boundary inter-
rate of oxygen molecules on successive rows of freshly face was identified and subjected to a temperature of
exposed metal atoms at the crack tip. As; discussed by 650 'C for 240 s in a room environment. Results are
Ericsson 141, the geometry of the impingement con-
ccpts has, in general, been described in vague terms
facing the difficulty of providing an explanation for the
"scverity of damage that a monolayer of oxide could ,( .

cause at the crack tip. Furthermore, these concepts
cannot support the experimental observations made, .

for example, by Smith and Shahinian [131. They
reported that the effect of oxygen pressure on the
fatigue life of silver at 350°C is small compared with
the effect at 20 and 150' C. An increase in the initial

rate of oxygen adsorption has, however, been observed
with increased temperature in the 20-350'0C range.

Another interpretation of the influence of I(O2) on
crack growth is related to the ability of oxygen at differ-
cut pressures to control the preferential formation of
One given species of oxide that may shield or contribute
to crack tip damage through passivation or enhance-

ment of the oxidation process respectively. It is known,
for example, that oxidation of chromium as an alloyiing , : r '_ " ..'__
element produces a protective layer of Cr,0 1 . If 1-ig. I Microsiruourc of alloy 71N used in the experimental
chromium diffusion in the alloy is too low to sustain the siudy.
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6,0 i, to m,,r shown in Fig. 4. They indicate that, under altmospheric
Ur--.- pressure, microcrystallized oxides of nickel and ir-on

•.40 developed rapidly aflong the grain boundary inlerface.

- 20 In addition, attempts have been made to identify the

0 role of 1P0,) in determining the cracking mode. This
Sputterri,,,e (itrs) was achieved by carrying out a series of slow strain-

,t, o0' tr, rate, tensile tests on axisymmetrically precracked
* ... fatigue round bars made of the same alloy. These tests

0- . .. were performed at 650'C in an ultrahigh vacuum
20 - , ,apparatus detailed in ref. 7. Using a mapping technique

Sputter Time (firs)

0O tO' tort1 Alloy 718 (free surface)
40 650*C

1) 2 4 6 8 10 Sputter Time (firs) 6 /

0 1" Cr selective oxides /
pO: 3 x 10' tor r 3 / Ni, Fe selective oxides

10, Qolo° 10' 16° 10

I 4 6, s 10 Sputter Time (firs) Oxygen partial pressure (Tot-rr

FI-,, 2. Sputer-dcpth profiles of the surface oxides (oxidation [Fig. 3, Types of oxide as a function of trims /io. time t, and
litl 8 tii. tenlpCrature 650 °C). oxygen partial pressure.

Grain 2

Free Surface •'

Fig. 4. Static oxidatiotn of a grain touttdary (exposure lite 4 min, temperatltrc 6501 °C)
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employed on the resulting fracture surfaces, examples was found to be intcrgranular. Also, a transition exists
of which are shown in Fig. 5, the percentage of trans- between 10-2 and I Torr, below which the failure
granular fracture area, with respect to the total fracture mode is fully transgranular. This range of transitional
surface area, was measured. These percentages are pressure is consistent with observations made on
reported in Fig. 6 in terms of oxygen partial pressure. different alloys [11-13]. These results, when linked to
They indicate that the intergranular fracture ratio those in Fig. 2 showing the influence of P•0 2 ) in deter-
increases as P(0 2) increases; under atmospheric pres- mining the type and sequence of selective oxides, could
sure, 60% of the fracture surface of the test specimens provide a qualitative view of crack tip oxidation along

a preferred grain boundary path. This view suggests
that oxidation occurs in two stages, depicted schemati-
cally in Fig. 7. The first stage influenced by the atmo-
spheric level of oxygen partial pressure, would result in

the formation of FeO and NiO and their spinels. For
these oxides which are porous and pervious to oxygen,
gas diffusion through the pores plays an important role
in determining the reaction rate as a function of time.

K 0.8 65o*C

S wj100) gill 0.6
'0

% , Precrack
0 . Intergranular

A Transgranular

0.0
10 10' 10o 102 1o° 0d

P0 2 (torr)

Fig. 6. Ratio of transgranular fracture vs. oxygen partial pressure.

initial conditions

G.B.S< ilX,

'•- •;• t < lp ////G.B. . . . .

t • Cr•O, _.-,

G. B,

Fig. 5. Fracture surfaces correspondi|ng to different oxygen
partial pressures: A, 10 -4 Torr; 11, 1 "oirr; C, 4 Tomr Fig. 7, Suggested mechanism of grain boundary oxidation.

N N.. . .0
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The build-up of these oxide products would result, at the 162
oxide-metal interface, in a lowering of the oxygen partial :Alloy 718 850"C

pressure [161. This, consistcnt with the Ellingham- R = 0.1 0

Richardson diagram, would provide the reaction kin- 0 00

etics required for the formation of a denser Cr,O 3  % -0°

oxide sublayer. This dense layer is thermodynamically 10 0

stable at high temperatures and is considered protcc- 01
tive in the sense that it limits oxygen diffusion to the 0
grain boundary material, thus limiting the reaction rate Z -

[171. The complete formation of this layer along the "d 10
crack front is regarded as an attainment of oxide depth
saturation. The time required to reach this stage is 0.05 HZ

identified as the transition time t which is a function of 0 Air

temperature, I(O,) and localized stress and strain i6)
fields. When this time is reached, it is assumed that the 15 20 30 40 5060
condition for oxygen passivation is met and no further
oxygen penetration can take place along the affected AK (MPaV•.)
grain boundary paths. One should observe that the Fig. 8. Fatigue crack growth rate in air and vacuum at 650"C
passivation effect is not assumed here to be a discrete [171.
process, but a continuous gradual decrease in the oxide
depth formation rate as the ratio of the Cr,0 3 to the
total oxide weight increases.

3. Experimental verification

The experimental program described here was &

carried out using compact tension specimens made of
the same alloy 718 previously described. All tests were
performed at 650 'C for a constant amplitude loading 41

with a frequency of 0.05 Hz and load ratio R 0. 1. P
The first part of this program was to insure that the t
loading frequency of 0.05 Hz would yield fatigue crack
growth data that were fully dominated by environment
effects. This was achieved by comparing the fatigue
cracking mode corresponding to this frequency in both
vacuum and air. Vacuum tests were conducted in
a chamber inside which elevated temperature was
reached by using a 10 kHz induction heating system. B
The degree of vacuum was monitored with a residual
gas analyzer and showed a testing vacuum of better
than 5X 10 • Torr total pressure, which consisted
primarily of nitrogen and oxygen with a partial pres-
sure of less than 10-' Torr. Results of air as well as
vacuum tests, which arc detailed in ref. 17, are shown
in Fig. 8. It is observed that the total number of cycles
to propagate the same crack length (a/iv= 0.4 to 0.7)
was about 5000 cycles in air while it was 65 000 cycles
in vacuum. The fracture surfaces in both air and
vacuum tests were examined; typical results are shown
in Fig. 9. Air results show complete intergranular frac-
ture mode compared with a fully transgranular mode in
vacuum. Thcsc results indicate the total domination of
the environment on fatigue crack growth behavior at a Fig. 9. Typical fracture surfaces in both air (A) and vacuum (B)at
frc(lucncy of 0.05 Hz. Furthermore, the types of oxide 650 C(,171.
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Ni Coating

Ni, Fe, 0 (X ray Analysis)

S CrO 3 (identified by
Diffraction Patterns)

d Alloy 718

Fig. 10. Transmission electron micrographs and microanalysis of oxide types developed on the fracture Surface.

formed on the fracture surface of the air-tested speci- this minimum load does not contribute to the "mechan-
men were identified by analytical transmission electron ical" crack growth during the hold time period. Results
microscopy on a thin foil of a fracture surface edge. of these tests are shown in Fig. II. They show a distinct
Figure I1) indicates the existence of two oxide layers- increase in the crack growth rate as a result of inipos-
the inner layer (A) at the metal-oxide interface is iden- ing a hold time at minimum load during which crack tip
tified as Cr,O, while the outer layer has been oxidation is assumed to be the only active process.
identified as a spinel oxide Ni(FeCr),O, in the same These results could be explained on the basis of the
order as suggested in the proposed model, hold time, being approximately equal to te, having a

Attention was then focused on validating the two- chromia layer. Upon applying a loading cycle with a
stage oxidation concept by investigating the effect of frequency that induces intergranular cracking. the
crack tip oxidation during a time duration equal to te, ruptured oxides would represent an additional advance
on the subsequent fatigue crack growth rate. This was of the crack tip. The results of this work, in fact,
accomplished by comparing the crack growth rate of confirm the work of Diboine and Pineau 1181, who
specimens subjected to continuous cycle loading carried out a similar experiment on a similar material
(condition 1) with those subjected to the same type of but with a hold time of 300s. Similar results are
loading but with an added hold time at the minimum reported by Shahinian and Sadananda 1191.
load level (condition 2). The duration of this hold time As mentioned before, the depth of the oxide layers
was selected to be 6(1( s which is in the order of the tnder test condition 2 would correspond to a saturated
oxide saturation time for this alloy I 11. In these tests, depth since the hold time is of the same order as the
carried out at 650°C, care was taken that the minimum passivation time. If, however, in the experiment
load level during the hold time period would produce, described above, the formation of the Cr_,O could be
at the longest expected crack length (a/w = 0.7), a stress delayed by manipulating the test parameters so that the
intensity with a value lower than that of the fatigue 600 s hold at minimum load becomes smaller than the
thrcshold stress intensity factor for this material which required t,, oxide passivation would not then occur and
was e,,timated to be 12 MWPa min 'lThk is to insure that one should expect a crack growth rate higher than that



16 Aloy71 premise ol this mnechanisni, supported by transmission
Allo071 electron microscopy observations, is that oxidation,

controlled by thle operating oxygen partial prcssure,
z 1 Wh'A occurs in two stages: spinel oxide type followed at the

0 Th rat ofbuild-up of this layer towards its saturation

0 oxide-passivation condition. Through a delay of this
z build-up a definite increase in thle crack growth rate

0 was observed. The significance of this miodel is that the

0 0 A influence of thle environment on crack growth behavior
0 A B could be quantitatively described on the basis of calcu-

1 lating the rate of build-up of the chromia layer by
10 40 60 taking into account thle oxygen partial pressure as well

AK (MiPaVffi) as the degree of chromium depletion from the matrix
Fig. 11. Effect of hold tinie atl minimium load as well as effect of surrounding the affected grain boundary paths. This
1111001 clesperimposed on hold time at minimumn load level approach is described in a recent ~vork by Ghionemn and
oi crack giri lwt rate (frequcecy 0.05 l-lz): curve A. 0.05 l-Iz with ZLheng 12 11. Furthermore, thle concepts presented here,
a mlinlor 1 1-li cycle imlposed at m1inimumlil load level for al dur'a- in particular that of the parameter tp could be used to
tioi (if 600t %: curve B,. 0.0)5 Hz with hold time durto of 600s view the role of the environment as being either an
at niini numi load lcvcl; curve C. continuous 01.05 1 I oxidation-assisted or oxidation-dominated phenoin-

enon. This classification wvould depend on thle depth of
oblained in test condition 2. This idea was experi- oxide penetration during a specific loading cycle comn-
mentally examined by repeating test condition 2, pared with the corresponding "mechanical" crack
described above, wxith thle addition of a minor highl growth rate; this concept is currently under study by
frequency cycle having an amplitude of tJ.5 &N the authors.
tmposed on the hold time duration. Thle objective of
this, minor cycle is to disturb the mectal-oxygen reaction
pr0ces.ses by conltinuously rupturing the rapidly form- Akoldmn
tog, spinel oxide lavers. The effect would then be
continuous variation .inl P'O,) and, consequently, in the The support of this work, as well as, the support of
l xygcn flux rate whtich in turn prolongs tlte duration of one Of thle authors101-S(IG.) dUrinmi! his Sabbatical stay at

iland delays the formation of a saturated Cr.0O. layer, Ecole des Mines, is provided] by SNECNI\ Group,
thus permitlting deeper oxide penetration. Results of Evry, France.
hi1P Work in thle form ol' dio/d N vs. A K, arc shown in
Fig. I10. 'Phese reCSultS, whlich clearly indicate anl Rfrne
tocreCase inl thle crack growthl rate when compared with
res'ults ofICSI etcond it i ots I anid 2. arc seen here as I HI. H-. Smith. P.' Slahinian and MI. R. Achtc r. Fatigue c tack
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Frequency Interactions in High-
Temperature Fatigue Crack Growth in Superalloys

H. GHONEM and D. ZHENG

The influence of high frequency loading on the subsequent low frequency crack growth behavior
in nickel-based alloy 718 in laboratory air environment at 923 K has been investigated through
the use of a sequential high/low frequency load waveform. The parameters that have been
examined include the crack growth rate, fracture surface morphology, and slip line density at
and below the fracture surface. Results of this study indicate that prior application of high
frequency loading results in reduction of the subsequent low frequency crack growth rate. An
attempt is made to interpret this type of modification as being a result of the crack tip condi-
tioning through the increase in the slip line density during the high frequency part of the loading
cycle. Furthermore, by linking the type of selective oxide formed at the crack tip to the degree
of deformation in the crack tip zone, a correlation has been made between the increase in the
slip line density in the crack tip zone during the preceding high frequency loading and the
increase of the crack resistance to environment degradation effects during the subsequent low
frequency loading.

I. INTRODUCTION identical. It was observed that under all load conditions,

ALLOY 718 is a nickel-based superalloy character- the crack growth rate corresponding to the high fre-

ized by high creep resistance and good mechanical prop- quency part of the cycle is higher than that correspond-

rtics at elevated temperatures up to 923 Kechaniclt is ing to a pure, continuous cyclic loading with the same

widely used in different industries, including aerospace frequency. This accelerated crack growth behavior was

applications where alloy 718 represents the main mate- interpreted as being a result of stress concentration po-

rial in manufacturing hot section components of gas tur- sitions produced along the unsmooth intergranular crack

bine engines. In these components, the load interaction front at the end of the low frequency part of the loading

effects due to sequential high/low frequency loadings on spectrum. This conclusion was based on observations

crack growth behavior, although important in design and made on the fracture surface showing finger-like mor-

failure prediction considerations, have received little at- phologies at different positions along the crack front within

tention. VanStone et al.1" have studied crack growth the low/high frequency transition regions. Once these

transients in alloy 718 where one type of cycling using regions attained a smooth front due to the transgranular

a given waveform is followed by another waveform. In fracture mode associated with high frequency loading,
their investigation, fatigue loading with a 0.33 Hz cycle the crack growth rate became equal to that corresponding
with a superimposed hold time of 300 seconds at K.,• to continuous high frequency cycle at the same AK value.

was followed by a pure 0.33 Hz cycle at a constant K.,,, Furthermore, the validity of the linear summation rule
level higher than the one achieved in the prior cycle. It was examined by calculating the crack growth rate of
was observed that upon the change in waveshape, the the compound loading cycle on the basis of the growth
crack achieved transient growth rates higher than the rate data of the individual components of the cycle. It
subsequent steady-state value under constant K,,,. con- was shown that the linear summation underestimates the
ditions. This effect was observed at both 866 and 923 K actual growth rate of the compound cycle for the reason
and demonstrates the existence of a damage state ahead mentioned previously. The influence of the high fre-
of the crack tip due to sustained loads which is more quency loading on the subsequent low frequency crack
degraded than the one obtained under pure fatigue cycling, growth process, however, was not examined due to the

The influence of low frequency cycle loading on the fact that testing under conditions of constant load did not
subsequent high frequency crack growth behavior has also permit isolating the transient effects in the low frequency
been investigated by Ghonem et al.'5 ' for the case of crack tip zone."I5 The objective of this article, therefore,
alloy 718 at 923 'K. They have utilized constant load is to investigate the high/low frequency effects through
spectra, the basic structure of which is the repetition of the use of constant AK waveform. The first part of the
a low frequency loading (0.05 Hz) with a superimposed article deals with the significance of frequency inter-
300 seconds hold time at maximum load level followed action from a point of view of the influence of the load-
by a high frequency loading of 30 Hz. The time dura- ing frequency on deformation and slip line density in the
tions of both low and high frequency loading blocks were corresponding crack tip zone. The second part of the ar-

ticle describes experimental procedure and test concept.
This is followed by analysis and interpretation of results

at. GHONEM, Professor. Depatment of Mechanical Engineering, related to low frequency crack growth performance with
anutip). Z sbENG. Research As1,cia9e. Mechanics of Solids liaedratoiy.
arc with the University of Rhode Island, Kingston. RI 02881. emphasis being placed on crack growth rate, fracture

Manuscript submiuted March O. 1992. mechanisms, and slip line density.
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II. SIGNIFICANCE OF growth, will be investigated by carrying out a series of
FREQUENCY INTERACTION crack growth measurements using a sequential high/low

Experimental studies have been carried out by several frequency waveform. The characteristic of this wave-

authors (for example, References 6 through 10), inves- form will be discussed in Section 111.

tigating the effect of loading frequency on fatigue crack
growth mechanisms in alloy 718 in both air and vacuum III. EXPERIMENTAL
environments at elevated temperatures. Ghonem et al.t.11 2 |1  PROCEDURE AND TEST CONCEPT
have analyzed these effects by considering the relation-
ship between the loading frequency, being a strain rate The test material used in this study was alloy 718 in
related parameter, and the associated slip line density the form of rolled ring forging having the chemical com-
and resulting mode of deformation in the crack tip re- position listed in Table I. Blocks of this material were
gion. It has been shown that the slip line density in- conventionally heat-treated (1227 K for 1 hour, air-
creases proportionally to the loading frequency. cooled + 991 K for 8 hours + furnace-cooled to 894 K
Furthermore, at frequencies higher than the transitional at a rate not to exceed 311 K/h + hold at 894 K for
frequency, the increased slip density was assumed to lead 8 hours and air-cooled to room temperature). The chem-
to strain accommodation as well as stress relief along ical composition and microstructure of this material are
strained grain boundaries in the crack tip region. Crack- the same as those used in Reference 11. The treated blocks
ing is this case proceeds in a predominantly trans- were machined in the compact tension geometry CT-30
granular mode. The loading frequency required to produce (thickness B = 11 mm, width W = 63.5 mm, and the
this type of cycle-dependent response decreases as the ratio of height to width H/W = 0.6). All specimens were
magnitude of applied AK increases. As loading fre- precracked at room temperature, and tests were con-
quency decreases, the degree of slip homogeneity in the ducted in laboratory air environment at stress ratio R =
crack tip zone was found to decrease, thus resulting in 0. 1. A two-zone resistance furnace was used to achieve
grain boundary stress concentration and a relative in- the required testing temperature level of 923 K -± 4 K.
crease of the intergranular oxygen diffusion. Under this The compliance method was employed to measure the
condition, the crack tip damage becomes a combination on-line crack length which was used on real time basis
of oxidation and cycle-dependent components. As dis- as a feedback signal to the test controller of the servo-
cussed in the work of Ghonem et al.,0112 the degree of hydraulic testing system in order to produce the load range
contribution of each of these components to the total crack required to maintain the AK level at the desired constant
tip damage process depends on both the frequency and level. Post-test examination included determination of
AK values. For loading frequencies below the transi- slip line density at and below the plane strain cross sec-
tional frequency level of this alloy, the crack tip damage tion of selected fractured specimens. Fracture surface
becomes mainly an environment-dependent process in analysis was carried out using scanning electron mi-
which crack growth largely follows an intergranular croscopy in order to determine the fracture mode in re-
fracture path. lation to the applied frequency condition.

The relationship between slip density and fracture mode As stated previously, the objective of this study is to
characteristics has been investigated in Reference 5 using investigate the influence of high frequency loading on
compact tension specimens made of alloy 718 with large the transient crack growth characteristics when the load-
grain size tested at 923 K in laboratory air environment. ing frequency is decreased to a level below that of the
In this work, fatigue fracture mode and slip line density transitional frequency of the alloy under study. To achieve
were compared for a loading frequency of 10 Hz vs this objective, a combination of constant load/constant
0.05 Hz. Slip line traces at and below the fracture sur- AK spectrum, schematically shown in Figure 1, was uti-
face of the test specimens were obtained using the slip lized. It consists of repetition of two different frequency
lines decoration technique. Results of this work show blocks: a high frequency loading block (15 Hz) followed
that for fully transgranular fracture (10 Hz condition), by a low frequency block (0.0167 Hz). The start and end
the degree of homogeneous deformation becomes evi- of each of these blocks were based on the following con-
dent through the observed high slip line density and the cept. Within the high frequency block (AB), the cycle
confinement of the reversed plastic zone to a narrow band load range was maintained at a constant level, tCzs per-near the fracture surface. This contrasts with the fully mitting AK to increase with the increase in the crack
intergranular fracture process (0.05 Hz) which displayed length. Upon achieving a particular AK value, the test
a lower slip line density as well as larger plastic was switched to low frequency loading during which the
zone size. previous AK was maintained constant until the crack tip

On the basis of the preceding discussion, one should crossed a length equal to the diameter of the plane-strain
expect that by subjecting the crack tip to a sequence of plastic zone generated by the last cycle of the previous

loading blocks with different frequencies, transient ef-
fects would take place in the crack tip region, thus af- Table 1. The Nominal
fecting the crack growth behavior. This effect would come Composition of Alloy 718 (Weight Percent)
about through changes exerted by the nature of the slip
line density and related deformation mode produced by Ni Cr PC Ti Mo Nb + To Al
the preceding loading frequency in the crack tip region. 525 19 38 0.9 3.05 5.15 0.5
These transient effects, in particular those introduced by C s si P B Co Mn Cu
the high frequency loading on the low frequency crack <W08 <0.015 <0.35 <0.015 <0.006 <1.0 <035 <0.3
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I ~10-1
K 15 Hz 0.0167 11z I 15 Hz 0.0167 Hz Alloy 7 18

923°K , R= 0.1

Q 0.0167 Hz

4S

S

A 8 c D 10-2
:Crack Length a

plane strai 1 n
condition

Vpfane stress 10 *31

condition 20 30 40 50 60
Fig. 1 -Schematic of thb test concept and the loading spectrum ap-
plied in the present study. BC is a low frequency loading region in AK (MPav'rn)
which the crack propagates within the plane strain zone of the pre-
vious high frequency loading. CD is a high frequency region in which Fig. 2-Influence of preceding high frequency loading on low
the crack propagates within the plane stress zone of the previous low frequency fatigue crack growth behavior. V-curve (a) which
frequency loading. corresponds to the low frequency part of the complex loading cycle;

*-curve (b) which corresponds to continuous low frequency cycle
schematically illustrated in Fig. I.

high frequency loading block (AB). In this way, the crack
length increment due to the low frequency loading is as-
sumed to have occurred in a region fully preconditioned decrease of the following low frequency crack growth
by the previous high frequency loading effects. Once this rate. Furthermore, the slope of curve (a) is shown to be
requirement was achieved, the test was again switched relatively larger than that of curve (b) which represents
to high frequency constant load (block CD). This would the continuous low cycle loading. The increased slope
then continue until the crack achieved an increment larger in the conditioned loading case indicates increased de-
than the diameter of the plane-stress plastic zone gen- pendency of the corresponding growth process on the
crated by the preceding low frequency loading block, crack tip stresses. Recognizing that the two operating
This condition was necessary in order to insure that the damage mechanisms at frequency of 0.0167 Hz in air
crack tip extended far enough from the material that may are crack tip stress field and oxidation en% 1ronment,1•12
have been affected by low frequency loading. This se- it can then be concluded, following observations made
quence of high/low frequency loading was repeated for by the authorsIIII on the nature of the slope of the crack
investigating the low frequency crack growth behavior growth curves in both air and vacuum conditions, that
at AK values of 30, 40, 45, and 50 MPaV'-m. For the the influence of environment on curve (a) decreased when
purpose of comparison, the constant AK tests were also compared to that of curve (b).
conducted under the condition of continuous cycling with Scanning electron microscopy was carried out on the
frequency of 0.0167 Hz for the same AK values men- fracture surface of the high and low frequency loading
tioned earlier. regions. This examination shows that the fracture mode

due to the high frequency cycle is transgranular with
striation markings, as seen in Figure 3. Spacings be-

IV. RESULTS AND DISCUSSION tween these striations were found to match closely with
the corresponding crack growth rate. The transition from

The fatigue crack growth rate data obtained at four transgranular fracture to intergranular fracture due to low
different values of AK for the low frequency part of the frequency loading was observed to be immediate and took
loading spectrum are shown in Figure 2, curve (a). These place along a relatively smooth, straight front, as shown
results are compared in the same figure with curve (b) in Figure 3. It is interesting to observe that the
which was obtained from continuous loading with the transgranular/intergranular transition front includes the
same frequency (0.0167 Hz) and for the same AK val- finger-like morphologies reported in the earlier work of
ucs. This comparison indicates that prior crack tip con- Ghonem et al.") (Figure 4). Typical fracture surface cor-
ditioning with high frequency loading results in relative responding to the low frequency regions is shown in
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high frequency region l .--- low frequency region
transgranular

it region

4~ intergranular
region

Fig. 4-Fracture surface feature. showing finger-like morphology
produced at the end of the low frequency part of the complex cycle.

•L100 UM r -

(al)

Fig 5--lntergranular fracture morphology corresponding to the low
frequency,._.0 167 Hz) part of the compound loading spectrum (A K
40 MPaVm) displaying oxide scale formation.

Fig. 3-(a) Fracture surface appearance of the low/high frequency
transition region-high frequency region (left) and low frequency re-
gion (right). (b) Striation markings appeared on the fracture surface "
of the high frequency region.

Figure 5. It displays intergranular fracture features which
differ in appearance from the brittle intergranular frac-
lure generally associated with the response of this alloy
to pure low frequency loading (0.0167 Hz) at 923 K, as
shown in Figure 6.

The slip line traces resulting from the different parts
of the loading cycle have been identified by exposing ,
plane strain cross sections of selected fractured speci-

mens to 993 K for 20 hours in air environment. This Fig. 6--1ntcrgranular fracture morphology for continuous cycling at
treatment permitted the precipitation of 8 phase along the frequency of 0.0167 Hz and AK = 40 MPaVm displaying brittle frac-

slip lines, making them visible and suitable for micro- ture pattern with a smooth thick layer of surface oxide.

scopic observations (for details concerning this decora-
tioa technique, see Reference 13). Slip line densities
for both the low and high frequency regions at approx- results support the conclusion that prior high frequency
imately the same AK = 30 MPaV-i are shown in loading results in high slip line density in the crack lip
Figures 7 and 8, respectively. It is observed that the slip zone which tends to modify the low frequency crack
line density in areas of low frequency cycles, while lower growth rate within this zone. A possible reason for this
than that in areas of high frequency loading, is qualita- type of modification is the view that slip line/grain
lively higher than the slip density corresponding to con- boundary intersection represents a stress concentration
linuous low frequency loading (Figures 7 and 9). These poi it with a high content of the chromium element which
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fracture below that of the transitional frequency, results in an
4- surface environment-dependent crack growth behavior. The in-

fluence of environment, which in the case of alloy 718
is mainly due to the oxygen element in the laboratory
air, 7-8'l' occurs as a result of selective oxide formation
at the crack tip. At the start of the oxidation process,
when at~nospheric oxygen partial pressure is available
for the crack-tip material, the first oxides to form consist
of NiO and FeO as well as their spinels. These porous

•10 .1 oxides, which cannot serve as an oxygen diffusion bar-
rier, permit the continuous oxidation reaction at the base

Fig. 7, -- Plane strain cross section showing slip line traces below the grain boundary material. As the thickness of these ox-
fracture .iurface due to continuous low frequency loading (0.0167 Hz) ides increases, thus leading to a decrease in the oxygen
at AK 30 MPaVi. partial pressure at the oxide/metal interface, the reaction

kinetics required for the formation of a denser Cr203
sublayer are attained. 15.161 This dense layer is oxide pro-

mu tective due to the fact that it controls the oxygen diffu-
surface siot toward the grain boundary ma.crial, thus resulting

in a decrease in the oxidation reaction rate as time elapses.
When the buildup of the chromia layer is fully completed
along the intergranular crack front, no further oxidation
of the base metal takes place until the chromia layer is
fractured, thus exposing fresh metal to the repetition of
the oxidation cycle.

This crack tip oxidation mechanism suggests that the
rate of chromia buildup at the crack tip controls the depth

1I0 ptm of oxygen penetration along grain boundaries in the crack
tip region. This rate depends primarily on the content of

Fig. 8--Plane strain cr:ss section showing slip line traces below the chromium existing in the affected grain boundary ma-
fracture st:rface due to high frequency loading (15 Hz) at AK terial which is in part transported from the interior of the

"matrix along the active slip lines. Indeed, recent results
of Chang"'71 showed that the reduction of the inter-
granular fatigue crack growth rate can be achieved by
increasing the chromium content in alloy 718. By as-

-fracture su.ing that the oxidation sequence and its kinetics re-
%.I(1V surface quirements, as described earlier, are applicable to the

.grain boundary/slip line intersection regions, one ob-
serves that these regions, which are the ends of the trans-

• . port process of their corresponding slip lines, are higher
in chromium content than that of either the grain bound-

ary material or the basic matrix.t 1sI In addition, these re-
gions are highly stressed due to d dislocation

pileup, provided that the condition of plastic homoge-• thetity and associated stress relaxation has not been reachedS10 Lim in the neighboring grain.. The availability of higher

I g. 9- Plane strain cross section showing slip line traces below the chromium and the increase in the rise in the stress level
fracture 'urfacc due to tie low frcquet cy loading part (0.0167 [lU) of provide the intersection regions with the kinetics re-
the t.ln; .und loading spectru in at AK = 30 MPaV'k/. Compare this quired for the chromia buildup with a rate faste: than
igig:," v,tlhi Fig} 7 for the slip line density, that in the grain boundary regions which are free of these

intersections. If the saturated chrotnia layer is looked upon
as a shield against further oxygen diffusion, then the higher

facilitates the formation of the protective Cr2O3 oxide the slip line density along a grain boundary fracture path,
faster than grain boundary regions free of such inter the lower the oxidation-assisted fatigue crack growth rate
section. in this view, the intersection points act as exi- along such a path. This mechanism thus implies that th~c
dation shielding nodes.,,. Tthereforc, the higher the slip number of cycles required for the crack tip to advance

density in thc crack lip .:one, the higher the grain a certain distance along an affected grain boundary in-
boundary :esistance in this zi. e to environ ninta! deg- creases as the number of slip line/grain boundary inter-
radation duritng intergranular cracking and the lower the sections incr,-ases. This view is consistent with the results
corresponding crack growth rate. This view could fur- of the present work in that the increased slip line density
ther be explained by identifying the role of slip line den- in the crack tip region through the application of high
sity ;n detcrmninig the rate of formation of selective oxides frequency loading lowered the influence of environment
it the intc 'raiiular crack tilp. As explained in Section I!, during low frequency crack growth through this modi
low frequen y loading of a'loy 71 S particularly at levels fied regi,-1.
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BEHAVIOUR OF TWO HIGH STRENGTH NI-BASE
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B.P.87 - 91003 EVRY Cedex (France)
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Abstract

The oxidation behaviour of two Ni base superalloys used for the
fabrication of turbine discs, Inconel 718 and N18 alloy, was investigated in
relation with their cracking resistance under creep and fatigue loading at
6500C. N18 alloy was examined with two different microstructures. Mechanical
tests were carried out either in air or under various oxygen partial pressures,
including high vacuum (10-8 Torr). Dramatic effects of oxidation on the fatigue
crack growth rate are observed to take place beyond a transition oxygen partial
pressure. TEM observations and X Ray microanalyses show that, in both
materials, under high oxygen pressure, oxidation leads to the formation of a

two layers oxide film, an outer Ni, (Fe or Co)-rich scale and an inner protective
Cr-rich subscale. The conditions prevailing for strong environmental effects are
briefly discussed. It is shown that, in these materials, two conditions must be
fullfilled : (i) the formation of a Ni-rich oxide scale which is not protective and (ii)
inhomogeneities in deformation modes which lead to high intergranular
stresses.

1 Introduction

The detrimental effect of oxidation on creep cracking or fatigue crack

growth behaviour of Ni-base superalloys is well documented (see eg.[1]). Most

of the conclusions dealing with this effect are drawn from the comparison of test
results carried out either in air environment or under vacuum. These tests show

that, in many high strength Ni base superalloys, in particular those used in the
fabrication of turbine discs, such as Alloy 718, a significant part of the increase
in fatigue crack growth rate with temperature is closely related to environmental



effects. This acceleration in fatigue crack growth rate which is not usually

observed when the tests are performed under high vacuum
(1... 1-6 Torr) is associated with a change in fracture mode from transgranular to

intergranular. On the other hand, there are very few studies dealing with the

identification of the nature of the oxides formed ahead of the crack tip or on the

fracture surface, as well as the kinetics of oxide formation.

This study deals with the oxidation behaviour of two high strength Ni-

base superalloys, Inconel 718 and N18 alloy in relation with their cracking

behaviour under either creep loading or fatigue loading. Inconel 718 is a

conventional wrought Ni base superalloy widely used in the fabrication of

turbine discs. N18 alloy which is also used in the same type of application is

one of the most advanced superalloys prepared from powder metallurgy. The

aims of the present study were the following : (i) to determine the nature of the

oxides formed in these materials at temperatures close to 650'C, (ii) to

investigate the formation of these oxides in relation with the partial pressure of

oxygen and (iii) to relate the oxidation behaviour of these materials to their

mechanical properties. In addition to this, this study contributes also to the

understanding of the effect of microstructural details, in particular the slip

homogeneity, on the creep-fatigue-oxidation interactions, since these materials

exhibit widely different microstructures and since N18 alloy with two different

microstructures was investigated.

2 Materials and Experimental procedures

2-1 Materials

The chemical compositions of both alloys investigated in the present

study are given in Table I.

Inconel 718 was received as a wrought bar of 200 mm diameter. A

conventional heat treatment was given: 9551C during 1 hour then air-cooled,

down to 7200C for 8 hou-s, then air-cooled 50°C/hour down to 6200 C and

maintained for 8 hours. The resulting microstructure presented in1 tigure la

corresponds to a large grain material (0=150gm) with a small amount of 6

phase (Ni 3 Nb) precipitated along the grain boundaries. The strengthening of

this alloy results from the precipitation of two phases named y' (Ni3Nb) and Y
(Ni3AI,Ti) homogeneously distributed, with a volume fraction of about 15%

The tensile properties of this material are reported in Table II.



Fig. 4. Static oxIdaLiMi0 of a grain boundary (exposturc tioc 4 min, lemplralurc 6510) C).

The N18 alloy is a powder metallurgy Ni base superalloy containing

much more strengthening elements as compared to Inconel 718. This material

was received as a turbine disc which was given the following heat treatment :

Forging at 11500C followed by a controlled cooling at about 100°CImn and

further aged at 700 0C for 24h, air cooled and then aged at 800CC for 24 h, air

cooled. The microstructure of the material is dependent on the cooling rate

after 11 50 0C heat-treatment. This is the reason why the specimens were taken

from the bulk and from the skin of the disk. The microstructure of these

materials is shown in Fig lb and 1c. In both cases the average grain size is

10irm. Large primary y particules (0vf,18%mn) are located along the grain

boundaries, while the matrix is strengthened by much smaller secondary

particules (0 -;- 0.2 .tm, vf=45%). The microstructure of the bulk specimens is

more homogeneous as compared to that of the specimens taken close to the

surface of the disc. In particular, in the latter case, the size of the secondary Y
particules close to the grain boundaries is so small that at magnification of

5000, a thin zone similar to a precipitate free zone is observed along the grain

boundaries. The tensile properties of this material are not dependent on these

microstructural variations (Table II).

2-2 Experimental procedures

In the creep and fatigue tests, CT20 specimens (B=10mm,W=40mm)

were used. The specimens were first precracked at room temperature at a

frequency of 50 Hz up to a/w =0.35 and then precracked at high temperature

(with a 10s-300s hold time -10s cycle) till a/w = 0.40 was reached. The

maximum a/w values reached during the experiments was equal to 0.7. The

crack length was measured by using the potential drop technique. The fatigue

testing frame was equipped with a high vacuum chamber. Pressures were

measured from 1 bar to 10 mbar with a manometer, with a Pirani gauge for

pressures between 10-3 mbar and 5 mbar and a Bayard-Alpert gauge for high

vacuum measurements. A technique, similar to that used by other investigators

[2] was developped to prepare thin foils located close to the fracture surfaces

using cross sections whicn were cut by spark machining.

TEM investigation was carried out using a 300 kV microscope equipped

with an x-ray (EDS) spectrometer. The oxides and microstuctural variations

have been identified by using electron diffraction techniques and elemental

concentration linescans with a few nanometers probe size.



3 Results

3-1 Chemical microanalysis
Inconel 718;

TEM examination of a polished cross sectioned sample oxidized during
15 min at 650 0C under air and the associated elemental concentration

linescan perpendicular to the oxide/metal interface, show the existence of a
two oxides layer : an inner Cr 2 0 3 subscale and an outer NiO type oxide, with

observable columnar grains containing also Cr and Fe (Fig.2) The chromium
rich oxide layer is a passive scale decreasing the global oxide scale growth
kinetic and enhibiting the Nickel oxide growth. The build-up of this continuous
chromium oxide subscale requires several minutes (- 5 to 10 minutes).

TEM micrograph and associated concentration linescan taken on a

transverse section of an intergranular fracture surface oxidized during 20 hours
at 6500C under air allow us to observe the same duplex scale (Fig.3). This
figure summarizes the oxidation behaviour of the grain boundaries. No major

difference appears between transgranular and intergranular oxides in terms of
chemical composition and scale morphology.

N18 alloy :
The cross sections of specimens tested under fatigue cycling with a hold

time at maximum load of 300s (10-300-10) were observed. These tests
performed at 6500C lasted approximatively 200 hours. The fracture surfaces
were fully intergranular. Fig.4 illustrates the oxide scale morphology formed in
this complex alloy. The oxide scale is formed by an outer layer of Ni,Co-rich
oxide and an inner passive Cr-rich layer which contains also some Ti. It was
also observed that Y phase oxidation can give rise to the local formation of

alumina oxide.
The oxidation behaviour of a secondary intergranular crack observed on

the fracture surface of a creep crack growth rate specimen tested at 6500C for
about 100 hours is illustrated in Fig.5. Fig.5a is a sketch showing also the
formation of a two layers oxide scale. The composition of these layers is shown
in Fig.5b and 5c from linescans taken perpendicularly to the crack axis, as
indicated in Fig.5a. Both types of oxides, the Ni, Co-rich oxide and the Cr-rich

oxide, are also observed, which indicates that the oxidation mechanism is
operative under all test conditions.



3-2 Creep and Creep-fatigue crack growth tests

The results presented in this section are part of a more extensive study

on creep and fatigue crack growth properties of both alloys, see eg [3,4,51. As

far as environmental effects are concerned, the results included in this section

are only those in which environment plays an important role. The shape and

the frequency of the cycles are chosen so that the coupling between oxidation

and the crack tip deformation mode gives rise to a significant embrittlement of

the grain boundaries.

In figure 6, the results of creep crack growth rate measurements and

fatigue crack growth rate tests (10-300-10) carried out on Inconel 718 at 650°C

are shown. Under air environment, the creep crack growth resistance of this
"creep resistant" Ni-base alloy is low as observed in Fig. 6a. Fatigue crack

growth rate was also measured when superimposing to a triangular 5.10-2 Hz

cycle a hold time (300s) at maximum load. This test was performed under air

and high vacuum environment. Figure 6b shows that air environment induces a

large increase of the crack growth rate in comparison with the one measured

under vacuum.

Environmental effects on creep and creep-fatigue crack propagation for

N18 alloy are also presented in Fig. 7. Both microstructures (bulk-skin) were

tested under creep loading conditions (Fig 7a). The results obtained indicate

that the microstructure with the heterogeneous precipitate distribution is less

resistant than the homogeneous one (bulk). Fatigue tests (10-300-10) with a

load ratio R= KMin/KMax = 0.30 have been carried out under vacuum and air

environment at 6501C on CT specimens taken in the bulk of the disc. As

indicated in Fig. 7b , the crack growth rates under air environment are

increased by a factor of ten in comparison with those measured under high

vacuum.
Further tests were carried out under constant delta K and different

oxygen partial pressures on both materials. In each test, the variations of the

fatigue crack growth rate were measured when varying the total pressure from

atmospheric pressure to high vacuum. The results are shown in Fig. 8.

It is worth noting that each material exhibits a transition in the fatigue

crack growth rate when the oxygen pressure reaches 10-2 mbar. Furthermore

the transition pressure appears to be independent of delta K, at least for the

values which were investigated. Scanning electron microscope observations

showed that this transition in fatigue crack growth rate was closely related to a

transition in fracture mode, from intergranular at high oxygen partial pressure to

transgranular at low partial pressure.



I
4 Discussion

These results clearly show a dramatic oxidation effect on the

intergranular cracking behaviour of both materials. Moreover the results of

creep crack growth rate measurements obtained on N18 alloy show also a

strong microstructural effect which is related to the deformation mode of the

materials. Both effects are discussed successively.

4-1 Oxidation mode:

Among all the interesting studies devoted to the oxidation of Nickel and

Nickel alloys, the work carried out by Bricknell and Woodford (6) dealing with

the embrittlement of Nickel after high temperature exposure is of particular

interest in the present study. They clearly demonstrate that at high temperature,

Nickel oxide growth is accompanied by oxygen diffusion along the grain

boundaries. This phenomenon induces an embrittlement of this particular
interface. TEM observation and the results of micro-analyses presented in

figure 2 to 5 indicate that, in spite of the high chromium content present in the

matrix, the early stage of oxidation leads, for both investigated materials, to the

formation of an Ni-base oxide even along the grain boundaries. Fortunately,

after several minutes, the high chromium content induces a passivation
process that lowers the global oxidation kinetic and stops the grain boundary

embrittlement effect. An attempt to measure indirectly the time required to reach

the passivation stage of Inconel 718 at 650°C associated with the formation of

the protective Cr203 oxide film was made by Diboine and Pineau [3]. This was

accomplished by comparing the fatigue crack growth rate at constant delta K

under continuous cycling with those obtained when superimposing an

increasing holdtime at minimum load till the saturation in the crack growth rate

was reached. The corresponding hold time was found to be in good agreement

with those measured by using elemental profiles in AES [7,8]. The passivation

time (tp) is influenced by the oxygen partial pressure, the temperature, the alloy

chemical composition and the mechanical deformation. A decrease of the

passivation time, tp is of particular interest in the problem of grain boundaries

embrittlement. For Inconel 718 the effect of a predeformation has also been

investigated so that the asymptotic behaviour is known. The oxidation of a shot-

peened surface leads to the selective oxidation of chromium and

simultaneously to the instantaneous passivation of this alloy [8]. Similar results

were obtained by Giggins and Pettit on Ni-Cr alloys (9). This simple experiment

suggests that there exists a coupling between oxidation mode and the amount



of deformation stored in the material. The effect of oxygen partial pressure on

the oxidation mode was also investigated (10].It was shown that the selective
oxidation of chromium occurred when the oxygen partial pressure was less
than 10" 3 torr. The agreement between this transition pressure and that
measured during the creep fatigue tests of N18 alloy and Inconel 718 (Fig 8) is

a stricking phenomenon. In particular this indicates that Ni-rich oxide formation
during the early stage of oxidation is a prerequisite for a nickel base alloy to be
sensitive to the effect of environment. Nevertheless this requirement is
necessary but not sufficient, since microstructural effects play also an important

role.

4-2 Deformation mode
Deformation localization is also an essential parameter in this problem.

Measurements of the plastic zone sizes were made on the same Inconel 718

alloy in the plane strain zone of CT specimens [11]. This work was

accomplished by using a decoration technique of the intense slip bands,
described in [12]. It was found that below a transgranular fracture surface (high
frequency test) slip traces are homogeneously distributed and confined in a
narrow band close to the fracture surface, smaller than the alloy grain size. On

the other hand, when intergranular fracture takes place, at lower frequency, slip
traces are heterogeneously distributed even for high delta K values. In this
case too the plastic zone size remains smaller than the grain size. These
observations might be an illustration of the coupling between oxidation and

crack tip strain rate. In particular they suggest that high strain rates promote the
selective oxidation of the chromium. These observations might also be
interpreted as an effect of strain rate on the slip heterogeneity which can be

summarized as follows : as the strain rate decreases, the slip heterogeneity
increases giving rise to greater intergranular internal stresses resulting from
inelastic strain incompatibilities. As shown in Figure 7a, the N18 alloy

microstructure presented in Figure 1c seems to be more sensitive to

environment than the one taken from the bulk of the disc. This behaviour could
be due to the localization of the deformation in a narrow band close to the grain

boundaries corresponding to the observable microstructural gradient.
It is therefore concluded that not only the formation of a Ni-rich oxide film is a
prerequisite for strong environmental effect but also high intergranular stresses

resulting from strain incompatibilities due to either slip character or

microstructural inhomogeneities, or both.

--- - ---



5 Conclusions

The oxidation mechanism of two different Ni-base superalloys has been
studied In spite of the high Chromium content present in the matrix, both alloys
are Ni-rich oxide formers during the early stage of oxidation. Several minutes
later this stage is followed by a passivation stage due to the formation of a Cr
rich oxide. Intergranular fracture surfaces as well as transgranular

mechanically polished surfaces, exhibit the same oxidation behaviour.
By varying the oxygen partial pressure in constant delta K fatigue loading
conditions, a transient in the FCGR is found for both alloys in the range of
10- 2 mbar. This transition corresponds to the selective oxidation of Chromium

at low oxygen partial pressure. It is shown that Ni-rich oxide formation is a
necessary but not a sufficient requirement to observe dramatic environmental
effect on intergranular cracking at high temperature. The effect of the
deformation localization promoting high intergranular stresses is also shown
by testing two different microstructures of N18 alloy. It is concluded that
microstructural gradients as well as slip heterogeneities can increase
intergranular stresses and enhance the deleterious effect of oxidation.

Table I- Chemical composition (wt%)

a) Alloy 718

C Cr Mo Ti Al 1Nb+TI Fe Si Co Mn P I S B

0,035 18.25 3.06 1.02 0.54 5.27 19.00 0.09 0.25 0.13 0.009 10.001 .J

b) N18 Alloy

C Co I Ni I Cr Mo I Al I Ti A B I Hf 1 0 N
0.015 15.7 balance 11.5 6.5 4.35 4.35 0.015 0.45 0.03 0.010 0.005

IabigL: Tensile properties.

a) Alloy 718 b) N18 Alloy

Temperature RO,2 Rm A Temperd'ure R0,2 Rm A

(0 C) )Mm r (M (MPa) (%)
25 1145 1290 24 20 1048 1575 31

650 885 960 17 650 1020 1323 30
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FIGURES CAPTIONS

Fig.1 - Microstructure of the materials, a) Inconel 718; b) and c) N18 alloy from the bulk

of the disc; d) N18 alloy from the skin of the disc.

Fig.2 - Inconel 718, a) TEM observation showing the formation of a two layers oxide on

a polished surface oxidized at 650'C for 15 minutes; b) Elemental linescan

across the alloy/oxide interface.

Fig.3 - Inconel 718. Oxidation of an intergranular fracture surface, a) TEM observation;

b) Elemental linescan across the alloy/oxide interface..

Fig.4 - N18 alloy. Oxidation of an intergranular fracture surface, a) TEM observation;

b) Elemental linescan across the alloy/oxide interface.

Fig. 5 - N18 alloy. Oxidation of a secondary intergranular crack, a) Sketch showing the

formation of two oxide along the grain boundary; b and c) Elemental profiles

along the lines indicated in a), as line (1) and (2), respectively.

Fig.6 - Inconel 718, a) Creep crack growth rates measured at 650°C; b) Fatigue crack

growth rates (cycle : 1Os-300s-!Os) measured at 6500C in air and under vacuum.

Fig. 7 - N18 alloy, a) Creep crack growth rates determined at 6500 C, with two different

microstructures,; b) Fatigue crack growth rates (cycle : 1 s-300s-1 Os) at 6500C in

air and under vacuum.

Fig.8 - Influence of oxygen partial pressure on the fatigue crack growth rate at 6500C,

a) Inconel 718; b) N18 alloy.
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Fig.6 - Inconel 718, a) Creep crack growth rates measured at 650°C; b) Fatigue crack
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Fig. 7 - N18 alloy, a) Creep crack growth rates determined at 6500C, with two different
microstructures,; b) Fatigue crack growth rates (cycle : l s-300s-Os) at 6500C in[ air and under vacuum.



0"001=

(a) Aloy 718
T=650 C . -

0.0001-
c3 DELTA K = 20 MPasqrm /
x DELTA K = 28 MPasqrm 11

1~ E-06-
,/

S1 E-05

~C3

1 E-07 0

le-9 le-8 le-7 le-6 le-5 le-4 le-3 le-2 le-1 1 10 100 1000

Oxygen partial pressure (mbar)

0.0001.
Alloy N18
T T=650C

0 Kmax = 33 MPa.sqrm

1E-05 x Kmax = 44 MPa.sqrm / 0 8-

0

S/
1 E-06:

1 E-07-...........................................
le-9 le-8 le-7 le-6 le-5 le-4 le-3 le-2 le-1 1 10 100 1000

Oxygen partial pressure (mbar)

Fig.8 - Influence of oxygen partial pressure on the fatigue crack growth rate at 650 0 C,
a) Inconel 718; b) N18 alloy.



Materials Science and Engineering

Influence of prestraining on high temperature, low frequency fatigue
crack growth in superalloys
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Mechanics, University of Rhode Island, Kingston, RI 02881 (USA)

Abstract: The objective of this paper is to investigate the influence of prestraining on the low

frequency crack growth behavior of wrought Alloy 718 at 650'C. A series of crack growth experiments

were carried out on specimens with two levels of prestraining, 1% and 2%, in addition to specimens

with no prior deformation. Work in these experiments included continuous measurements of crack

length and near field crack tip displacements, fractographic analysis of fracture surface facets,

qualitative determination of the slip density in the crack tip region and Auger Spectroscopy analysis

for the objective of determining the thickness of surface oxide layers formed during the fracture

process. It is concluded from this work that prestraining leads to a reduction in the crack growth rate.

This conclusion has been examined on the basis of the notion that the deformation-associated slip line

density is the rate controlling element of the chromium oxide build up taking place at the slip

line/grain boundary intersection nodes within the crack tip region.

1. Introduction

Many authors have shown that the fatigue crack tip damage in high strength

structural alloys ranges from purely cyclic-dependent at high frequency levels to a fully time-

dependent at very low frequency loadings [1-4]. In Alloy 718 which is a precipitate hardened

• l I I i II l l l I I II I i I I II II



material with high creep resistant characteristics, the time dependent ciamage at frequencies

lower than the transitional frequency of this alloy, is measured in terms of the intergranular

crack tip oxygen diffusion during the effective oxidation time of the loading cycle [5].

Attempts have been made in the work of Ghonem et a] [5,6] to explain the link between the

crack tip damage mode and loading frequency. Their analysis has suggested that this link

is controlled by the frequency-associated slip line density and the related degree of

homogeneity of plastic deformation generated in the plastic zone region. On the basis of

this view, detailed in Ref. [6], the high slip line density produced in the crack tip region due

to high frequency loadings is assumed to result in homogeneous plastic deformation. This

type of defornmation would limit the stress build up along affected grain boundaries due to

high percentage of slip line matching across these boundaries [7]. In this case the grain

boundary oxygen diffusivity, being a stress-dependent parameter, is assumed not to increase

and the influence of the crack tip oxidation is kept to a minimum thus permitting the

dominance of the cyclic damage effects. On the other hand, low frequency loadings are

observed to produce a lower slip line density thus leading to an inhomogeneous crack tip

plastic deformation. This localized deformation process would promote stress concentration

along grain boundaries in the crack tip region. The expected increase of the oxygen

diffusivity of these boundaries and the subsequent increase in the oxygen intergranular depth

of diffusion could then give rise to the crack tip environmental damage contribution. This

view while supported indirectly by qualitative measurements of the slip line density on planes

located immediately below the fracture surface in cases of pure low frequency as well as

pure high frequency loadings [61, has also been examined by the authors [8] in a series of

high/low frequency crack growth tests carried out on a conventionally heat treated Alloy 718

2



at 650'C using a complex loading spectrum. Their work included crack growth rate

measurements, fractographic analysis of fracture surface facets and qualitative determination

of the slip density in regions subjected to low as well as high frequency loadings. Results

of their study showed that prior increase of slip line density in the crack tip region through

high frequency load application leads to a modification in the proceeding low frequency

crack growth rate. Furthermore, the role of loading parameters in determining the slip line

spacing in Alloy 718 has been identified by the authors using a simplified mathematical

model based on concepts developed by Venkataraman et al [9,10] and Mura et al [11]. This

simplified model, summarized in Appendix A, shows that the slip line spacing is inversely

proportional to both loading frequency and total accumulated bulk plastic strain. This

mathematical treatment thus provides the grounds for the notion that increasing bulk

deformation leads to a higher slip line density which in turn promotes higher degree of

homogeneous plastic deformation thus leading to a lower crack growth rate. This notion of

the ability to control the high temperature crack growth behavior in Alloy 718 through

global effects, opposite to the concept of control through crack tip localized deformation

effects [81, is the objective of the work to be described in this paper. The following section

the experimental procedure employed in prestraining as well as crack growth measurements

will be discussed. This will be followed by a discussion focusing on the the details of the

experimental results and their significance in relation to the influence of prestraining on

crack growth behavior.

2. Experimental Procedure

3



The objective of this experimental work, as been mentioned above, is to investigate

the low frequency crack growth response to the prior increase in the slip line density that

has been achieved through an imposed bulk plastic deformation. The material used here

was a conventionally heat treated Alloy 718 with an average grain size of 80 gm (ASTM 3);

for details of the material microstructure and alloying elements see Ref. [5,81. Blocks of this

material were machined in threaded end longitudinal specimens with a rectangular flat gage

section. Some of these specimens were subjected to different monotonic loads at room

temperature to achieve different levels of monotonic plastic strains; 1% and 2% which

corresponds to the load levels of 1128 MPa and 1311 MPa, respectively. These loads were

reached using a strain rate of 4x10 6s'. These low levels of prestraining were used here in

order to avoid detrimental effects produced by excessive ductility reduction that may

accompany higher levels of prestraining [6]. The prestrained specimens, in addition to

specimens without prior deformation, have then been machined in the single edge notched

specimen geometry shown in Fig. 1. This was followed by precracking procedure carried out

at room temperature. Crack growth measurement testings were performed on all the

specimens at o50'C in laboratory ai7 Lnvrz 'nt using a 10 KHz induction heating unit.

Test temperature was achieved with variations along the gage length of less than _±5°C. All

tests were carried out under load range control with a load ratio maintained at 0.1 and

loading frequency of 0.05 Hz. This frequency which is lower than the transitional frequency

of the test material was selected in order to insure that the fracture process is

environmentally controlled and the cracking mechanism is fully intergranular [5,121. During

each of these tests, the crack length was measured continuously using the direct current

potential drop technique while the near field crack opening displacement was measured
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using a laser interferometric displacement gage system (IDG) similar to that developed by

Sharpe [13]. The resolution of this system is about 10 nm. In order to account for the

bending nature of the SEN specimen geometry on the correlating AK parameter, the K

solution for fixed end SEN specimen [14] has been applied here.

Post test examinations included fractographic analysis of fracture surface in order to

identify related fracture mechanisms. These surfaces were also subjected to an Auger

Spectroscopy with energetic beam sputtering technique for the objective of determining the

thickness of surface oxide layers formed during the fracture process. Furthermore, the slip

line density at and below the fracture surface along plane strain crossections in specimens

with different levels of prestraining have been qualitatively estimated. In this latter analysis

the slip line traces were made visible by decorating them with the 5 phase using a particular

heat treatment procedure that cause the precipitation of stable delta phase nucleating from

sheared y" precipitates and growing along active slip planes, see Ref. (151.

3. Results and Discussion

The fatigue crack growth rates corresponding to the 1% and 2% prestrained

specimens have been plotted in Fig. 2 as function of the stress intensity range AK. These

rates are compared in the same figure to those of the specimens without prestraining. This

figure shows that the effect of I % prestraining is negligible while the 2% level has produced

an increase in the AK threshold and a decrease in the crack growth rate in both low and

high AK regimes. This decrease ociirrs with a factor of 8 at the threshold level while

maintaining a decresing level of factor of 3 up to AK=4MPaVm. These results could be

5



compared with those obtained by Kindell et al [16] from their work on the nickel-base alloy

N901 at 600'C. They studied the crack growtt -ate in as-received and 5.5% prestrained

single edge notched specimens subjectc j loading frequency of 50 Hz and a stress ratio

of 0.1. Their results are showr in Fig. 3. They concluded that prestraining leads to a lower

AK threshold value an, - igher corresponding crack growth rate. The trend of their data,

however, show that prestraining reduced crack growth rates at AK values above 10 MPa,/m.

While results of N901 material were difficult to interpret in terms of monotonic tensile

parameter and ratigue crack closure, the authors believed that the nature of the dislocation

substructure introduced by prestraining might be one of a significant factors. They, however,

did not examine the role of the fatigue crack closure in relation to effects of prestraining.

This role was investigated here by determining the relationship between the near field crack

opening displacement and the applied cyclic load through the use of a laser interferometric

technique. From this relationship the load corresponding to the onset of crack opening was

obtained as function of crack length and was then used to calculate the effective AK values

117,181. Results of this analysis in the form of AK,ff versus daidN tor all test conditions are

shown in Fig. 4. They show that while a shift to a higher crack growth rate has occurred in

the entire AK range of all crack gro,,th curves, the difference between the crack growth

rates of the as-received condition and that of the 2%`ý prestrained condition have persisted.

This difference is greater than a factor of 3 at around the threshold region and decreasing

to a factor of 2.4 up to AK=27MPa'/m. The correction for closure has also distinguished

the 1% prestraining crack growth curve from that of the as-received condition. This

difference is, however, smaller than a factor of 2 and vanishes for AK values above 18

MPa'ni. On the basis of these results one could assume that crack closure could not be

6



used to explain the influence of prestraining on the low frequency crack growth behavior.

In order to identify the fracture mechanisms associated with each of the test

conditions, the related fracture surfaces were examined using Scanning Electron Microscopy.

Fig. 5 shows the fracture surfaces for each test condition. In all cases intergranular fracture

mode was found to dominate these surfaces. This time-dependerl environmentally

controlled fracture mode is in fact a typical response of Alloy 718 when tested using loading

frequencies below its transitional frequency level [5,19].

The slip line densities generated in the crack tip zone on plane strain cross sections

at and below the fracture surface were also determined by making the slip line traces visible

using a 8 phase decoration technique [151. This analysis was applied to the 2% deformed

specimen as well as to the as-received condition using fracture surface regions thai have

been subjected to the same AK levels of 12 and 27 MPaVm. Selecting regions of the same

AK value was found necessary so that comparison between the different test conditions

would not include the influence of the stress intensity range on the slip line density [6].

Results of this analysis are shown in Fig. 6. They indicate that at each of the two AK levels

the slip line density in the prestrained condition is qualitatively higher than that in as-

received condition. This is consistent with the results of Merlin et al 1201 who observed an

increase in dislocation density with increase in the prestraining level in the oxide dispersion

strengthened nickel base alloy MA754 tested at 7600C. Similar results could also be

deducted from the work of Jin [21] where deformed copper crystals exhibited increase in the

surface persistent slip bands with the increase in the applied plastic strain amplitude.

From these above results, it could be argued that the reduction in the low frequency

crack growth rate due to prestraining while associated with the increase in the slip line
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density, could not he assessed in terms of the crack tip closure or the changes in the

cracking mechanism. This conclusion could then provide grounds for examining the role of

the slip density in modifying the crack growth behavior in Alloy 718 on the basis of the

oxidation shielding concept suggested by Ghonem et al [6]. This concept assumes that the

slip line density is the rate controlling element of the chromium oxide build up taking place

at the slip line/ grain boundary intersection nodes within the crack tip region. The decrease

of the slip line spacing along a grain boundary path in this region signifies the occurrence

of two effects: (a) the decrease of the stress concentration due to the increased possibility

of slip line matching and consequently the decrease of disiocation pile up along this path

and (b) the increase of the chromium concentration alorg this path due to the increased

transport of this element from the matrix via slip bands. These effects are assumed to result

in the formation of the protective Cr 20 3 oxide with a rate higher than that along grain

boundary regions free of such intersection. If one views the intersection points to act as

oxidation shielding nodes, see Ref. [6], therefore, the higher the slip line density in the crack

tip zone, the higher th: grain boundary resistance in this zone to environment degradation

during intergranular cracking and the lower is the corresponding crack growth rate.

If this shielding mechanism is operative one should then expect to observe two

outcomes: (i) the thickness of the oxide layer formed at the crack tip in the case of the

prestrained material should be smaller than that formed in the case of as-received material,

and (ii) the chromium content in the crack tip region of the prestrained material would be

higher than that corresponding to the as-received material. These two expected

observations have been explored here by determining the composition of fracture surface

layers of the two test conditions; as-received and 2% prestraining, along regions having the
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same AK using Auger spectroscopy with energetic ion beam sputtering technique. This

analysis has also been performed on a virgin surface of the test material in order to use its

results as a base data line. One should mention here that this Auger analysis was carried

out with the assumption that the rate of the material removal from the sputtered region on

the fracture surfaces of the test specimens is equal to that obtained using a standard

calibration T1205 thin film specimen. During this analysis carbon intensities were continuously

monitored in order to insure that ion sputtering is occurring in the area of interest and no

shadowing due to surface roughness exists. Furthermore, the sputtered area was chosen as

large as 90 gm x 70 Am in order for the sputtering results to b-, representative of the

fracture surface material and to minimize surface roughness effects.

Results of this analysis in the form of element concentration versus ion sputtered

depth are shown in Fig. 7. It is shown, particularly in comparing Figs. 7(b) and 7(c), that

the decrease in oxygen content in the 2% prestrained material is faster than in the as-

received material; at a depth of 0.5gm, oxygen concentration in the latter condition is

approxima:ely six times higher than that of the prestrained surface at the same depth. This

comparison indicates that the thickness of oxide layer, and consequently the depth of oxygen

penetration, is higher in the case of the as-received fracture process.

This result could also qualitatively be supported by observing that the intergranular

facets in the case of prestrained specimens, Fig. 5(b), are covered with smooth undisturbed

oxide layer. This is in contrast to the peeled cracked features associated with the surface

layer in the case of the as-received condition, Fig. 5(c). The difference in these two surfaces

features could be explained in terms of the difference in the oxide layer thickness in the two

test conditions; as the thickness increases, the compatibility between the base material and
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the oxide layer decreases resulting in microcracks of this layer and the curling of its edges

[22]. Concerning the degree of the chromium content of the grain boundary network in the

crack tip zone, one could observe that the concentration of chromium in the top 0.2 Am, as

seen in Fig. 7(b), is distinctively higher in the prestrained surface than that of the as-received

one as illustrated in Fig. 7(c). This observation supports the assumption that the grain

boundary chromium content is generally enhanced by the increase in the slip line density.

The importance of the present work lies in the possibility that high-temperature

intergranular oxidation properties of high-strength alloys can be modified through cold work

at room temperature or forging at relatively low temperature to enhance the slip

homogeneity at the crack tip region and thus produce a built-in intrinsic mechanical

resistance to high temperature fatigue crack growth.

4. Conclusions

In this paper the influence of prestraining on the high temperature, low frequency

crack growth behavior of Alloy 718 has been investigated. Major conclusions of this work

cotd be summarized as:

1. Density of slip lines and associated homogeneity of plastic deformation in the crack

tip region are closely related to the degree of prestraining imposed on the virgin

material prior to the cracking process. The higher the degree of prestraining, the

higher the slip line density.
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2. The increase in slip line density due to prestraining results in a decrease in the low

frequency crack growth rate. This decrease, while not due to the effect of fatigue

crack closure, can be interpreted in terms of the influence of the slip line density on

modifying both the stress field and the chromium content in the crack tip region.

These modifications lead to enhancement of the low frequency crack tip resistance

to oxidation due to the increase of the build-up rate of the protective Cr20 3 sublayer.
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5. Appendix A

The relationship between slip line spacing and loading parameters

Venkataraman et al [9] have proposed a quantitative model to estimate slip line

spacing in crystal materials on the basis of the minimum energy configuration. In this

model, a set of m mutually interacting slip lines was considered, and the formation of the

slip lines was given by the ratcheting mechanism, that is, in the loading part of the very first

cycle, a set of m parallel slip planes are activated simultaneously. Each plane is a pile-up

of positive edge dislocations and are designated as positive plane. They assumed that the

dislocations are only partially reversible so that when the applied stress reverses sign, a

neighboring set of m negative planes undergo slip in the reverse part of the cycle. In their

model, each positive plane together with its neighboring negative plane constitutes a slip

line. The spacing between these lines, w, was then written as

W=h w = -- (1)
VSb

where h is the slip line width, v, is the volume fraction of slip lines in a grain. With the

region in between the slip lines constituting the matrix, the average plastic strain amplitude

within the grain, y1p, can be written in terms of the law of mixture of a two-phase material,

and since the plastic strain in the slip lines is much greater than that in the matrix, so v•, can

be expressed as

where yp.sb represent the average shear plastic strain amplitude within a slip line, and it was

12



¥p =(2)
bpsb

formulated by Venkataraman et al [91 as below:

Ypsb 25d(1 -v)(Ar -2k) (3)
18wG

where d is the dislocation pile-up length, v is the Poisson ratio, Ar is the shear stress range

on slip plane, k is the friction stress, G is the shear modulus.

If grains have an orientation with respect to the loading axis that is characterized by

an orientation factor M, so the macroscopic quantities can be related to the microscopic

quantities by

Au=MAr, c=-, uO=Mk (4)

where Ao is the applied stress range, EP is the remote plastic strain amplitude, and a, is the

friction stress measurable from hysteresis loop. Thus, from eqs.(4), (5), (3) and (1), the slip

line spacing, w, can be expressed as

5 d(1 -v)(Aor-2ad) (5)

3 M• 2Gep

Eq. (5) gives the explicit relation between the plastic deformation and the slip

line spacing (or slip line density), i.e. the slip line spacing has an inverse square root

relationship with the plastic strain which is consistent with many experimental observations,

e.g. Refs. (20,211. This model, however, did not show the influence of strain rate on the slip

13
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exhibited lower crack growth rate.

The importance of these results lies in the possibility that high-temperature

intergranular oxidation properties of high-strength alloys can be modified through cold

working at room temperature or forging at relatively low temperature to enhance the

slip homogeneity at the crack tip region and thus produce a built-in intrinsic mechanical

resistance for high temperature fatigue crack growth.

MATERIAL VARIABLES

In this section, the role of material variables in influencing the crack tip oxidatin

and cosequently the related time-dependent damage process will be discussed. The

variables to be analyzed include chemical composition, precipitate size and morphology,

grain size and grain boundary morphology.

ROLE OF CHEMICAL COMPOSITION

The FCGR of Ni base superalloys under creep-fatigue conditions is strongly

dependent on the composition of the material [33]. Very minor compositional changes

can significantly modify the elevated temperature grain boundary resistance. Floreen

and Davidson [334, for example, observed that the creep crack growth resistance in

Alloy 718 was noticeably reduced when the material contained small amounts of boron

14
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Figure Illustrations

Fig. I Sing]e-edge-notched specimen used in the present study (dimensions are in

mm).

Fig. 2 Effect of prestraining on fatigue crack growth rate. The AK values are not

corrected for the crack tip closure effects.

Fig. 3 Effect of prestraining on fatigue crack growth rate for Alloy N901 [16].

Fig. 4 Effect of prestraining on fatigue crack growth rate taking into account the

crack tip closure oi the value of AK.

Fig. 5 Micrographs of fracture morphologies for Alloy 718: (a) as-received; (b) 1%

prestrained; (c) 2% prestrained.

Fig. 6 Traces of slip lines below the fracture surfaces: (a) as-received, AK = 12

MPaVm; (b) 2%c prestrained, AK = 12 MPaVim; (c) as-received, AK = 27

MPaVm; (d) 2% prcstrained, AK= 27 MPaVm.

Fig. 7 Depth profiles versus element concentration for three surface conditions: (a)

free surface of non-tested Alloy 718 specimen; (b) fracture surface of as-

received specimen; (c) fracture surface of 2% prestrained specimen.
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Abstract: In this paper observations concerning effects of mechanical variables

on the crack growth process in Alloy 718 are reviewed and analyzed on the basis of the

related deformation characteristics in the crack tip region. These variables included

temperature, frequency, wave shape, hold time, load ratio, and load interaction. These

analysis have suggested that the role of each of these parameters in the crack tip

damage acceleration is governed mainly by its relative influence on the nature of the

corresponding plastic deformation and associated slip line density. On the basis of this

view which assumes that the crack growth damage mechanism in Alloy 718 ranges from

cyclic-dependent to fully time-dependent processes, the interactive effects of loading

parameters in defining the corresponding fracture mode are discussed and conflicting

experimental observations under different operating conditions are examined.



INTRODUCTION

Alloy 718 is a precipitation strengthened nickel-base superalloy with a stable

microstructure and high resistance to both creep and stress rupture up to 650'C when

not subjected to very long term applications. Because of these characteristics and its

excellent mechanical properties it has been widely used in aerospace and nuclear

applications involving static as well as cyclic loading at both high and medium

temperature ranges in aggressive air environment. Damage tolerance methodologies

needed in some of these applications require accurate predictions of the crack growth

behaviour under typical service conditions. For this reason, and as a part of material

characterization, a large number of studies have been carried out in the last three

decades in order to investigate the influence of various operating parameters on the

crack growth mechanisms under different environmental conditions. Analysis of these

studies appear to conclude that, in general, effects of air at high temperature are

primarily due to oxygen and that the combined effects of load, environment and

material variables arc to alter the crack propagation mode through interaction with the

crack tip slip process. The attraction of this view is that it presents the deformation

characteristics in the crack tip region as being the unifying mechanism for which an

applied operating parameter could be designed to produce a particular crack growth

performance. The objective of this work is to present this view by summarizing the

influence of different mechanical, environmental and material parameters. The first
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part of the work deals with observations of the effects of temperature, frequency,

waveshape, hold time and load interactions.

MECHANICAL VARIABLES

In each of the following sections, the influence of a particular loading parameter

on the fatigue crack growth performance of Alloy 718 is described on the basis of the

governing mechanisms acting at the corresponding test conditions. The parameters

under study here include temperature, frequency, wave shape, hold time, load ratio, and

load interaction. No attempt is made to present a complete bibliography relating to

these aspects of behaviour of Alloy 718, rather, an attempt is made to cover the

complete span of observations reported regarding these aspects of behaviour.

Effects of Temperature

A comprehensive evaluation of the effect of temperature on the crack growth in

Alloy 718 is that of Wecrasooriya [1]. Constant AK tests at R=0.1 were conducted at

K = 27.8 and 40.0 MPa7m for frequencies ranging from 0.001 to 1.0 Hz. Results of

the tests at Kn,, = 40 MPa7m in the form of FCGR vs reciprocal absolute temperature

are shown in Fig. 1. The frequency effects are discussed in the next subsection. For

temperatures between room temperature and 650°C, the growth rate increases with

increase in temperature. The -ate of increase in the lower temperature regime (c) is
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limited and is attributed to a combination of the change in modulus and plastic

deformation characteristics of the material with temperature. The fracture mode is

transgranular and the behaviour is characterized as cycle dependent. At some transition

temperature, depending upon frequency, the growth rate increases significantly with

further increase in temperature. In this region (b) the fracture is a combination of

transgranular and intergranular and the behaviour is characterized as mixed mode. As

can be observed in Fig. 1, the temperature at which this tr: -'sition occurs is higher for

higher frequencies. At the highest temperatures, the b,. aviour of this material becomes

purely intergranular, the mode is characterized as time dependent, and the rate of

change of growth rate with temperature is maximum. This region is denoted by (a) in

Fig. 1. The transition temperature from mixed mode to time dependent, denoted in this

figure as T,,,, again depends on test frequency and has a higher value for higher

frequencies. Similar observations of FCGR behaviour as a function of frequency where

the mode of fracture and the rate of crack growth can be correlated are presented in

the next subsection.

The effects of temperature on FCGR can also be observed when Alloy 71S is

tested in vacuum environment. However, the fatigue crack growth rate only increases

slightly with increase in temperature compared to the changes observed in air [2].

Effects of Frequency

The effects of cyclic frequency on the fatigue crack growth behaviour of Alloy 718

4
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has been the subject of many researches [3,4,5-8]. James [3] studied the frequency

effects for Alloy 718 at 538'C over the range of 1.39x10 3 Hz to 6.67 Hz, the results are

shown in Fig. 2. It can be seen from this figure that the fatigue crack growth rates

increase as cyclic frequencies decrease, although the rate of change with frequency is

fairly small. In this case reducing the frequency by a factor of almost 5000 results in an

increase in growth rate of approximately 5. This trend was also noted by Clavel and

Pineau [4] in their work at 550'C over the range of 5x10 3 Hz to 20 Hz. Crack growth

rates in laboratory air at a higher temperature of 650'C are found however, to depend

much more strongly on frequency. Increasing the frequency can result in a significant

decrease in crack growth rate per cycle. For example, Weerasooriya [6,7] has shown

that at two constant AK conditions the behaviour ranges from purely time dependent

at frequencies below 0.01 Hz to purely cycle dependent at frequencies in excess of 10

Hz. Under purely time-dependent conditions, the crack growth rate changes with

reciprocal frequency, that is, halving the frequency results in double the growth rate.

On the other hand, cycle-dependent behaviour produces growth rates which are

independent of frequency. Weerasooriya's work also shows that different mechanisms

of crack growth are activated in each regime: striation formation is generally observed

in the cycle-dependent regime, intergranular crack growth is dominant in the

time-dependent regime, and a mixed transgranular-intergranular mode of crack

extension is observed in the mixed regime. Similar observations of the frequency

dependence have been documented by Floreen and Kane [5] and Pedron and Pineau
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[9]. Although the magnitude of the change in growth rate with decrease in frequency

varies depending on the alloy microý,tnrcture, temperature, and frequency, the pattern

of behaviour is widely noted in all nickel-base superalloys and is generally attributed to

decreasing environmental resistance with increasing exposure time as cyclic frequency

decreases.

While most frequoncy studies have been conducted in air environment, Floreen

and Kane [5] studied the fatigue crack growth behaviour of Alloy 718 at 650'C over the

range of 0.01 Hz to 1 Hz in air and helium (99.995% purity) as well. In helium

environment, as the frequency decreased, the fatigue crack growth rate only increased

slightly, while in air environment, the fatigue crack growth rate increased substantially

as frequency decreased.

Similar to other high strength superalloys, the frequency effects for Alloy 718 are

only observed at elevated temperatures and not at room temperature [8]. Further, the

cycle-dependent (high frequency) growth rate at high temperature corresponds closely

with the rate observed at room temperature as well as those observed in vacuum,

indicating a lack of environmental contributions to the growth rate process when the

transgranular fatigue mode dominates [7].

EJfects of Wave Shape

Although the behaviour as a function of frequency is widely noted and accepted,

the behaviour when more complex wave shapes are involved is not as well understood
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nor are the results consistent among the various investigators. There ar- a number of

observations involving other wave shapes which illustrate the variabie nature of the

elevated temperature crack growth behaviour. James [101 found that growth rate at

538'C in Inconel 718 is significantly faster for a square wave waveform than for a

sawtooth waveform of the same cyclic duration when the loading frequency was much

lower than the unloa cling frequency. In these experiments, the hold time contribution

in the square wave appears to dominate the cyclic contribution, even for a low loading

frequency in the sawtooth wave. Somewhat conflicting results were obtained by Clavel

and Pineau [4] who examined the wave-shape effects on FCGR using square and

triangular wave shapes at 550TC. Three cyclic wave shapes were chosen (shown in Fig.

3) for differentiating the effect of loading and unloading rate as well as the effect of

hold time at maximum and minimum load. Wave-shape 3 corresponds to a frequency

of 2 Hz, whereas wave-shape 2 leads to a frequency of 0.05 Hz. Wave-shape I has the

same loading and unloading rate as wave-shape 3 but superposes a 10 s hold time at the

maximum load level and at the minimum load level, and its cyclic duration is the same

as that of wave-shape 2. Their results showed that the FCGR of wave shape ') ip hi-her

than those of the other two wave shapes, and the FCGR of wave-shape 1 is only slightly

higher than that of wave-shape 3. They inferred that, contrary to the observations of

James [10], a hold-time of 10 s both at the maximum and at the minimum load has no

significant effect on FCGR, and that the main parameter is not the frequency per se but

the loading and the unloading rate. As already pointed out by Bathias and Pelloux [11]
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the slip character strongly affects the aspect of the fracture surfaces. In fact, their

fractographic examination showed that, at 550°C, the cracks propagate by a

transgranular mode when the frequency is higher than 0.5 Hz, while at lower frequency

(0.05 Hz) the crack growth occurs by a mixture of transgranular and intergranular

fracture. The well known fact for this material is that homogeneity in plastic

deformation promotes transgranular fracture mode while inhomogeneity in plastic

deformation favors intergranular fracture mode [12,13-171. This subject will be

discussed in more detail in the next section. It is postulated, therefore, that for

wave-shape I the loading and unloading rates promoted the homogeneity in plastic

deformation which generally has less time-depcndent sensitivity, thus the hold times

after the loading and unloading portions are not expected to produce a large influence

on FCGR which is why the FCGR of wave-shape 1 is only slightly higher than that of

wave-shape 3. For wave-shape 2, the loading and unloading rates produced the

inhomogeneity in plastic deformation near the crack tip which, in turn, favors the

occurrence of intergranular fracture, and certainly the FCGR is much higher than that

of wave-shape 1.

The apparent inconsistency between these results from different wave shapes and

those of James (101 can now be explained in terms of the proposed mechanisms as well

as careful examination of the conditions present in the experiments in [101. Noting that

the frequencies are quoted in units of cpm, the rising and falling portions of the "square

wave" in [10] are 24s each, corresponding to a cyclic frequency of 0.02 Hz. The cyclic
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portion of the "square wave is clearly at frequencies which is sufficiently low to produce

inhomogeneity in plastic deformation which , in turn, favors the occurrence of

intergranular fracture. The addition of a hold time to such a cycle, therefore, is

expected to have a large influence on FCGR, as is observed.

Ashbaugh [18] conducted a series of tests at 649°C using triangular waveshapes

on C(T) specimens and R=0.1. In addition to symmetric waveshapes with frequencies

covering the range from 0.01 Hz to 10 Hz, asymmetric waveshapes were used in which

the rise and fall times had different values corresponding to the baseline frequencies of

the symmetric waveform tests. For various combinations of rising and falling

frequencies from 1 Hz to 0.01 Hz, growth rates per cycle were essentially equiva!cni iu

those obtained using symmetric waveshapes where the frequency was that of the rising

portion of the asymmetric wave. This observation implies that the fatigue damage

occurs almost exclusively during the rising load portion of the fatigue cycle. At the

temperature and frequencies at which these experiments were conducted, the fracture

mode is a mixed mode combination of intcrgranular and transgranular [7].

The concept of damage accumulation only during the rising load portion of a

cycle has been subsequently demonstrated in an investigation of thermomechanical

fatigue (TMF) by Nicholas et al. [191. In that study, crack growth rates were measured

under combined thermal and mechanical cycling at R=0.1 and a temperature range

between 427 and 649°C. For a series of experiments which involved the use of a

number of phase angles between load and temperature, and where the growth rates
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AK (MPa /m)
F,'. 3

varied for a given K over two orders of magnitude, a linear summation model involving

cycle dependent and time dependent contributions integrated over the cycle while K and

temperature are both varying proviued excellent correlation with the experimental data.

Most significapt, howevcr, was that the integration of the time dependent contribution

was carried out only while the time-dependent contribution, da/dt, was increasing during

the cycle. This ýjrther illustrates the effect observed in the waveshape experiments,

namclk that the dan,age in a fatigue cycle occurs only when the driving force is an

increasing function. Under isothermal conditions, this amounts to the rising load

portion of the cycle whereas under IMF, it is when da/dt (a function of both load and

temperature) is increasing.

The effects of wave shape upon FCGR have also been investigated for Alloy 718

at 05WPC by Ghonem and Zhcng [20]. 1 neir results appear to be in conflict with those

obtained by Ashbaugh [lS]. In thei- work, the cyclic durations of the triangular waves

included 27.5 s (25s-2.ss), 51) s (25s-25s), 100 s (25s-75s) and 100 s (90s-10s) which areIdcn•ted as tase A, 13, C ind D, respectively and thý. numbers in parentheses denote the

times ('of the rising and falling portion of the wave. The result> of FCGR vs AK arc

shown in Fig. 4. It can be scen from this figure that the FCGR for case C is identical

to that of case D) indicating that for the same frequency, varyiing the ratio of the loading

and unloading portions of the cycle does not influence the fatigue crack growth

bchaviour. Furtheimore, cases A, 13 and C, which have different frequencies but

identical loading times, did not result in similar crack growth behaviour so tbat an
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increase in the total cycle duration yields an increase in the FCGR. In comparing these

results with those of Ashbaugh [IS], it should be noted that the variation in loading

frequency between case D and the other three is less than a factor of 4 whereas

Ashbaugh investigated the effect using frequencies which differed by either one or two

orders of magnitude. Further, the growth rates differ by much less than an order of

magnitude at low AK values in the results of Ghonem and Zheng, whereas Ashbaugh

reported that the growth rates were "comparable." Although the loading frequency in

the asymmetric wave produced growth rates in Ashbaugh's study which were nearly

identical to those from symmetric wave forms of the same frequency at high values of

AK in excess of 30 MPa~m. differences appeared at lower AK. In particular, the

slow-fast (50s-5s) wave had a lower FCGR than the symmetric 0.01 Hz (50s-50s) while

the fast-slow (5s-50s) had a considerably higher FCGR than the (5s-5s) symmetric wave.

This demonstrates that total cycle time as well as loading frequency can influence

growth rate, depending on the particular conditions. In general, crack growth rates in

nickel-base superalloys due to combinations of hold times and cyclic loading involve a

complex interaction which can he attributed to a variety of mechanisms including

fatigue, creep or stress relaxation, environmental degradation, and crack tip blunting or

crack branching. Further, the AK value can influence ;he results because of the

differing contributions of cycle dependent and time dependent mechanisms.

Effects of Hold Time
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It is widely reported that the addition of a hold time at maximum load to a

fatigue cycle tends to increase the crack growth rate per cycle in Alloy 718 as well as

in a number of other nickel-base superalloys [4,21-29]. Fig. 5 shows, for example,

results from three separate investigations involving Inconel 718 at 650'C where hold

times are added to baseline fatigue cycles. This results in an increase in growth rate per

cycle. In all three cases it can be seen that the behaviour at long hold times is

essentially purely time dependent, that is, growth rate increases linearly with increase

in hold time. There are, however, a number of observations which do not show this

same trend. Shahanian and Sadananda [221 show that at 760'C, the addition of hold

times of 0.1, 1, or 10 min. does not increase the crack growth rate in Inconel 718. The

results of this investigation also showed that growth rates obtained under constant load

range (increasing AK) conditions depend on load amplitude, thereby demonstrating the

inadequacy of AK as a correlating parameter at this temperature. At 593°C, VanStone

et al. [291 showed that Inconel 718 still exhibits an increase in growth rate with increase

in hold time, but the effect is not as pronounced as at 650'C.

There are several instances where hold times retard crack growth instead of

accelerating it and even contribute to total crack arrest. This has been observed when

hold times occur at other than maximum load [24]. In these cases, either significant

creep occurs at the test temperature, thereby blunting the crack tip, or the stress

intensity during hold is generally less than the creep crack growth threshold.

Several observations have been made in Inconel 718 at 649°C of the effect of a
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hold time at minimum load on the crack growth rate. In these studies, the minimum

load has been below the threshold for crack growth under sustained load, thereby

producing no contribution in a linear summation model prediction. Nicholas and

Weerasooriya [25] found no effect of hold times between 50 and 500 s under constant

K conditions. Shahinian and Sadananda [24] and Sadananda and Shahinian [28], on the

other hand, observed a definite increase in growth rate due to the addition of a hold

time at minimum load. They attributed this acceleration of growth rate to the

additional time available for oxidation. Similar observations have been made by

Diboine and Pineau [27] where hold times at minimum load between 3 and 3000 s

showed an increase in growth rate compared to that obtained under continuous cycling.

In comparing these apparently contradictory results, Ghonem et al. [17] have noted that

the frequency of the cyclic loading was different in the three cases cited. In the work

of Nicholas and Weerasooriya [25], the cyclic frequency was 1 Hz which produces

transgranular crack growth. In [24] and [271, the frequencies were 0.1 and 0.05 Hz,

respectively, both of which produce latergranular crack growth. Thus, the frequency of

the cycle affects the deformation mechanisms which, in turn, affect the subsequent

behaviour due to hold time loading. These results will be analyzed again in the next

section. Recall that a hold time at minimum load produced no change in growth rate

when the cycle frequency was 1 Hz, but the growth rate accelerated due to the hold at

minimum load when the cyclic frequency was either 0.1 or 0.05 Hz. The effect of

frequency is important in this situation because of the differences in mechanisms
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resulting from different rates of diffusion of oxygen into the grain boundaries. As

discussed above, the strain rate corresponding to the 1 Hz cycle must promote

homogeneity in plastic deformation near the crack tip, and this kind of deformation

mode has less time-dependent sensitivity, thus the hold-time effect does not appear.

However, strain rates for 0.17 Hz and 0.05 Hz certainly favor the inhomogeneity in

plastic deformation near the crack tip, which will enhance time-dependent behaviour

and thus will show strong hold-time effects.

In a similar manner, crack growth transients observed when changing from cyclic

plus hold time loading to pure cyclic loading as described by Van Stone et al [29], can

be explained by the inhomogeneity in plastic deformation ahead of the crack tip due to

the hold time loading. Subsequent cyclic loading, even though applied at a higher value

of K, tends to produce more homogeneous plastic deformation and higher slip density

which lead to less environmental sensitivity. Thus, the transient crack growth rate is

higher than after the crack has advanced under cyclic loading because the initial

environmental sensitivity is enhanced.

Saturation effects of the hold time at minimum load level on FCGR have been

noted by both Sadananda and Shahinian [281 and Diboine and Pineau [27]. The former

observed the saturation effect appears for hold times about I minute, the latter reported

that a saturation effect seems to occur for hold times longer than about 1000 s.

If the test temperature is not sufficiently high, the hold-time effect may disappear.

For example, Sadananda and Shahinian [211 showed that at 425°C the 1-min. hold time
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period has a negligible effect on the crack growth process. Furthermore, they found

that, at 4250C, hold-times up to 10 minutes still produced purely cycle-dependent

behaviour. Clearly, the effects of temperature and hold time are synergistic.

Very few studies [2,9,23,29-31] have dealt with the effects of hold time on FCGR

in an environment other than in air. Ghonem and Zheng [31] have examined the

effects of hold time in vacuum by conducting tests of continuous cycling at a frequency

of 0.05 Hz and cycling with a hold time of 300 s at maximum load level. They found

that FCGR for a hold time test is higher than that for a continuous cycling test. Similar

results have been reported by Smith and Michel [23], Sadananda and Shahinian [30] and

VanStone et al. [293. In all cases, however, the changes are smaller than those observed

in air under the same loading conditions.

Effects of Load Ratio

A detailed analysis was performed on mission cycles for advanced engines [29]

to establish the loading conditions most prevalent for design. The analysis shows that

most of the cyclic loading occurs at stress ratios above 0.5, that there is a large

percentage of loading at very high R values between 0.9 and 1.0 (sustained load), and

that the primary temperature range encountered is between 400 and 550'C. Because

cyclic loading conditions in service generally cover a range of nonzero load ratios, many

studies for Alloy 718 have been related to the effects of load ratio, R, on FCGR

[1,24,32-36]. The general trend noted in all of these studies is, on a basis of AK, FCGR
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at a given temperature increases with increasing R value. If FCGR is compared on a

K,,,,, basis, however, this trend may not always be true. Experimental results of

Venkataianian and Niche1 as [321. for example, indicate the following observations at

650'C and Km., = 30 MPa~m (shown in Fig. 6): at low frequencies below 1 Hz where

time dependent crack growth dominates, the FCGR increases with increase in R, while

at high frequencies where a cycle dependent or mixed mode mechanism operates, the

stress ratio R has a reverse influince for low values of R indicating a decrease in rCGR

with increase in R. This can be attributed to the superimposed influence of the cyclic

amplitude on the time dependent behaviour. Further, the trend can have a reversal at

high R levels due to a combined effect of mode change and the influence of crack

closure. There has been little work on effects of closure on crack growth rate at high

temperature in this alloy to date.

Weerasooriya [I1 has also studied the effect of load ratio on FCGR under

constant K,,r,, conditions and interpreted the results in terms of the governing

micromechanisms as well as crack closure. Results from his work are presented in Fig.

7 where growth rate is plotted against (l-R) for the three conditions shown. At 650'C

and 0.005 Hz, the behaviour is purely time dependent as evidenced by the intergranular

failure mode and growth rate is dominated by the mean stress. Thus, as R decreases

((1-R) increases) the mean stress decreases and the growth rate decreases accordingly.

At a higher frequency of 1.0 Hz at the same temperature, both mean stress and stress

amplitude contribute to the growth process. For high R (low values of (I-R)) the cycles
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are below the cyclic threshold, the mechanism is intergranular, and only mean stress

contributes as in the 0.005 Hz case. As (1-R) further increases, the growth rate starts

to increase due to the addition of a cyclic contribution and the behaviour is mixed

intergranular and transgranular. When (1-R) exceeds 0.7, that is R is below 0.3, crack

closure comes into effect so that the effective cyclic driving force remains unchanged.

Here the growth rate remains relatively constant. Finally, at a low temperature of 316'C

and R=0.1, the behaviour is purely cycle dependent, the mode is transgranular, and the

growth rate increases continuously with (I-R) because the cyclic amplitude is increasing.

Again, at (I-R) = 0.7, crack closure comes into effect and the growth rate levels off.

These three cases are examples of the effects of load ratio on crack growth behaviour

where mode of failure as well as crack closure must be used to interpret the observed

growth rates.

Further insight into effects of R and interaction of fracture modes can be

obtained from examination of the results of Nicholas and Ashbaugh [35] who evaluated

FCGR at high R values at 649°C. Crack growth rates obtained under conditions of

constant K,,•,, = 30 MPa~m are presented in the form of da/dt against R at 10 and 100

Hz in Fig. S. The data point at R= I represents the sustained load growth rate. In this

type of plot, purely time dependent behaviour would show growth rates at both

frequencies being the same while purely cycle dependent behaviour would separate the

data by a factor of 10 in da/dt. Fig. 8 shows that at low R, the behaviour is essentially

cycle dependent. The solid lines in the figure are analytical predictions based upon
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purely cycle-dependent behaviour. As R increases, the experimental data from the two

frequencies become closer and diverge from the cycle-dependent prediction. Clearly,

the time dependent effect is more important at high mean stresses. The curves undergo

a minimum in the range of R=0.8-0.9 where the superposition of cycles upor, a high

mean load reduces the growth rate compared to what is obtained under mean load

without the cycling. Linear summation modeling which takes into account both

time-dependent as well as time-independent effects predicts most of the data quite well

except for the high R region. Here, a combination of an intergranular mode from the

mean load and a transgranular mode from the cycling produces a retarded growth rate

when the mechanisms compete. A similar observation has been made by Venkataraman

et al. [371 where low amplitude vibratory stresses (minor cycles) are superimposed on

a low frequency, high amplitude cycle with a hold time at maximum load (major cycle).

A minimum in growth rate is observed between R = 0.S and 0.9 at a major cycle K•,,,

of 40 MPa~m and in a similar range of R for Ki,,, = 30 and 20 MPa~m. The apparent

retardation effect is attributed by the authors to an interaction between the fatigue and

creep contributions to the crack growth process.

Effects of Load Interactions

Overload and retardation effects, although important in design considerations,

have received relatively little attention for Alloy 718, particularly when time-dependent

behaviour is present at elevated temperature under sustained loads. Weerasooriya and
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Nicholas [38] evaluated the effects of a single fatigue cycle on the sustained load crack

growth rate at 649TC. Using 1 Hz cycles, various hold times were added to the cycle at

K levels which were either the same or 10, 20, or 50 percent lower than the peak of the

fatigue cycle. Denoting the ratio of sustained ioad K to .... K i- the fttigue cycle

by Rj, the results showed that the linear summation of fatigue and hold time

contributions matched the experimental data for Rin = I and was fairly accurate for Rj"

= 0.9. For lower R1, values, the linear summation model grossly overpredicted the

experimental data, indicating a strong retardation effect of the overload fatigue cycle.

In these cases, it appears that the only contribution to crack growth is from the fatigue

cycle and that the effect of the sustained load portion is c:mpletely retarded for hold

times up to 200 s. A simple empirical retardation model was developed in [3S] to

account for the retardation effect of fatigue overloads on sustained load crack growth.

A more extensive series of sustained load retardation experiments is reported in [39]

along with details of procedures developed for modeling the retardation phenomenon.

VanStone et al. [29] have also evaluated the effects of a fatigue overload on sustained

load crack growth behaviour. At 649'C they observe a slight retardation effect when

the fatigue overload ratio (ratio of peak fatigue K to sustained load K) is 1.1 and a

significant retardation at a ratio of 1.2, similar to the observations in [38]. In addition,

they noted that the retardation effect depended on the K value, the amount of

retardation increasing with increase in sustained load K. A similar observation was

made by Nicholas et al. [39].
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Another form of interaction effect, in addition to the retardation effects described

above, was reported by VanStone et al. [29]. This involved crack growth transients

where one type of cycling using a given waveform is followed by another waveform. In

th1ir inv'estigatioDn eycling under 0.33 Hz fatigue with a superimposed hold time of 300

s at maximum load was followed by pure 0.33 Hz cycling at maximum K higher than in

the prior cycle. Upon the change in waveshape, the crack achieved transient growth

rates much higher than the subsequent steady state value under constant K.,,

conditions. This effect was observed at both 593 and 649°C and demonstrates the

existence of a damage state ahead of the crack tip due to sustained loads which is more

degraded than one obtained under pure fatigue cycling.

CONCLUSION

The role of different mechanical parameters on the crack growth performance

and related mechanisms in Alloy 718 has been critically reviewed. In this, observations

related to the sensitivity of this alloy to variations in temperature, wave shape and

loading frequency have been analyzed. Results of these analyses have demonstrated

that the crack growth rate is governed by the nature of the crack tip fracture mode

which ranges from cycle-dependent, transgranular process resulting in low crack growth

rate to time-dependent, intergranular process leading to an accelerated crack growth.

The cycle dependent regime is independent of loading frequency and generally
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corresponds to low temperatures and low load ratios. The temperature at which the

transition to time-dependent damage occurs is function of the test frequency and has
a high value for higher frequencies. In this intergranular damage regime, the crack

growth rate changes with reciprocal frequency and is sensitive to hold time durations

imposed at m,, num or minimum load levels. For hold time conditions, the crack tip

damage mode is found to depend on the frequency of the loading part of the test cycle.

Furthermore, waveshape damage efects, while complex, is sensitive to the combined

frequency of the loading and unloading cycle segments in relation to the material

transitional frequency.
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FIGURE CAPTIONS

Fig. 1 da/dN vs 1/T plot at KM, = 40 MPaVm showing the change in
micromechanism of crack growth with changes in frequency and temperature
[11.

Fig. 2 The effect of cyclic frequency on Alloy 718 tested under continuous cycling
conditions in air at 538 0C [3].

Fig. 3 Cyclic wave shapes used in Ref [4].

Fig. 4 da/dN vs AK for different frequencies with different loading and unloading
rate [20).

Fig. 5 Relationship between cycle time and da/dN for different KM,,,, values at 650'C.

Fig. 6 Fatigue crack growth rate vs frequency under KM, = 30 MPa~m and load
ratios between 0.1 and 0.9. Sustained load crack growth data are also shown
in solid line (R = 1.0) [32].

Fig. 7 Three modes of fatigue crack growth behavior presented as a function of (1-
R) [11.

Fig. 8 Comparison of analytical prediction and expcrirnntal data of da/dt vesus R for
different loading frequencies (351.
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ELEVATED TEMPERATURE FATIGUE CRACK
GROWTH IN ALLOY 718 - PART Ih: EFFECTS

OF ENVIRONMENTAL AND MATERIAL VARIABLES

H. Ghonemn, T. Nicholas"+ and A. Pineau+÷÷
+ Mechanics of Solids Laboratory, Department of Mechanical Engineering and

Applied Mechanics, University of Rhode Island, Kingston, RI 02881, U.S.A.
+ + Wright Laboratory, Materials Directorate, Wright-Patterson Air Force Base, Ohio 45433, U.S.A.

+ + + Centre des Materiaux, Ecole des Mines de Paris, 91000 Evry, France

Abstract: Observations concerning effects of environmental, and material variables on

the crack growth process in Alloy 718 are reviewed and analyzed on the basis of the

related deformation characteristics in the crack tip region. The environmental aspects

have been discussed in relation to frequency, hold time and crack tip oxidation and

oxidation shielding mechanisms. the review of the role of material variables has focused

on the effects of chemical composition and microstructure parameters including

precipitate size and morphology as well as grain size and morphology. These analyses

have suggested that the governing mechanism of the crack tip response is the degree of

homogeneity of plastic deformation and associated slip density. For conditions

promoting homogeneous plastic deformation with a high degree of slip density the

environmental damage contribution is shown to be limited, thus permitting the

dominance of the cyclic damage effects which is characterized by a transgranular crack

growth mode and lower crack growth rate. Under conditions leading to inhomogeneous



plastic deformation and lower slip density the crack tip damage is described in terms of

grain boundary oxidation and related intergranular fracture mode. On the basis of the

view that the crack growth damage mechanism in Alloy 718 ranges from fully cycle-

dependent to fully environment -dependent solely depending on the slip character in the

crack tip region, conflicting experimental observations under different operating

conditions are examined and a sensitizing approach to increase the alloy resistance to

environmental effect is suggested.

INTRODUCTION

Effects of different loading parameters on the fatigue crack growth behaviour of Alloy

718 have been analyzed by the authors in terms of the corresponding crack tip damage

mechanisms [1]. These mechasnisms were classified as ranging from purely cyclic-

dependent to purely time-dependent depending on the nature of plastic deformation

and associated slip line density taking place in the crack tip zone. This paper focuses

on the latter damage process where an attempt will be made to show that the governing

parameters of this damage proce.s are solely dependent on environmental degradation

due to oxidation effects. In the first part of the paper a link will be established between

the role of environment, loading frequency and slip density. This will be followed by

detailing a crack tip oxidation mechanism on the basis of a selective oxide formation

process. Results of tests conducted in vacuum or inert environment or under controlled
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partial pressure of oxygen are used to confirm the interpretation of the underlying

mechanisms. This suggested oxidation mechanism will then be used in order to propose

a concept aiming at providing a crack tip oxidation shielding based on manipulating the

density of the grain boundary/slip line intersections in the crack tip deformed zone. The

second part of the paper deals with the relationship between several material variables

and crack tip time dependent damage effects. Thes varibles include chemical

composition, precipitate size and morphology, grain size and grain boundary

mornholnov.

TIME-DEPENDENT MECHANISMS

Time dependent effects on high temperature fatigue crack growth behaviour in

high strength structural alloys are generally described in terms of creep and/or

environmental degradation processes. The individual contribution of these two

competing processes depends primarily on the strengthening characteristics of the alloy,

load profile and temperature level. The effects due to mechanical loading variables

have been summarized in the previous section. Several studies on Alloy 718 [2-71 have

demonstrated that high temperature fatigue crack growth rates are decreased several

order of magnitude when results of vacuum tests are compared with those due to low

frequency loading in air test conditions, see Fig. 1, for example, where crack growth

rates in vacuum arc considerably lower than those observed in air under identical
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loading conditions. Further, as noted ,n ref. '1, differences in growth rate due to

changes in temperature, the lack of an effect of frequency at low temperature, and

ditferences in gruwth rate due to frequency and hold time are all observed when

comparing results in air with those in vacuum or inert environment. I nese observations,

supported by the fact that the stress intensity range AK is used successfully to predict

the elevated temperature crack growth rates in Alloy 718, give strong support to the

conclusion that time-dependent damage in th's alloy is due principally to environr. nrt

:clatcd effects. -,amage mechanisms associated with an environment de.radation

P!',ccss in Allo, 71S are found t-. depend on the presence of oxy-en at the crack tip 17-

D)]. Attempts to predict fatigue crack growth behaviour in this alloy have thus focused

0n sNtsessint both the cyclic and 'he oxidation damage components. The relative

importance of thcy- two COmI)onenIt'- to the total damage h.ats been iinkcd r- several

authors [2,3,7,11! to the loaciing tr-cqucncy. In thcsc, it is observed that the damage

process ranges from cycle-dc pendent at high frequency levels to environment assisted

at lovw frcqtucncv levels. At frequencies below that of the transitional frequency level

thc crack growth process is vicwcd to he full\, en'vironment dependent [3.121 or time

dependent as noted in the piciOm s sCcti n. In this latter process crack increment per

cycle is assumed to bc a direct measure of the intcrgranular depth of oxyeen diffusion.

One of the governing factor,, of this intergranular oxygen diffusion process, through the

parabolic ditfusion law, is the grain boundary dilflusivity parameter, DV, which depends

on the stress and strain stites a long affected -rain t)oundarV paths [3,131. Through this
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parameter the influence of loading frequency and the associated deformation mode on

the crack growth response can be interpreted qualitatively as follows. High frequency

loading, which is generally characterized by high slip density and a homogeneous form

of deformation, would result in both strain accommodation as well as stress relief along

affected grain boundaries in the crack tip region. Hence variations of Dg tend to be

minimal. In addition, the increase in slip density, generally, leads to an increase in the

lateral volume diffusion across affected grain boundaries. These two combined effects

would result in limited or no acceleration of intergranular oxygen diffusion rate. In this

situation, the influence of crack tip oxidation is minimal and crack tip damage becomes

generally dominated by cycle-dependent effects. On the other hand, low frequency

loading accompanied by low slip density would promote giain boundary stress

concentration resulting in an increase in the magnitude of D_. This is magnified,

particularly, if stress relief by -rain boundary sliding is not permitted, as in the case of

the highly creep resistant Alloy 718. Furthermore, the decreasc in slip density would

limit the grain boundary lateral volume diffusion process. Here, the expected increase

in the grain boundary diffusivity and associated increase in depth of grain boundary

oxidation would result in an increase in the crack tip damage due to environment

effects;.

The relationship between slip density and fracture mode characteristics, as

described above, has been investigated using compact tension specimens made of Alloy

71S" with large grain size (50-120 um) tested at 650'C in air In this work, fatigue
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fracture mode as well as slip line density were compared for loading frequency of 30 Hz

versus that of 0.05 Hz which includes 300 seconds hold time at maximum ioed level.

Slip line traces at and below the fracture surface of the test specimens were obtained

using the slip lines decoration technique described in [14]. These traces for different

AK levels in both test conditions are shown in Figs. 2. In Fig. 2(A), which corresponds

to a fully transgranular fracture mode, the degree of homogeneous deformation is

evident by the high slip line density and the confinement of the reversed plastic zone

to a narrow band near the fracture surface. This could be compared with Fig. 2(B)-b

which corresponds to a fully intcrgranular fracture and displays a lower slip line density

as well as larger plastic zone size. One should also observe that in the three

intergranular locations in Fig. 2(B), the degree of slip homogeneity, measured as the

inverse of the slip line interspacing, increases as A K increases.

On the basis of this argument the crack growth response of Alloy 718 with

respect to loading frequency, f, is divided into three distinctive types, see Fig. 3. The

first type is associated with high frequency loading in which the deformation mode is

governed by a high degree of slip homogeneity and cracking proceeds primarily in a

predominantly transgranular fracture mode. The value of the frequency, f, required to

produce this type of cyclic-dependent response, decreases as the magnitude of AK

increases. As loading rate decreases, the degree of slip homogeneity in the crack tip

zone is lowered, resulting in a relative increase of the intergranular oxygcn diffusion.

Under this condition, the crack tip damage becomes a combination of oxidation and
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cycle-dependent components. The degree of contribution of each of these components

depends on both the frequency and AK values. For the same frequency, as AK increases

the contribution of the cycle-dependent damage also increases, since increasing A K lc ds

to an increase in the degree of slip homogeneity, see Fig. 2(A). The increase in the

cycle-dependent damage is measured by the increase in percentage of the transgranular

features along the fracture surface. For the same AK value, however, the influence of

the time-dependent damage increases as frequency decreases. The third type of

response mentioned above occurs for loading frequencies below a transitional level, f,,

where the crack tip damage becomes mainly an environment-dependent process in

which crack growth is largelv intergranular. The existence of this latter type has been

the focus of studies carried out in [3,14,15). In this work, attempts were made to

measure the crack growth in compact tension specimens of Alloy 718 (grain size 120Qm)

during a hold time period imposed at the AKni,, level of a loading cycle in which the

loading frequency of the cyclic part is below f,. Care was taken in these experiments

so that AK,,,,, does not exceed the threshold level of this material during the entire

duration of the growth process. Therefore, the crack growth increment during each of

the hold time periods was viewed as being solely due to the crack tip oxidation effects.

Results of these studies in the torm of the rate of oxygen depth of penetration X as

Junction of both AK and th, i,, shown in Fig, 4. This rclationship bctwccn X and AK

when integrated over the oxidation time of the loading cycle would yield an environment

dependent crack growth rate equation which could then be tested by tested by

-7



comparing its predictive results with those experimentally obtained for three different

frequencies; 0.01, 0.02 and 0.05 Hz all of which are below f, for the Alloy 718 used in

this study. Results of this application are shown in Fig. j. It i ubscived that ,

reasonable agreement exists in the full range of AK between the values and trends of

the three experimentally obtained data sets and those theoretically predicted. This

result is taken in support of the notion that the growth process corresponding to

frequencies below f, is fully environment-dependent process.

The notion that the extent of the time-dependent process can be related to the

degree of inhomogeneity of plastic deformation and decrease in slip density at the crack

tip can be used to explain some of the observations of crack growth behaviour described

in the previous section. In particular, the effects of loading frequency as well as the

wave shape studied where a longer cycle period produces a higher growth rate can be

explained by production of inhomogencity in plastic deformation under low rate loading

cycles. Once this inhomogencity is produced during a slow loading cycle, it will effect

the growth rate upon subsequent cycles whether these are unloading cycles or hold

times at minimum or maximum load. In fact, the apparently conflicting results of hold

time effects at minimum load described in the previous section can be interpreted in

terms of the deformation mechanism.

CRACK TIP OXIDATION MECHANISMS



Extensive efforts have been made in the last two decades to understand the crack

tip oxidation mechanisms in Alloy 718 in order to provide correlations between these

mechanisms and both material and loading parameters. When not considering simple

adsorption of oxygen at the crack tip, oxidation mechanisms could be identified, in

general, in terms of oxygen short and long range diffusion processes. In the short range

diffusion, oxygen forms an oxide layer at the crack tip with a depth that depends on

many operating and materials parameters. The formation of this layer, under the

restricted concave crack tip geometry, results in high stresses that could easily be

transmitted to the substrate. The important aspect of this oxidation mechanism,

however, is the possible formation of wedge-shaped oxide intrusions along the crack

front. The rupture of these wedges at grain boundary intersections, could result in an

accelerated, intergranular crack-growth rate, see Bricknell and Woodford (161,

McMahon and Coffin [17], Woodford and Coffin [181 and McMahon [19]. In the long

range diffusion oxygen penetrates the crack-tip material along rapid diffusion paths,

such as, slip planes and grain boundaries. The internal oxidation process taking place

along these path could occur in the form of internal oxide sites, cavity formations,

and/or solute segregation. As pointed Out by Woodford and Brickncll [20], it is also

possible for oxygen to take part in chemical reactions releasing known embrittlement

agents onto a grain boundary. Each, or all, of these may be operative in any particular

alloy under a given set of conditions. These processes, in particular, along grain

boundaries result in the inhibition of the sliding and migration of these boundaries and
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thus reduce their ability to relieve local stresses built up during deformation.

While it is recognized that the oxidation mechanisms associated with the short

and long range diffusion are not completely separated, experimental observations

indicate that, for Alloy 718, at an intermediate temperature range and at a low level of

loading frequency, short-range oxygen diffusion contributes primarily to the occurrence

of an intergranular fracture mode. The influence of the oxygen partial pressure on this

oxidation mechanism and its role in crack tip oxide formation will be discussed in the

following two subsections. a- Oxygen Partial Pressure

The damage process associated with short-range oxygen diffusion at the crack tip

has been studied by several authors, see for example [21-23]. One of the important

factors to be considered in this process is oxygen partial pressure, P0 2, at the crack tip

material. The first clear demonstration of the effect of P0 2 was exhibited in the work

of Smith et al [24] on 316 stainless steel in which transition to higher crack growth rates

accompanied the increase in PG 2. Similar observations were made by, among others,

Michel and Smith [25], Stegmann and Shahinian [26] and Smith and Shahinian [27].

This transition was interpreted by Achter et al [28] in terms of the impingement rate of

oxygen molecules on successive rows of freshly exposed metal atoms at the crack tip.

The impingement concepts, see Ericsson [29], face the difficulty of providing an

explanation for the severity of damage that a monolayer of oxide could cause at the

crack tip. These concepts furthermore, cannot support the experimental observations

made, for example, by Smith and Shahinain [271 who reported that the effect of oxygen
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partial pressure on fatigue life of silver at 350'C is small compared to the effect at 20

and 150'C. An increase in the initial rate of oxygen adsorption has, however, been

observed with the increase of temperature in the 20-350TC range. A n o t h e r

interpretation of the influence of P0 2 on crack growth is related to the ability of oxygen

at different pressures to control the preferential formation of one given species of oxides

that may either shield or contribute to the crack tip damage process through the

passivation or the enhancement of the oxidation process, respectively. It is known, for

example, that oxidation of chromium as an alloying element produces a protective layer

of Cr203. If chromium diffusion in the alloy is too low to sustain the supply of

chromium at the scale/metal interface, less noble elements of the alloy, e.g. iron, will be

oxidized at the scale/metal interface. This will result in an increased reaction rate [2S].

Andricu [301 has used Auger Spectrometer analysis to examine the influence of PO2 on

the formation of selective oxides which were formed on deformed and non-deformed

free surfaces of specimens of Alloy 718 that have large grain size (100-200.m) as a

function of the oxygen partial pressure. By making an analogy between the steps of the

oxidation process on a deformed free surface and those along a grain boundary

oxidation path, a qualitative view of the grain boundary oxidation mechanism has been

proposed. A schematic of a two-stage crack tip oxidation mechanism is presented in

Fig. 6. At the start of the oxidation process, when atmospheric oxygen partial pressure

is available for the crack-tip material, the first oxides to form will consist of selective

oxidcs of FeO and NiO and their spincls. These porous oxides, which cannot serve as
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an oxygen diffusion barrier, would permit the continuous oxidation reaction at the base

grain boundary material. This process, during a time period equal to or less than the

oxide passivation time, tP, leads to a decrease in the oxygen partial-pressure at the

oxide/metal interface, thus providing the reaction kinetics required for the formation of

a denser sub-layer of Cr 20 3 oxide. This dense layer, which is thermodynamically stable

at high temperature, is considered protective in the sense that it limits oxygen diffusion

to the grain boundary material, thus resulting in a decrease in the oxidation reaction

rate as time elapses. When the build-up of the Cr2O 3 layer is fully completed no further

oxidation of the base material would take place and a condition of oxidation passivation

is said to occur. This two-stage crack-tip oxidation mechanism was validated

experimentally in the work Ghonem et al [311 on fine grain size (20-50gm) material of

Alloy 71S. They carried out crack growth measurement experiments on compact tension

specimens during which the formation process of a continuous oxide layer was disturbed.

This was achieved by the application of a loading spectrum including a minor cycle w,,ith

high frequency imposed on hold timc at minimum load. The crack growth rate

corresponding to these conditions was higher than that observed when the continuous

formation of the oxide layer was not disturbed. This result, detailed in Ref [311 and

shown in Fig. 7, indicates that, by delaying the formation of Cr20 3, the oxidation process

continued, resulting in a high crack growth rate.

b- Crack Tip Oxidation Shielding

12



An important result of the two-stage c jdation mechanism is the conclusion that

the rate of chromia (Cr 20 3) build-up at the crack tip controls the depth of oxygen

penetration along grain boundaries in the crack tip region. This build-up rate depends

primarily on the chromium existing in the affected grain boundary material which is in

part tran-yorted from the interior of the matrix via a mobile dislocation network. The

grain boundary/slip line intersections can thus be considered nodes at which chromia

build-up would be more rapid than in regions free of such intersections. If the

saturated chromia layer is looked upon as a shield against further oxygen diffusion, then

the higher the slip line density along a grain boundary fracture path, the lower the

oxidation-assisted fatigue crack growth rate along such a path. The slip line density

could be controlled by several methods, one of which is subjecting the test specimcn to

prior deformation; the higher the deformation is, the higher and more homogeneous the

slip line density is. Therefore, on the basis of the above assumption, when subjecting two

specimens having two different levels of pre-deformation conditioning to a loading

frequency which promotes interganular oxidation-assisted cracking, the specimen with

the higher degree of pre-deformation should provide a crack growth rate lower than

that in the specimen with the lower degree of pre-deformation. This oxidation notion

was examined by comparing the crack growth rate in two specimens of alloy 718 at

650'C; one with a prior 10% longitudinal deformation (thus higher slip line density)

while the second is without predeformation. Results of this comparison which is detailed

in Rcf.1321 and shown in Fig. 8 indicatc that the specimen with prior deformation has

13



exhibited lower crack growth rate.

The importance of these results lies in the possibility that high-temperature

intergranular oxidation properties of high-strength alloys can be modified through cold

working at room temperature or forging at relatively low temperature to enhance the

slip homogeneity at the crack tip region and thus produce a built-in intrinsic mechanical

resistance for high temperature fatigue crack growth.

MATERIAL VARIABLES

In this section, the role of material variables in influencing the crack tip oxidatin

and cosequently the related ntic-dependent damage process will be discussed. The

variables to be analyzed include chemical composition, precipitate size and morphology,

grain size and grain boundary morphology.

ROLE OF CHEMICAL COMPOSITION

The FCGR of Ni base superalloys under creep-fatigue conditions is strongly

dependent on the composition of the material [33}. Very minor compositional changes

can significantly modify the elevated temperature grain boundary resistance. Floreen

and Davidson [334, for example, observed that the creep crack growth resistance in

Alloy 718 was noticeably reduced when the material contained small amounts of boron
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(I0ppm) and zirconium (60 ppm). This beneficial effect was observed in air and not in

vacuum thus indicating, as mentioned before, the important role of environment. It was

also recently shown [351 that in Alloy 718 the substitution of chromium for iron tends

to decrease the FCGR at 538'C when the material is subjected to fatigue cycling with

a superimposed hold time. While no interpretation was given to this behaviour, one

could speculate that the result is due to the fact that increasing chromium concentration

tends to promote the formation of the protective Cr2 O 3 oxide film which was shown, in

the last section, to help retarded time-dependent crack growth. It is also worth

mentioning the work of Xie [36] which showed that Mg addition raises noticeably high

temperature tensile and stress rupture ductilitics and increases smooth and notch stress

rupture life. These modifications in mechanical properties were associated with changes

in the fracture mode; Mg addition tends to improve the resistance to intergranular

fracture. The basic role ofN M- which is believed to be segregated along the grain

boundaries is not yet fully understood. It is however, suggested that the addition of this

element produces a more globular and discrete shape of the 3 phase precipitated along

the grain boundaries. This change is believed to be beneficial in terms of improving the

resistance to oxidation and, hence, to time-dependent crack growth. It can also be

assumed that magnesium segregation along the grain boundaries plays a more

fundamental role in modi'ying the mechanisms of intergranular oxidation,i.e. in

changing the nature of the oxide film and thus in controlling the on,,xcn penetration rate

along the grain boundaries in the crack tip zone. This assumption which is speculative,

15
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at this time, deserves turther investigation.

MICROSTRUCTURE EFFECTS

The details of the Alloy 71S microstructure can have a significant effect on

influencing the oxidaticn assisted or time-dependent crack growth behaviour. To

illustrate this aspect, two metallurgical factors are examined here; the precipitate size

and morphology, and the grain size and grain boundary morphology.

a- Effect of precipitate size and precipitate morphology

The precipitate hardening heat treatment, see Table 1, can significantly influence

the elevated temperature grain boundary cracking resistance. Wilson [37], almost 25

years ago, showed that the creep cracking resistance of Alloy 718 was significantly

improved by a modification in the conventional heat treatment which produced larger

precipitates. Sadananda and Shahinian 1381 observed that the prolonged aging process

increases the tensile ductility of the alloy by nearly fifty percent. This increased ductility

was taken as a cause for the crack tip blunting which indirectly resulted in the decrease

of the matcrial sensitivity to environmental effects [391. Floreen and Kane [40] have also

observed that an overaging treatment (732 0C/4Sh) reduces the crack growth rates at low

frequencies when the material is tested in air environment, see Fig. 9. This observation

has been confirmed recently in the work of Zhcng and Ghoncm [41]. The primary
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influence of overaging is to homogenize slip distribution within the grains which is

favorable for the grain boundary resistance, as discussed in the previous section. Smith

and Michel [42] suggested that the improvement in crack growth resistance produced

by the modified heat treatment (higher solutioning temperature and longer aging time)

is likely to be a result of the alteration of dislocation interactions with Y" particles and

grain boundaries. Comparison of the slip line appearance for the conventional and

modified heat treatments at 427°C in vacuum revealed that the modified heat treatment

produced a microstructural condition conducive to homogeneous deformation which has

been found by Fournier and Pineau [43] to result in significant decrease in crack growth

rate. Another method which can be used to control the slip homogeneity in Alloy 718

is based on slight modification in the chemical composition (Ti, Al, and Nb) and in heat

treatment. It was shown that these modifications give rise to associated growth of Y'and

y" precipitates, and, in particular, to the shaped y' particles covered by y" platelet on

their six faces [441. This particular morphology has proved to be extremely stable after

long exposure at elevated temperature.

The fact that overaging reduces the FCGR can be considered a beneficial aspect

in material subjected to long exposure. Alloy 718 is relatively stable at 650'C as

indicated in the work of Brooks and Bridgesi [451. Long time exposure, however,

generates number of transgzranular and intergranular microstructural modifications [46].

Recent study by Radavich [47) showed that the y" coarsening rate obeys the classical

Lnuifshitz-Sloyozov-Wagner law, where the diameter of the disc-shaped particles increase
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as (tirn)'~ ", see Fig. It0. T-[his fig-ure showýs that an overaging treatment applied at 750'-

loads to significant increcase in -j size.

b- Ejfrct of grain size and grain botindaoy morphzology

Ini air envir-onmnirt, mnicrostructural parameiters particularly grain size and grain

boundary, morphology can be changed to produce orders of rnagnitude changes in high

tempej)rature crack groyth Wbbhaviour. Thamburaj er al [4Sj observed that hi,-h

te 'npecrattu re tat icu crack gromt h rate was nmch hastl i in 'i nc-~rained structure than in

coarse-crjained Structure for Alloy 718 at W3hC. Thus they deduced that oreOI severe

cramn boundary oxidlation can occur in relativel fine crained material due to the crecater

grain bouptdary area available adlong which rapidc, stress aIssis'ted d itfus'ion Of xCncanl

(wcui. Iho "wrk. 4 Jawn~ 149b. Smit andi MNihe 1501 and PcdIon and Pineanll. ýf I

al>') shok that the cSsPeOWNe ~tut~(i~r~crack gFOSIVI a rSO>tnc and the

nec1k!ace lliC r St rU CI- nrc!re uder the higchs Wligue crackr~t res\istnc Aca ýin. the

aittribute thi, gramn size effect on crack grtwh rate to the larcer eai-n boundary area

exp~~c 0 "'1 iv'o cnpnctrati,): in the fined-erainedl structure opr inmti h

(1-ill! 1)tuinlav\ tn ýl l2 iN ano~ther inlifvrianit ~ t ; tha't

tuftlo lN thc1 h i enprtuicik 1'\lom bchaviour. Ti a Til) r aj Ct "dl 14] ht\ e

p-ýintecd mit that au iuý1 itc ii 1ldr n1pAlc lwelpcl~c b, cni in 1> wndxr

J phasepiC ipte v.ill cub hinkv creepl dtlctilit\ ýuId rtesistutIC to highJ npe1u

ulcu crak '-o\\tlh 1.0 AlldlyUC au cmJ nhscixkv ilit the presece-c R



precipitates along the grain boundaries leads to an improvement in creep crack growth

resistance. Apart from the factor of irregular grain boundary morphology created by

8 phase particles, he suggested that this beneficial influence of 8 phase might be related

to grain boundary oxidation behaviour either because of the intrinsic oxidation

resistance of Ni 3Nb phase or because of the existence of oxygen traps formed along

grain boundaries.
While the effects of grain size and grain boundary morphology are important,

there have been a number of investigations [53-571 in which indirect evidence of an

inverse relationship between matrix y' and y" particle size and the sensitivity to

environmental embritlcment has been demonstrated. When the matrix precipitate is

veryc fine, dislocations cut the precipitate particles instead of bypassing them and are

confined to move in coplanar arrays, causing planar pile-ups and consequcntly, intense

stres, concentrations at grain boundaries and other obstacles to their motion. If at the

same time, the grain boundarv cohesive strength has been weakened as a result of an

oxidation cffect, intergranular cracking would be promoted. Beside.,, it is also thought

that in materials exlihiting predominantly planar slip character, oxyvgcn diffusion into

the material cani1 occur (Juite rapidlyv a h mg pla nes ot in tense dcformation at elevated

tCmperTaturcs and bc swept to the grain hou ndaries as a resul t it a solute-dislocalion

intcractiom [SS [ In the prc,,encc of more homiogencous slip, the n ullh•eCr of dislocation.s

alriviIng at a (Irain bnmndarN wmuld be reduced and consequently, the stress

conccntrations and oxmgc u t ilranspt to the cia in boundaries occurringi c due to a
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dislocation "sweep-in" mechanism will be reduced as well. Examining thin foils prepared

from regions immediately below fracture surfaces by means of TEM, Thamburaj et al

[48] observed that planar deformation was predominant in the case of existing the finest

y" particle size distributions, and the poor resistance of fatigue crack growth in this case

is consistent with the mechanism discussed above.

CONCLUSION

The role of different environmental and material parameters on the crack growth

performance and related mechanisms in Alloy 718 has been critically reviewed. In this,

observations related to the sensitivity of this alloy to variations in grain size and

morpiolog., precipitate size and oxygen partial pressure have been analyzed. Results

of these analyses have demonstrated that the interactive influence of each of these

operating parameters is governed by the degree of homogeneity of plastic deformation

and associated slip density in the crack tip zone. Under combined loading and material

conditions promoting homogencous plastic deformation with a high degrce of slip

density the contribution of the time dependent damage is limited giving rise to the

dominance of the cyclic damage effects. The corresponding crack growth mode is

essentially transgranular with a lower crack growth rate. On the other hand, under

conditions leading to inlhonio'eneous plastic deformation and lower slip density the
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contribution of time-dependent damage to the interoranular crack growth acceleration

is provided through the increased role of grain boundary oxidation and subsequent

fracture. The oxidation mechanism of the affected grain boundary path has been

described in terms of a two stage oxidation process which depends on the oxygen partial

pressure at the crack tip and the grain boundary chromium content. On the basis of the

view that the crack growth damage mechanism in Alloy 718 ranges from full cyclic-

dependent to fully environment-dependent dependizig solely on the slip character in the

crack tip region, a sensitizing approach to increase the alloy resistance to environmental

effect could be achieved by increasing the deformation homogeneity in the crack tip

region through cold working or lower temperature forginm.
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Conventional Heat Treatment (CHT)

Solutioning: 954°C fcr 1 hr then air cool or faster.
(Annealing)

Precipitation Aging: 718.3°C for 8 hrs, furnace cool to 621.1°C at a rate not
to (Duplex Aging) exceed 37.8°C/hr, hold at 621'C for 8 hrs and air
cool to room temperature.

Modified Heat Treatment (MMHT)

Solutioning: 1093TC for 1 hr, furnace step cooled at 38°C/hr to
below 538'C, He cooled to room temperature.

Precipitation Aging: 718.")'C for 4 hr step cooled at 3-I.SOC/hr to 621'C for
16 hr, then He cooled to room temperature.

Table I Heat Treatments of Alloy 718
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FIGURES CAPTIONS

Fig. I Comparison of fatigue crack growth rates in air and vacuum (frequency 0.05
Hz, temperature 6S0°C).

Fig. 2(A) Slip line traces corresponding to high frequency loading at AK = 27 MPavm.

Fig. 2(B) Slip line traces co-responding to low frequency loading at different AK values
a) 21 MPaVm, b) 27NMPa!m, c) 38 MPaVm .

Fig. 3 Effect of frequency on fatigue crack growth rate of Alloy 718 at R = 0.1 for
different temperatures, grain sizes (S 20-50 Am, L = 150 4m) and AK
levels.

Fig. 4 Intereranular diffusion rate of oxygen, X, vs hold time, th, imposed at
minimum load for different AK levels.

Fig. 5 da/dN vs AK for both experimentally and theoretically predicted results.

Fig. 6 Suggested mechanism of two stages grain boundary oxidation mechanism (30).

Fig. 7 Effect of hold time at minimum load as xkell as effect of minor cycle
superimposed on hold time at minimum load.

Fig. 8 Effect of predeforniation on crack growth rate in alloy 718 at 6500 C.

Fig. 9 Comparison of fatigue crack growth rates with and without prolonged thermal
exposure.

Fig. i0 Variation of the length of isolated y" precipitates during o\cracine.
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