
UNCLASSIFIED

AD NUMBER
AD080454

CLASSIFICATION CHANGES

TO: unclassified

FROM: confidential

LIMITATION CHANGES

TO:
Approved for public release, distribution
unlimited

FROM:

Distribution authorized to U.S. Gov't.
agencies and their contractors;
Administrative/Operational Use; 19 DEC
1955. Other requests shall be referred to
National Aeronautics and Space
Administration, Washington, DC.

AUTHORITY
NASA notice dtd 10 Dec 1958; NASA TR
Server website

THIS PAGE IS UNCLASSIFIED



UNtICLASSIFIE D
I*1All

Ino

Afrme d Services Technical Information fgency
.1 ARLINGTON HALL STATION

______ ARLINGTON 12 VIRGINIA

~FOR'

MICRO-CARD

CONTROL 
ONLY

NO9TICE: VJ3EN GOVERNMENT OR OTHER DRAWINGS, SPCFC TO SO THER DATA

IX) FOR ANY PURPOSE OTHER THAN IN CONNECTION WITH A DEFINITELY RELATED
GOVERNMEN1T ?ROCUREMENT OPERATION, THE U. S. GOVERNMENT THEREBY INCURS
NO RESPONSIBILITY, NOR ANY OBLIGATION WHATSOEVER; AND THE FACT THAT THE

VGOVERNMEN~T k(AY HAVE FO)RMULATED, FURNISHED, OR IN ANY WAY SUPPLIED THE
8) SAD DRAW21G11, SPECIFICATIONS, OR OTHER DATA IS NoT TO BE REGARDED BY
IMPLICATION1. CR OTHERWISE AS IN ANY MANNER LICENSING THE HOWMER OR ANY OTHER
PERSON OR ('ORPORATION, OR CONVEYING ANY RIGHTS OR PERMISSION TO MANUFACTURE;l

* USE OR SELL ANY PATENTED INVENTION TRAT MAY IN ANY WAY BE RELATED THERETQ

CLASS)olIFI CATION CHANGED TO UINCLASSIFIE ,

BY AU)THORITY OF A S TI A RECLASS. BULLETIN

Date~ Signe 2A ( '2  4~
ObFFICE -SECURITY ADVISOR



CON FI DENTIAL Copy

'-4%$

-n

RESEARCH MEMORANDUM

TURBOJET E!NGINE INVESTIGATION OF EFFECT OF THERMAL

SHOCK INDUCED BY EXTERNAL WATER-SPRAY

COOLING ON TURBINE BLADES OF FIVE

HIGH -TEMPERATURE ALLOYS

By John C. Freche and Robert 0. Hickel

Lewis Flight Propulsion Laboratory

Cleveland, Ohio

CLASSIFIED DOCUENT

This material contains information affectlng the National Defense of the United States within the meaning
of the espionage laws, Title 18, U.S.C., Secs. 793 and 794, the transmission or revelation of which In any

manner to an unauthorized person is prohibited by law.

NATIONAL ADVISORY COMMITTEE
FOR AERONAUTICS

WASH I NGTON
December 19, 1955

CONFIDENTIAL5 5 AA571. °



NACA RM E55J17 CONFIDENTIAL

NATIONA-L ADVISORY COMMITTEE FOR AERONAUTICS

RESEARCH MEMORANDUM

TURBOJET ENGINE INVESTIGATION OF EFFECT OF THERMAL SHOCK INDUCED BY

EXTERNAL WATER-SPRAY COOLING ON TURBINE BLADES OF
0 FIVE EIGH-TEMPERATURE ALLOYS

By John C. Freche and Robert 0. Hickel

SUMMARY

The thermal-shock effect of water-spray impingement upon turbine ro-
tor blades subjected to rated engine operating conditions was determined
in an investigation of external water-spray cooling. A centrifugal-compressor engine, modified to permit water injection from orifices in
the rotor blade bases and from stationary orifices in the stator, wasFe
employed.

The engine was operated at rated speed (11,500 rpm) and a turbine
inlet-gas temperature of 16250 F. Turbine-blade cooling water was turnedon and off in cycles which employed either sudden or gradual injection of:
cooling water. A total equivalent coolant-to-gas flow ratio of 0.032
through both the stationary and rotating injection system was maintained
to provide uniform cooling over the entire turbine blade surface.

The S-816 test blades withstood 40 cycles with sudden water injection
without cracking while subjected to a centrifugal stress of 25.,700 pounds(i per square inch at the blade root. Cracks along the blade trailing edges
and in some cases along the leading edges appeared after 20 cycles with
the Nimonic 80 blades, after 11 cycles with the Inconel X blades. and
after 9 cycles with the HS-21 blades. The Guy alloy blades failed at the
first application of water sprays. Gradual water injection did not im-
prove thermal-shock test results.

INTRODUCTION

External water-spray cooling of gas-turbine blades as a means of per-* o mitting short periods of increased thrust operation is being investigated
at the NACA Lewis laboratory. The phase of the investigation reported
herein deals with the heat-shock effect of introducing water to the blade
surfaces at conditions of high blade stress and blade temperature.
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2 CONFIDENTIAL NACA RM E55J17

The mechanism of the spray cooling process and the gains in thrust
possible with spray cooling are considered analytically in reference 1.
Experimental verification of this analysis is provided by the tests re-
ported in reference 2 which showed a 20-percent increase in rated thrust
at 107 percent rated speed and a 20000 F inlet-gas temperature with a
centrifugal-compressor engine modified for spray cooling. The problem
of nonuniform blade spray coverage which caused failure-inducing blade-
temperature differences is considered in references 1, 3, and 4. A
water-injection configuration was evolved which resulted in virtually 0
constant temperatures over the entire blade surface (ref. 4). In order
to facilitate these investigations, however, the blade-thermal-shock
aspect was deliberately minimized by turning on the water sprays simul-
taneously with the engine starts.

The investigation reported herein was initiated to determine whether
turbine blades subjected to high centrifugal stress and inlet-gas tempera-
tures could withstand the thermal shock induced by the repeated impinge-
ment of water sprays. The single-stage turbine of a centrifugal-
compressor turbojet engine was modified to provide the most effective
water-injection configuration as determined in reference 4. This con-
figuration consisted of water-injection orifices in the rotor blade bases
and stationary injection orifices in the stator diaphragm. Cyclic opera-
tion generally consisting of 2 minutes at an 0.032 total equivalent
coolant-to-gas flow ratio (equivalent flow rate of about 17 gal/min) and
5 minutes without spray cooling was conducted at rated engine speed and
a 16250 F turbine inlet-gas temperature until blade failure was encoun-
tered. Test blades of five high-temperature turbine blade alloys were
employed.

APPARATUS

Turbine Blades

Fifty unmodified production blades of S-816 material and four test
blades comprised the complete turbine rotor and blade assembly. The four
test blades were of the same profile as the production blades and were
modified to include five rater-injection orifices in the base as shown
in figure 1. The injection orifices were 0.031 inch in diameter and were
located along the suction surface. Test blades of two alloys (two of one
alloy and two of another) were always installed for any period of cyclic
operation. Test blades were made of five high-temperature alloys. The
alloys investigated were wrought S-816, Nimonic 80, Inconel X. cast HS-21,
and cast Guy alloy. The first four alloys were chosen because they are
commonly used in aircraft turbine blades and the thermal-shock effect of
spray cooling on such blades should be known in order to evaluate aircraft
application of turbine spray cooling. Guy alloy, although not commonly
used, shows promise for high-temperature, high-stress applications and
was therefore included.
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Engine Modifications

The engine used in this investigation was a production turbojet en-
gine that was modified to permit water-spray cooling of the turbine rotor
blades. Two water-spray systems were employed simultaneously with the
test blades. The details of both systems are given in reference 4, but
a brief description of each is presented herein.

Rotating injection system. - The rotating injection configuration

employed in this investigation was one that provided nearly uniform cool-
0 ing of the blade when used in conjunction with the .proper stationary in-

jection configuration (ref. 4). Various components of the rotating in-

jection system are illustrated in figure 2 and the design details are
described in reference 4. The four test blades provided with injection

orifices in the blade base were spaced at approximately 90° intervals
around the rim of the turbine disk. Water was supplied to a stationary
manifold (fig. 2) through stainless steel tubing and discharged to the
rotating gutter on the rear face of the rotor. The water then flowed

radially through four :liquid-transfer tubes, which were fastened to the
rotor rear face, and into axial passages in the rotor rim directly beneath
each of the test blades. The maximum water flow rate for any rotative

speed was established by the metering action of 0.015-inch-diameter flow-
p control orifices located in plugs force-fitted into the rotor above the

rotor axial passages. Centrifugal force on the water permitted it to
bridge the slight clearance space between the rotor and blades. Water
then flowed throi" ;h the drilled passages in the rotor blade base and onto
the blade surface through the injection orifices. In order to minimize
the possibility of clogging the small flow-control orifices, distilled
water was used in the rotating injection system.

St.tionary injection system. - Both the location and the size of the

stationary injection orifices were the same as those that provided the

most uniform blade temperature distribution in conjunction with the ro-
tating injection orifices of reference 4. The stationary injection sys-
tem was similar to that employed in reference 2. Figure 2 illustrates
the location of one of the stationary orifices in t-h inner ring of the
stator nozzle diaphragm. Two orifices, 0.200 inch in diameter, located

1800 apart on the inner ring of the stator diaphragm were employed.

Because of the relatively large diameter of these orifices, the probabil-

ity of clogging was not great and city water was employed in the station-

ary injection system.

Instrumentation

The general engine instrumentation is described in detail in refer-

ence 2. Engine air flow, fuel flow, speed, and tail-pipe gas temperature

were measured. In order to avoid slotting the blade surfaces and weaken-

ing the blades, no thermocouples were inst!olled on the turbine blades.
Separate rotameters were used to measure the rates of water flow through

the rotating and stationary injection systems.

CONFIDENTIAL
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PROCEDURE

All engine operation was conducted at sea-level ambient conditions.

In order to subject the turbine rotor blades to thermal shocks similar
to those encountered in a spray-cooled aircraft engine, a cyclic type of

operation utilizing both water-injection systems was employed. First the
engine was brought to rated speed (11,500 rpm) and a turbine inlet-gas
temperature of about 16250 F. Then water was introduced to the rotor
blades simultaneously through both the stationary and rotating injection o

orifices. Similarly, in an aircraft installation, once the engine

had reached full power, spray cooling would be applied to obtain the
added thrust necessary for combat or maneuver.

For the first type of cyclic operation (sudden injection) reported
herein, 4 seconds were required to bring the cooling-water flow rate from
zero to the maximum rate desired. Injection of water was continued for
2 minutes, and then the flow was reduced from the maximum rate to zero
flow in 4 seconds. Then followed 5 minutes of uncooled engine operation
at rated conditions, after which the entire procedure was repeated. The
second type of cyclic operation (gradual injection) differed in the time
required to introduce and shut off the water flow. In this type of cycle,
30 seconds were required to bring the water flow rate from zero to maxi-

mum. Injection was continued at the maximum flow rate for 2 minutes, and
then the flow was reduced to zero in 30 seconds. There followed 4 minutes
of uncooled operation at rated engine conditions, after which the entire
procedure was repeated. In both types of cycle the maximum flow rate was
equal to a total equivalent coolant-to-gas flow ratio of 0.032. The term

equivalent coolant-to-gas flow ratio is employed in order to evaluate flow
rates through the rotating injection system with respect to the flow rates
through the stationary injection system. Only the four test blades were
cooled with the former system; therefore, the actual flow values were much
less than those for an entire set of cooled blades. The stationary sys-
tem cooled the entire set of blades. Consequently, an equivalent flow
equal to that required for cooling the entire set of blades with the ro-
tating injection system was used in computing total coolant-to-gas flow
ratio. The total equivalent coolant-to-gas flow ratio of 0.032 was re-
quired to provide uniform chordwise blade temperature distributions for
this turbine, as demonstrated in reference 4. In order to minimize blade
chordwise temperature differences, the rotating-system equivalent flow
rate was maintained at twice that of the stationary system (ref. 4).

All the test blades were subjected to the sudden-injection type of
cyclic operation. Test blades of two alloys, HS-21 and Inconel.X, were
also subjected to gradual-injection operation. Two test blades of one
alloy and two of another were Pivestigated during any period of cyclic
operation. Test blades were given-X-ray and Zyglo inspection prior to
installation. Zyglo inspection of the test blades as well as of several
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of the blades cooled only by the stationary injection system was made
after approximately every 10 cycles. If the examination showed evidence
of cracks, the blades were not tested further. If inspection revealed
no cracks, the blades were reinstalled in the engine and operation was
continued for another 10 cycles. A total of 40 cycles was arbitrarily

selected as being representative for a military aircraft spray-cooling
installation, assuming one application per mission, and this figure was
set as a limit for the test blades. The remaining blades (unmodified for

Cinjection through the blade bases) were left in the engine throughout the
Qentire test unless Zyglo inspection revealed cracks.

0

The procedure followed in this investigation did not entirely dupli-
cate an aircraft spray-cooling application. In order to minimize mechani-
cal difficulties with other parts of the engine, the turbine speed and
inlet-gas temperature were not raised above rated once the coolant was
introduced. The effect that the added stresses imposed by higher operat-

ing speeds would have on blade life is not known, although figure 8 of
reference 2 indicates a substantial margin of safety between the allow-
able stress for the cooled condition and the operating stress for 107
percent rated speed. As stated previously, the water sprays were turned

on and off at rated engine speed and a 16250 F turbine inlet-gas tempera-
ture; thus, the engine operating conditions at the instant of water in-
jection and shut-off were similar to those that would occur in an air-
craft spray-cooling application for the engine investigated. Consequent-
ly, the procedures employed herein are considered valid in determining
whether or not spray cooling can be applied without causing immediate
thermal-shock blade failures. The present investigation does not attempt
to determine the long-range effect of these shocks on blade life. This
is another factor that should be considered before the practicability of
spray cooling can be assured.

RESULTS AND DISCUSSION

A summary of the results obtained with both types of cyclic opera-
tion is presented in table I.

Results with Blades Modified for Rotating Injection

Tests with sudden water injection. - As shown in table I, only one
of the five blade alloys investigated, S-816, showed no failure cracks
after 40 cycles of operation with sudden water injection. Three blade
alloys, Nimonic 80, Inconel X, and HS-21, withstood fewer cycles before

cracks were initiated. Cracks in the trailing edge, between the 2/3 and
3/4 span position, were observed after 20, 11, and 9 cycles, respectively,
with these blades. In the case of the Inconel X blades, similar cracks
were observed at the leading edge at about the same spanwise position.

CONFIDENTIAL
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Figure 3 shows an HS-21 blade after 9 cycles. The trailing-edge cracks
illustrated in this figure are typical of all those encountered. The
fifth blade material, Guy alloy, failed immediately upon introduction of
the water during the first cycle. Figure 4 shows the root section of a
failed Guy alloy blade. Failure occurred at the blade root section in
both Guy alloy test blades. The generally brittle nature of the material
probably played a major role in this result. X-ray examination of these
Guy alloy blades prior to operation indicated casting imperfections in
one blade that may also have contributed to the blade failures. o

Tests with gradual water injection..- Two of the blade materials,cK
HS-21 and Inconel X, were investigated under conditions of gradual water
injection as a means of reducing the thermal-shock effect. The test
blades of these materials had cracks similar to (and in one case even
more pronounced than) cracks in the blades investigated under conditions
of sudden water injection. Figure 5 shows an HS-21 blade after 10 cycles
with gradual water injection. The cracks occurred at about the same span-
wise position as on one of the HS-21 blades tested with sudden water in-
jection. The Inconel X blades both showed a pronounced crack at the lead-
ing edge as well as smaller cracks at the trailing edge after 10 cycles.
Figure 6 shows one of the Inconel X blades after 10 cycles utilizing grad-
ual water injection. A large crack at the leading edge, approximately at
the 2/3-span position is clearly visible. A similar crack was observed
on the other Inconel X test blade. Slight trailing-edge cracks were ob-
served but are not apparent in this figure. Comparison of these results
with those for sudden water injection indicates that no improvement in
blade life resulted for HS-21 and Inconel X blades, and further tests with
gradual water injection were abandoned.

Results with Blades Unmodified for Rotating Injection

No cracks were observed in the standard rotor blades, which were made
of S-816 alloy. These blades remained in the rotor during all the sudden-
water-injection cycles (40) and all the gradual-water-injection cycles
(10). Since these blades were cooled only by the stationary injection
system, large chordwise temperature differences were imposed in the tip
region (ref. 2) while there was a maximum water flow rate. These tem-
perature differences did not occur in the blades modified for rotating
injection (ref. 4), so the unmodified blades were actually subjected to
a more severe test. The total of 50 cycles without a failure under these
conditions further points out the usefulness of S-816 blades in spray-
cooling applications. Although these blades satisfactorily withstood the
thermal-shock aspect of water injection from stationary orifices, there is
an undesirable effect on blade life due to prolonged operation with large
chordwise temperature differences at the blade tip (ref. 2). As a con-
sequence, the life of these blades should not be as long as that of the
test blades that were cooled by both the rotating and stationary injec-
tion systems.

CONFIDENTIAL
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GENERAL COMMENTS

The foremost result of the present investigation is that a current-
production-alloy (S-816) turbine blade can withstand the repeated sudden
impingement of water sprays without cracking while subjected to high
centrifugal stress. Another factor should be considered, however, par-
ticularly with regard to the blade materials that showed cracks after

fewer cycles. The blade centrifugal stress in this investigation was
25,700 pounds, per square inch at the blade root, probably as high a stress

level as current design practice considers feasible for uncooled blades.0 At a lower centrifugal stress the effect of thermal stresses induced by
water impingement would probably not be as disastrous. Consequently, the

other blade materials investigated may prove to be satisfactory for spray-
cooling applications in lower-stressed turbine blades. It should also be

noted that changes in the heat treatment of these blades may provide more
satisfactory resistance to thermal shocks.

SUMMARY OF RESULTS

The results of an investigation to determine whether turbine blades
subjected to high centrifugal stress (25,700 psi) at the blade root and

high gas temperature (1625 F) can withstand thermal shock induced by the

repeated impingement of water sprays are as follows:

1. Blades made of S-816 material withstood 40 cycles of operation
with sudden water injectJ on without cracking. I

2. Cracks appeared along the blade trailing edges and in some cases
along the leading edges after 20 cycles with Nimonic 80 blades, after 11
cycles with Inconel X blades, and after 9 cycles with HS-21 blades. Guy
alloy blades failed at the first application of water sprays.

3. The use of gradual water injection did not improve thermal-shock
test results.

Lewis Flight Propulsion Laboratory
National Advisory Committee for Aeronautics

Cleveland, Ohio, October 17, 1955

REFERENCES

1. Frche, John C., and Stelpflug, William J.: Investigation of Water-

Spray Cooling of Turbine Blades in a Turbojet Engine. NACA RM

E53A23, 1953.

CONFIDENTIAL



8 CONFIDENTIAL NACA RM E55J7

2. Freche, John C.. and McKinnon, Roy A.: Investigation of Turbojet En-
gine Performance at Speeds and Gas Temperatures Above Rated Using
Turbine-Blade External Water-Spray Cooling from Stationary Injection
Orifices. NACA RM E54G30, 1954.

3. Freche, John C., and McKinnon, Roy A.: Experimental Investigation of
Several Water-Injection Configurations for Turbine-Blade Spray Cool-
ing in a Turbojet Engine. NACA RM E53H06, 1953.

4. McKinnon~ Roy A., and Freche, John C.: Experimental Investigation of 0
External Water-Spray Cooling in a Turbojet Engine Utilizing Several 0)
Injection Configurations Including Orifices in the Rotor-Blade Bases.
NACA RM E54K29a., 1955.

CONFIDENTIAL



Auk-

NACA RM E55J17 CONFIDENTIAL 9

TABLE I. - SUMMARY OF THERMAL-SHOCK TESTS

Blade Engine Turbine Type of cycle Number of Results
o material speed, inlet- cycles

rpm gas before
tempera- blade
ture, damage

S-816 ll,500 1625 Sudden water 40 No blade damage

injection
Nimonic 20 Trailing-edge

80 cracks at 2/3

and 3/4 span
Inconel X 11 Trailing- and

leading-edge
cracks at 3/4
span

HS- 21 9 Trailing-edge
cracks at 2/3
and 3/4 span t

Guy alloy 0 Blades failed at
base immediate-

ly upon intro-
duction of water

Inconel X Gradual water 10 Trailing- and
injection leading-edge

I cracks at 2/,3
span

HS-21 10 Trailing-edge
cracks at 3/4

span
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Figure 1. -Turbine rotor blade modified for water injection.
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C

Cracks

64

-' C- 39788

Figure 3. -HS-21 spray-cooled turbine blade with cracks in trailing edges after
nine cycles of7 operation with sudden water injection,
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Cr!96C

C- 9628

Figie ~5. - fS-21 spray-cooled turbine blade with cracks in trailing edge after
10 cycles of operation with gradual water injection.
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