
1SCiEntifiC RePoRtS |         (2018) 8:16487  | DOI:10.1038/s41598-018-34595-1

www.nature.com/scientificreports

Surface potential and thin film 
quality of low work function metals 
on epitaxial graphene
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D. K. Gaskill1

Metal films deposited on graphene are known to influence its electronic properties, but little is known 
about graphene’s interactions with very low work function rare earth metals. Here we report on the 
work functions of a wide range of metals deposited on n-type epitaxial graphene (EG) as measured by 
Kelvin Probe Force Microscopy (KPFM). We compare the behaviors of rare earth metals (Pr, Eu, Er, Yb, 
and Y) with commonly used noble metals (Cr, Cu, Rh, Ni, Au, and Pt). The rare earth films oxidize rapidly, 
and exhibit unique behaviors when on graphene. We find that the measured work function of the low 
work function group is consistently higher than predicted, unlike the noble metals, which is likely due 
to rapid oxidation during measurement. Some of the low work function metals interact with graphene; 
for example, Eu exhibits bonding anomalies along the metal-graphene perimeter. We observe no 
correlation between metal work function and photovoltage, implying the metal-graphene interface 
properties are a more determinant factor. Yb emerges as the best choice for future applications 
requiring a low-work function electrical contact on graphene. Yb films have the strongest photovoltage 
response and maintains a relatively low surface roughness, ~5 nm, despite sensitivity to oxidation.

Graphene, a single atomic layer of sp2 bonded carbon atoms arranged in a hexagonal lattice, has remarkable 
photonic properties, absorbing approximately 2.3% of incoming light in the infrared to ultraviolet range1–3. These 
photonic properties, when considered in combination with graphene’s high Fermi velocity, high mobility, and rel-
ativistic quantum electronic transport, suggest the opportunity to create a variety of unique photonic devices4–9. 
Among these devices, graphene optical detectors have been demonstrated with light intensity modulations of 
40 GHz without degradation of the photoresponse, and transfer data as fast as 12 Gbits s−1 10–12. Such devices 
have great potential for use in the development of faster data transfer networks for optical telecommunications. 
Graphene optoelectronic devices operating in the terahertz gap between 0.1 and 10 THz are even more promis-
ing13–16, as THz technology in this range is emerging as a potential solution for a variety of problems in fields as 
diverse as cancer detection, atmospheric monitoring, and security screening17–19. Graphene’s two-dimensional 
lattice affords limited opportunities for lattice-electron energy loss20–22, thereby causing absorbed THz radiation 
to induce a hot-carrier effect, a useful mechanism for THz detection20–22. Graphene-based THz detectors cur-
rently achieve responsivities as high as 400 V W−1 and there are good indications for potential improvement18,19,23.

While conventional semiconducting photodiodes utilize a P-N junction, efficient graphene devices can be 
fabricated with a single strip using different metals for the source and drain contacts11,23. Metal films can dope 
graphene, causing junctions to form at the edge of each contact, thus generating a photoresponse when illu-
minated24. Scanning photocurrent measurements across metal-graphene-metal junctions reveal that the photo-
response is maximized near each metal-graphene junction, but vanishes in the center of the channel21,25,26. The 
photoresponse is dependent upon a combination of photovoltaic effects from the induced electric field and pho-
tothermoelectric effects from the Seebeck coefficient differences of differently doped graphene11,27–29. The mech-
anism is similar to the hot-carrier dominated photoresponse at graphene P-N junctions28. Moreover, the amount 
of doping induced by the metal is largely determined by its work function, φ24. This is important in detectors 
because using different metals at the source and drain creates an asymmetry that induces a net photoresponse, 
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with the magnitude determined by the Δφ of the two metals; this means that the maximum response should be 
obtained using contacts with the largest work function difference. Photodetectors operating in both the telecom-
munication and THz spectrum have already been developed using this type of architecture11,23. While back gat-
ing can improve performance, passive THz devices have responsivities as high as 200 V W−1 23. This asymmetric 
contact design enables rapid and wafer-scale fabrication of graphene devices by minimizing processing steps and 
reducing the need for split gating.

Despite the usefulness of metal-graphene junctions, little published work exists that quantifies the behavior of 
different work function metals on graphene that can aid the optimization of device design and fabrication. While 
there has been extensive work on graphene-metal contacts, these studies largely pertained to achieving low con-
tact resistance and have focused on metals with high work functions11,23,26,28,30–35. Therefore, a preliminary study 
of the qualitative interactions between graphene and metals with a large range of φ is essential for various appli-
cations including photodetectors utilizing metal contacts that induce a voltaic asymmetry. There is very limited 
research on low work function thin films on graphene. The majority of graphene studies involving erbium and 
ytterbium metals use the metals as dopants in laser fibers36,37, while europium oxide films on graphene are used 
for spintronics due to EuO’s ferromagnetic capabilities38–40, and yttrium oxide is used as a high κ dielectric41,42. 
However, to our knowledge there are no studies in the literature that characterize these metals or their oxides for 
their capability to function as an electrical source/drain contact. For example, pairing a low work function con-
tact with a noble metal should result in improved performance of graphene-based two-terminal photodetectors.

In this study, we deposit metals with work functions ranging between 2.5 eV and 5.8 eV on graphene grown 
epitaxially on SiC via Si sublimation. We find a discrepancy between the reported and measured values of φ for 
the low work function category, with the measured φ consistently higher than expected. A number of metals 
introduce significant processing challenges and unique characteristics when deposited on graphene. Er and Pr 
films form micrometer-sized topographic features likely due to adhesion issues and complications from volumet-
ric changes during rapid oxidation. Eu films exhibit unique phonon signatures when on graphene. A thorough 
examination of the graphene-metal interface at the Er film edge shows evidence of disorder in the graphene 
lattice, suggesting that sp3 bonding or oxidation of the graphene lattice may occur during metal oxidation. For Eu 
deposition, we also report on a redshift in the graphene Raman spectrum, possibly due to Eu-adsorption or Eu 
intercalation with the graphene lattice4. A preliminary analysis of photoresponse uncovers no correlation between 
photovoltage and surface potential, with the photovoltage values largely determined by the physical characteris-
tics of the metal-graphene interface. Of the rare earth films studied, Yb films are the most encouraging because 
they exhibit the strongest photoresponse and smallest surface roughness.

Results and Discussion
Figure 1 shows examples of AFM and KPFM scans used for the metals in this study. Figure 1a is an AFM scan 
of EG with an Er metal pad overlapping a Au metal pad. The region of the Er pad that overlaps the Au is clearly 
visible in the center of the scan, due to the increased height (Fig. 1b). From the line profile (Fig. 1b), the height of 
the Au and Er pads are 25 nm and 100 nm, respectively, and are consistent with the metal evaporation conditions 
for this sample. The step edges of the SiC substrate in both the uncovered EG and underneath the metal pads are 
observed to run diagonally from the bottom left to the top right of the image. Figure 1c is a KPFM image of the 
same scan area measuring the relative surface potential, with Er and Au having low and high potentials, respec-
tively. From the line profile (Fig. 1d), the potential difference between the Er pads and the Au pads and graphene 
is −1.39 ± 0.04 eV and +0.33 ± 0.04 eV, respectively. On the left side of Fig. 1c, the bright diagonal lines corre-
spond to the step edges. The corresponding troughs and peaks in the surface potential of the graphene side in 
Fig. 1d correspond to differences in the graphene potential between terraces and step edges. We measure this dif-
ference to be 0.11 ± 0.04 eV, with a higher potential for the graphene along the step edges where 2 or 3 monolayers 

Figure 1. (a) AFM and (c) KPFM scans over a lateral range of 50 μm overlapping Er and Au pads on EG and 
(b,d) are the corresponding line scans taken from the indicated dotted region. The 100 nm and 25 nm heights of 
the Er and Au pad are clear in the AFM line scan, with a 25 nm jump at the point of overlap. Such distinctions 
are nonexistent in the KPFM line profile (d) as the surface potential is determined by only a few layers near the 
surface. The potential difference between 1 ML graphene (located at the terraces) and 2 ML graphene (located at 
the steps) is extracted from the graphene portion of the KPFM scan (from 0 to 12 μm) and is 0.11 eV. The bumps 
in this portion of the KPFM line profile corresponds to the surface potential change due to 2 ML of graphene.
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(ML) of graphene are present (inset in Fig. 1d). This value is consistent with other reports which measure the 
difference as 0.135 ± 0.009 eV and 0.11 ± 0.02 eV43,44.

We note here an important characteristic of KPFM scans. For the metal thicknesses used, KPFM measure-
ments are not sensitive to sample (deposited metal) topography and, in the absence of chemical reactions, only 
depend on the material properties near the surface. This characteristic is exemplified by the Er scans. The inter-
face where the Er pad overlaps the Au pad is not visible in KPFM (Fig. 1d). Yet, the SiC step edges underneath 
the metals are readily seen in the AFM image (Fig. 1a). We performed an additional test of this characteristic by 
depositing Eu, Y, Pt, and Ni on a gold-coated n-type Si wafer. The measured surface potential differences (SPD) of 
these metals with respect to Au on Si were identical to those measured on EG/SiC substrates. The only exception 
to this characteristic is in the case of Y and Cr films, as these react to form another compound; this is discussed 
below.

A summary of the reported (φR) and calculated work functions (φM) of the metals deposited in this study, as 
well as the measured SPD between the metal film and graphene (SPDM-G) is found in Table 145,46. The measured 
values and variance presented in Table 1 are found from averaging 5–7 different pads for each corresponding 
metal and their associated interfaces. We assume the work function for polycrystalline Au, φAu, is 5.10 eV based 
on referenced values of Au and the SPD between Au and graphene46–48. We use this value as our comparative 
reference to calculate the work functions for graphene and the other metals using the measured surface potential. 
For example, to calculate the work function of EG on a terrace using data found in Fig. 1c, we compare the SPD 
between graphene and gold. We measure the SPD directly from the KPFM measurement values and then use the 
charge of an electron (q) and the value of φAu to find φG. 

= −−SPD KPFM KPFM (1)G Au G Au

Φ
Φ

=
+ −SPD

q (2)G
Au G Au

We obtain φG = 4.77 ± 0.04 eV. We find this value of φG is the same for all samples used in this work. 
Furthermore, the value is consistent with other reports for 1 ML EG49–51. For the deposited metals, the calculated 
work function values, φC, in Table 1 are calculated from Eq. 3 using φG = 4.77 ± 0.04 eV.

Φ
Φ

=
+ −SPD

q (3)M
G M G

Figure 2a shows a plot of φC vs. φR, while Fig. 2b shows the difference φC − φR vs. φR. From Fig. 2a, the high 
work function metals have measured values above and below the φC = φR line, whereas the low work function 
metals are consistently measured at values greater than what is reported previously and are spread over a wider 
range. The metals with the lowest and highest work functions reported in the literature are Eu and Pt with values 
2.50 eV and 5.65 eV, respectively. However, the metals with the lowest and highest surface potentials measured 
here are Y and Pr with 3.27 ± 0.09 eV and 5.31 ± 0.07 eV, respectively. The measured values of Er and Pr changed 
over time. Immediately after removal from the vacuum chamber at t = 0 min, we measured SPDEr-G and SPDPr-G 
to be −1.53 ± 0.04 eV and +0.10 ± 0.03 eV, respectively. An hour later at t = 60 min we measured SPDEr-G and 
SPDPr-G to be −1.39 ± 0.04 eV and +0.54 ± 0.03 eV, respectively. Both Er and Pr will be discussed in depth later 
in the manuscript.

Metal
Reported ΦR 
(eV) SPDM-G (V) ΦC (eV)

RMS Surface 
Roughness (nm)

Europium 2.5045,46 −1.03 ± 0.02 3.74 ± 0.06 36 ± 5

Ytterbium 2.6045 −1.13 ± 0.02 3.64 ± 0.06 5.0 ± 0.3

Praseodymium 2.7046 +0.10–0.54* ± 0.03 4.87–5.31* ± 0.07 140 ± 20

Yttrium 3.147,48 −1.50 ± 0.05 3.27 ± 0.09 2.7 ± 0.2

Erbium 3.1245 −1.53–1.39* ± 0.04 3.24–3.38* ± 0.08 60 ± 10

Chromium 4.547,48 +0.33 ± 0.01 5.10 ± 0.05 1.4 ± 0.3

Copper 4.6547,48 +0.36 ± 0.05 5.13 ± 0.09 1.6 ± 0.3

Rhodium 4.9847,48 +0.38 ± 0.03 5.15 ± 0.07 3.3 ± 0.6

Nickel 5.1547,48 +0.02 ± 0.04 4.79 ± 0.08 1.6 ± 0.2

Gold 5.1046–48 +0.33 ± 0.04 5.10 1.3 ± 0.1

Platinum 5.6547,48 +0.41 ± 0.04 5.18 ± 0.08 1.5 ± 0.3

Table 1. KPFM Surface Potential and Photovoltage Measurements on Graphene with various deposited 
metals using a Au standard. Measurements were done in the laboratory ambient at room temperature and the 
rare earth metals may be partially oxidized which approximates real world conditions. The value of the work 
function of graphene was calculated to be ΦG = 4.77 ± 0.04 eV. The various headings in the table are defined in 
the text below. The pre-metal deposition roughness of graphene was measured as 1.7 ± 0.2 nm. *SPD changed 
over time. The asterisked value corresponds to the SPDM-G at t = 60 minutes.
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For the high work function metals, the discrepancy from literature values cannot be due to substrate effects 
since, as we discussed earlier, KPFM is sensitive to the surface properties of the metal; we also specifically tested 
and confirmed this characteristic using a different substrate. Moreover, the KPFM system is likely not the source 
of the discrepancy since we obtain reproducible results over the course of months and the calculated work func-
tion of graphene is the same as other reports that use calibrated KPFM tips43,44. In contrast, our metal evapora-
tion system uses metals of less than ultra-high purity, operates at intermediate pressures, and is used by a wide 
variety of personnel. There are also unknown contaminants that are present in the vacuum chamber, including 
carbon, which may become incorporated into the film during deposition. These contaminants can change surface 
potential and may help to explain the values in Fig. 2. Hence, the discrepancy may be due to the deposited metal 
purity as it is well known that surface potential results can vary with purity47,52. In addition, surface potential 
values are also strongly dependent on surface orientation, which was not controlled in this work. For example, 
polycrystalline Au is reported as having a work function of 5.1 eV, whereas Au(100), Au(110), and Au(111) have 
work functions of 5.47, 5.31, 5.37 eV, respectively47. Similarly, the work function of Cu varies with orientation, 
ranging from 4.48–4.98 eV47. In any case, we emphasize that our KPFM results for the high work function metals 
are reproducible over the course of months.

The discrepancy from literature values for the low work function metals, in addition to the purity issues 
noted above, is likely due to oxidation. These metals are known to oxidize rapidly when exposed to the atmos-
phere. Despite measuring the surface potential directly after metal deposition, the metals Eu, Y, Er, Yb, and Pr, 
begin oxidizing upon removal from the deposition chamber. The oxidation is optically apparent on the samples 
because the appearances of the deposited rare earth metal films change from reflective, to opaque, and then to 
semi-transparent or transparent within minutes to hours. We confirmed the oxidation by XPS measurements; for 
example, XPS showed that the Yb (4d5/2) peak was located at 185.87 eV indicative of Ytterbium oxide. Because of 
the metal oxidation, the surface potential measurements are expected to differ from the pure metals. For the case 
of Pr, the calculated φ is expected to increase with increasing oxygen exposure, due to the presence of Pr2O3

53, 
and this appears to be consistent with KPFM measurements in Fig. 2a. However, for Eu and Y, oxidation reduces 
the work function, with EuO and Y2O3 having reported φ values of 1.8 and 2.0 eV, respectively54–56. And the case 
of EuO is further complicated because the work function is strongly dependent on orientation, e.g., the work 
function of EuO(111) is 7.5 eV, which is considerably higher than 1.8 eV of EuO(100)54. In general, oxidation of 
the deposited metal will change φ and the data imply that it generally increases. The experimental conditions used 
in this work are similar to those encountered in processing actual devices, including exposure of the devices to 
ambient during the device fabrication and subsequent possibility of oxidation as exhibited here.

Since the KPFM measurements are of oxidized or partially oxidized surfaces, the measured values may vary 
from the work function of the pure metal. Nevertheless, we believe the values in Table 1 are still a useful indica-
tor of the relative surface potential at the metal-graphene interface. Studies have shown that oxidation of metals 
at interfaces begins within the deposition chamber unless utilizing ultra-high vacuum deposition conditions57. 
Therefore, even though the Table 1 values are likely from a partially oxidized surface, the graphene-metal inter-
face is also partially oxidized based on our chamber pressure of 1–3 × 10−6 Torr.

To help guide utilization of the five rare earth metals for graphene applications, we look more closely at the 
film characteristics after deposition on EG. Y films were deposited after Cr causing Y to overlap Cr, and one such 
intersection is shown in Fig. 3. The optical image was taken during surface probe scanning and includes the AFM 
cantilever (Fig. 3a). The Y pad is transparent, making borders of the underlying Cr pad visible. Morphology issues 
of the Y films occurred over a time period of months and are discussed in detail below. Four different regions are 
seen in the AFM height scan (Fig. 3b), with the Y and Cr pads having heights of 24 and 28 nm, respectively. In the 
KPFM scan (Fig. 3c), the EG, Y, and Cr regions have surface potentials that correspond to Table 1. However, the 
region where Y overlaps Cr (Y + Cr) has a calculated work function of 3.93 ± 0.09 eV (SPDM-G = −0.84 ± 0.05 eV). 
Note that the Y work function does not change when overlapping gold, as is expected. In Fig. 3c, filamentary 

Figure 2. (a) Calculated work function values of metals on EG and b) the difference between calculated 
and reported work function values. A red dotted line indicates ΦC = ΦR. The low work function metals show 
consistently higher measured values than the values reported in the literature. Pr and Er Φ change with 
time with Pr/Ert=0 and Pr/Ert=60 referring to immediately after deposition and 60 minutes after deposition, 
respectively. In the case of Pr, there may be some capacitive charging or a strong polar surface associated with 
the higher value; see text for details.
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contrast lines are visible in the Y + Cr region and suggest that structure exists within the film having regions of 
differing potentials that vary by 0.11 eV. We believe the structure observed in the overlapping region in Fig. 3c is 
the result of Y and Cr reacting since the alloy Y2CrO3 has been reported to form during joint sputtering of Y and 
Cr films58. In that case, the overlapping region in Fig. 3c consists of Y2CrO3 mixed with Y and Cr and we propose 
3.93 ± 0.09 eV as the mixture’s previously unreported work function. Of the eleven metals investigated in this 
work, this is the only instance of a metal’s work function changing when overlapping another metal.

Er and Pr deposited films on EG have similar morphology and surface potential characteristics. Deposition 
of both metals (100 nm) on EG results in raised hemispherical features (bubbles) (Fig. 4). These bubbles are not 
immediately observed after removal from the deposition chamber, yet become apparent during KPFM measure-
ments 1–3 hours later. Figure 4a is an optical image of an Er pad on EG; AFM scans, Fig. 4c, indicates the features 
range in height from 100 nm to greater than 5 μm. The features on Pr pads, shown optically in Fig. 4b, have a 
narrower AFM height range, Fig. 4e, from 500 nm to 1 μm. We use a spectrum color scale for the height map of 
the Pr films in order to see both the bubbles and the step edges of the substrate. These bubbles on EG result in 
significant roughness, 60 ± 10 and 140 ± 20 nm (RMS) for Er and Pr, respectively. Rather similarly, some bubble 
formation for Pr on the Cu pad is also evident, as shown in Fig. 4b where the two-toned color is due to the Pr 
metal overlapping part of the pad. However, these bubbles do not form when the metals are deposited on Au; in 
this case, the surface roughness is 5 ± 1 and 7 ± 2 nm (RMS) for Er and Pr, respectively, yet this is still rougher 
than the starting EG surface (1.7 ± 0.2 nm).

Since the bubble morphology evolves with exposure to the ambient atmosphere over a time span of 1–3 hours, 
this characteristic is likely due to oxidation of the Er and Pr films. This mechanism is supported by KPFM meas-
urements, summarized in Table 1, demonstrating φ changes over time. Moreover, as noted earlier for the Pr 
deposited films, the magnitude of φ is consistent with the formation, at least in part, of Pr2O3. Figures 4d and 4f 
show KPFM scans of the Er and Pr deposited films. In both Figs. 4d and 4f, the step edges of the bare graphene are 
easily seen yet the films have a uniform potential, with no indication of raised features. Since the surface poten-
tial does not change over the entire deposited area, this implies that the entire region is chemically identical. We 
propose that, as the deposited metals oxidize, the films are likely to de-adhere from the EG surface, which lacks 
available bonding states, due to volumetric differences between the metal and metal oxide. For the case of films 
deposited on Cu and Au, available bonding states increase adherence and thus reduce bubble formation.

For the Pr deposited films, φPr has an unusual dependence on the underlying material; it is the only metal 
whose surface potential is dependent on whether or not the scan is taken with respect to Au or Graphene. From 
Table 1, SPDPr-G is +0.10 ± 0.03 eV at t = 0 and +0.54 ± 0.03 eV at t = 60 min. However, when measured against 

Figure 3. (a) Optical image during AFM scan, (b) AFM height scan, and (c) KPFM scan of Y and Cr pads 
on EG. The Y + Cr regions have a unique structure evident from the KPFM measurements, likely due to the 
formation of Y2CrO3.

Figure 4. Optical images (a,b), AFM height scans (c,e) and KPFM scans (d,f) of Er (a,c,d) and Pr (b,e,f). Both 
metal films have large irregularities (bubbles) visible by optical microscopy and AFM images. Despite having 
surface features several hundreds of nanometers in height, the surface potential remains constant.
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Au the SPDPr-Au is −0.76 ± 0.02 eV at t = 0 and −0.48 ± 0.02 eV at t = 60 min. Using φAu = 5.10 eV, this corre-
sponds to a φPr of 4.34 ± 0.02 eV and 4.62 ± 0.02 eV at t = 0 and t = 60 respectively. This is a 0.53–0.69 ± 0.06 eV 
difference than when measured against graphene. It is unclear why this discrepancy occurs with Pr, but one pos-
sibility might be that the Pr is charging during measurement. Pr2O3 is known to be a high-κ dielectric oxide, and 
the graphene-Pr interface is likely very inconsistent considering the high surface roughness and tall features59. 
Alternatively, the Pr film is much smoother when overlapping Au, which perhaps discourages charging, resulting 
in a lower measured surface potential.

To evaluate the effect of Er metal deposition on the underlying EG, including areas underneath the hemi-
spherical features, the sample was sonicated in de-ionized water for 5 seconds. This removed the Er pads but not 
the Au pads, consistent with the hypothesis of poor adhesion. The exposed region was probed by Raman spec-
troscopy. Figure 5 shows a single point Raman spectrum and three Raman spectroscopic maps of regions where 
the Er pad had been removed via sonication. Figure 5a shows the Raman spectrum of EG with the SiC peaks 
subtracted. The 2D and G peaks, characteristic of graphene, are readily seen at 2710 and 1590 cm−1, respectively. 

Figure 5. (a) Raman spectrum of Er deposition on EG after sonication to remove the deposition showing the 
2D, G, and D peaks with the SiC spectrum subtracted. Post-sonication Raman spectroscopic map showing the 
graphene (a) 2D peak location (b) G peak location, and (c) D/G peak ratio. Distortion of the vibrational modes 
of graphene at the outline of the metal pad suggests graphene-metal oxide bonding.
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The other peaks are from incompletely subtracted contributions of the SiC substrate. In the Raman maps, Fig. 5b 
shows the 2D peak position, Fig. 5c shows the G peak position, and Fig. 5d shows the ratio of D/G peak ratio. An 
imprint of the corner of the metal pad is visible in all three Raman scans. The majority of the EG that was once 
covered by the deposited Er is spectroscopically identical to areas that were not covered, including those that had 
bubbles; this provides further support for the previously discussed de-adhesion hypothesis. However, EG along 
the perimeter of the deposited metal shows a shift in the 2D peak, G peak, and increase in the D/G peak ratio. In 
Fig. 5b, the 2D peak shifts from 2710 ± 1 cm−1 in the unaffected graphene to 2685 ± 5 cm−1 along the perimeter. 
Likewise, the G peak in Fig. 5c shifts from 1600 ± 1 cm−1 to 1585 ± 5 cm−1. Spectroscopic shifts in these peaks 
are consistent with EG lattice strain and/or doping60. From Fig. 5d, the perimeter exhibits a D/G ratio of ~0.12 
and 0.03 elsewhere. Since a low D/G peak ratio is often used as an indicator of high graphene film quality, the 
enhanced ratio at the perimeter indicates defects that break sp2 symmetry60–62. We propose that during oxidation 
of the Er pad the EG along the perimeter of the film is affected, reacting with the metal and/or oxide resulting 
in the formation of erbium carbide or forming graphene oxide. Furthermore, the Raman shifts in the G and 2D 
peaks are the result of strain created by the reactions at the perimeter62.

Another deposited metal that shows evidence of altering EG’s Raman signature is Eu. Figure 4 shows AFM, 
KPFM, optical, and Raman scans of Eu metal deposited on EG. When deposited on EG, the Eu forms a relatively 
rough surface with an RMS roughness of 36 ± 5 nm over graphene, (see from Table 1). Narrow features as high 
as 300 nm with faceted sides are visible in the AFM scan in Fig. 4a. When deposited over other metals, such as 
Au, the Eu forms a smooth continuous film with an RMS roughness of 2 nm and a height of 60 nm. Despite its 
rough surface on graphene, the potential in Fig. 4b remains relatively constant at 1.03 eV below that of graphene. 
In the image taken with an optical microscope in Fig. 4c, the Eu film deposited on Au is continuous in color 
and semi-transparent, causing the Au to appear darker in color. This semi-transparent appearance of the Eu 
film is similar to the appearance of the other rare earth metal films in this study. However, the Eu film deposited 
over graphene has a distinct blue color. Optically the film has a rough texture, which is in agreement with the 
AFM measurements. Bright white crystalline spots (size ~1 μm) appear randomly across the film, shown in small 
squares in Fig. 4c. For comparison, commercial powdered Europium oxide has a soft white color.

We used Raman spectroscopy to characterize the EG covered by Eu. Figure 6d-i shows a Raman spectrum 
taken at a point in the blue region of the film with a 455 nm excitation. The Raman signature of EG underneath 
is easily measured through the deposited film showing the characteristic 2D and G peaks. The Raman measure-
ments have a strong background fluorescence obscuring the underlying signatures; this result differs in compar-
ison to all other deposited films. However, when the Raman spectra at the same point is measured using 532 nm 
laser, we observe a significantly different result, as seen in Fig. 6d-ii. The 2D and G peaks are still observable along 
with four additional peaks at 2575 cm−1, 2473 cm−1, 1990 cm−1, and 1893 cm−1 labeled α, β, γ, and Δ, respec-
tively. Also, the spectrum is approximately ten times stronger in intensity. This suggests that the deposited Eu 
film results in resonant Raman scattering when 532 nm excitation is used, possibly due to electronic transitions 
associated with Eu oxides and/or other compounds created by reaction with the EG. Our results are comparable 
to a report of EuO deposition on graphene show strong EuO Raman signatures with similar peak positions when 
using a 535 nm laser40.

Using the 455 nm probe, we acquire a Raman spectrum at a white spot in the Eu film, shown in Fig. 6d-iii. 
At this spot, the 2D and D peaks are particularly pronounced, the latter signifying the disruption of EG’s sp2 
bonds. We propose that this is due to Eu-C bonding and possibly Eu and/or EuO intercalation. Eu and EuO films 
on graphene are known to intercalate under the graphene lattice, and can increase graphene conductivity, even 
inducing a band gap from the hybridization of EG/Eu/SiC buffer layer38,39,54,63.

Raman spectroscopic maps of the 2D peak position, G peak position, and D/G ratio of the graphene under-
neath the deposited Eu film are shown in Fig. 6e. We observe results similar to those discussed for the perimeter 
of the deposited Er film in Fig. 5, except the entire region under the deposited Eu is affected. For example, the 2D 
and G peak positions exhibit a red shift towards lower wavenumbers, see Fig. 6e-i,e-ii. The 2D peak position shifts 
approximately from 2748 ± 1 cm−1 in uncovered EG to 2715 ± 5 cm−1 for the deposited region. Likewise, the G 
peak shifts from 1595 ± 1 cm−1 in uncovered EG to 1577 ± 3 cm−1 for the deposited region. By contrast, studies of 
ultra-high vacuum deposition of EuO on CVD graphene result in a blue shift in the Raman spectrum40. Lastly, we 
find regions of substantially high D/G peak ratios in Eu covered EG, see Fig. 6e-iii. The spots in the spectroscopic 
map with ratios as high as 0.7 correlate to the white regions of the Eu film, akin to the spectrum in Fig. 6d-iii. It is 
clear that the EG at these spots is heavily defective.

As discussed for the case of deposited Er, as well as in the discussion in the paragraph above, the spectroscopic 
shifts in these peaks are consistent with damage to the graphene lattice, strain, oxidation, and intercalation.

The last of the rare earth metals, Yb, was comparatively unremarkable. Upon deposition, the film was relatively 
smooth with a surface roughness of only 5.0 ± 0.3 nm, see Table 1, a value second lowest in the low work func-
tion group where Y is the lowest: 2.7 ± 0.2 nm. However, evaluation of ambient-exposed deposited Yb over time 
proved it to be the most useful for contacts to EG contacts out of the five rare earth films in this study. Figure 7 
shows optical images of the rare earth metal films deposited on EG taken 8 months after deposition. Y, Er, and 
Pr films, Fig. 7a–c respectively, show the formation of substantially tall irregular features, a progression of those 
observed shortly after deposition in Fig. 4. As discussed earlier, these features signify poor wetting and adhesion 
of the film to EG. For these films, the features were too large to measure with AFM without risk of tip damage. In 
contrast, the Eu film was nearly identical after 8 months, see Fig. 7d, having the same surface roughness as found 
initially, as shown in Table 1, signifying the various reactions as discussed above had already completed. The Yb 
film was most resilient to oxidation effects. After 8 months, the Yb film had a surface roughness of 4.8 ± 0.4 nm, 
within the uncertainty limits of the initial value shown in Table 1. However, after eight months these Yb films 
show the presence of irregular pores scattered throughout the film that extended down to the substrate, and 
Raman probing showed no indications of reactions unlike the previously discussed rare earth metals. Despite 
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being the most favorable metal for processing, we still recommend capping Yb films with a subsequent deposition 
step, using for example, Ti/Au prior to removal from vacuum to slow oxidative effects for device applications.

We measure the open circuit photovoltage, VOC, when the metal-EG interface is illuminated as a scanned 
532 nm laser is moved across the pads; this approach is similar to other reports21,25,26. Figure 8a shows VOC for 
the difference between the reported and calculated work functions for Eu, Yb, Er, Rh, Ni, Au and Pt, and Fig. 8b 
shows VOC as a function of surface roughness. Since the metal-graphene perimeter interface can vary from sample 

Figure 6. (a) AFM height and (b) KPFM potential scans of Eu on EG. (c) An optical image of the Eu film 
overlapping Au and graphene, including a higher magnification region of the Eu-graphene interface. (d) Raman 
spectra at different regions of the Eu film, denoted by the dashed lines, using (i,iii) 455 nm and (ii) 532 nm 
probes. Strong sharp peaks are observed in the Eu Raman spectrum, with intensities 10x that of the graphene-
only spectrum. For these spectra, the SiC contributions have been subtracted. (e) Raman spectroscopic maps 
using a 455 nm laser showing the (i) 2D peak position (ii) G peak position, and (iii) D/G peak ratio.

Figure 7. Optical images of (a) Y, (b) Er, (c) Pr, (d) Eu, and (e) Yb films 8 months after initial deposition. Y, Er, 
and Pr films show signs of adherence issues with substantially raised features. The Eu film has not changed at all, 
and Yb is mostly the same with the exception of minor pore formation.
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to sample due to various effects (as exemplified in Figs 4, 6 and 7) such as oxidative reactions, the maximum VOC 
is used in Fig. 8. We observe the largest signal at 150 nV from the Ni pads. Of the rare earth metals, the largest sig-
nal is from the Yb pads at 38 nV. Plotting the VOC vs. the calculated work function difference with EG (Fig. 8a), no 
obvious correlation is observed, especially for the high work function metals which do not exhibit obvious oxida-
tion effects. However, a plot of VOC vs. surface roughness, see Fig. 8b, shows a more convincing relationship with a 
negative correlation between photovoltage and increasing surface roughness. This is not surprising because while 
the work function likely does influence the magnitude of a photovoltage response for the conditions employed in 
this work, its magnitude likely depends upon a continuous interface between the metal and graphene. For exam-
ple, Yb had the strongest photovoltage response and was also the most robust rare earth metal film, see Fig. 7. For 
this reason, we identify Yb as a strong candidate for use as a low work function contact on graphene in graphene 
photonic devices.

Conclusion
An analysis of eleven different metals deposited on EG shows that discrepancies exist between the measured and 
predicted work functions. On the one hand, we find that the work functions of the noble metals are similar to 
reported values, where the difference is due to impurities. On the other hand, the work functions of the rare earth 
metals vary greatly from prior work due to oxidation effects. For the as-deposited films, we observe no correlation 
between the photovoltage and metal work function for either noble metals or rare earth metals. There is some evi-
dence that the metal-graphene interface integrity, indicated by the film roughness, may impact the photovoltage, 
especially in the case of rare earth metals. For low work function source or drain contacts on graphene, the most 
promising film is Yb. Of the rare earth films, Yb is one of the smoothest, gave the highest photovoltage response, 
and has the highest resistance to oxidation effects. Nevertheless, we recommend capping Yb films with Au or Ti/
Au layer to retard oxidation and provide a good surface contact for probing.

Methods
Graphene Growth. Nominally monolayer (ML) epitaxial graphene (EG) was synthesized by Si sublima-
tion, in a controlled Ar ambient, on nominally on-axis semi-insulating (0001) 6H-SiC using a commercial CVD 
reactor; additional details are found elsewhere64–67. All samples were synthesized under the same conditions 
using coupons from the same SiC substrate. With these synthesis conditions, Raman spectroscopy verified ML 
graphene was formed on the SiC terraces and 2 ML and sometimes 3 ML of graphene were formed on the steps. 
After graphene formation, samples were kept in a dry N2 box until metal deposition took place.

Metal Deposition. Metals of varying work functions (see Table 1) were deposited on the graphene using 
electron-beam evaporation. The high work function metals group include Cr, Cu, Rh, Ni, Au, and Pt. The low 
work function (rare earth) group comprises Eu, Yb, Pr, Y, and Er. All of the electron-beam source material is 
greater than 99.99% pure. The background pressure of the evaporation chamber prior to deposition was between 
1–3 × 10−6 Torr. Unless otherwise noted, 25–30 nm of metal was deposited. We used a shadow mask to avoid 
photoresist contamination for each deposition and the deposition rate was 2–3 Å s−1, with exceptions for Yb and 
Eu. For Yb and Eu, the deposition occurred at a rate much greater than 2–3 Å s−1 even at the lowest beam power 
due to the high evaporation rate of the source material. Three metals (two metals under test and Au acting as a 
control) were deposited on each graphene sample in overlapping but shifted patterns.

Surface Probe Microscopy. The surface morphology and Δφ of the graphene-metal and metal-metal inter-
face were measured in the laboratory ambient using atomic force microscopy (AFM) and Kelvin probe force 
microscopy (KPFM) with a Bruker Dimension Icon. Bruker SPCM-PIT tips with a lift height of 90 nm were used 
and scans were 20–50 μm wide to prevent scanning interference effects at the graphene-metal film interface. 
The first scan was taken within ten minutes after removal from the evaporation chamber. The surface roughness 
(RMS) was extracted from AFM scans over areas of 10 μm × 10 μm; before metal deposition the graphene films 
had a roughness of 1.7 ± 0.2 nm. Optical images of the surface were taken with either the camera embedded in the 
Bruker AFM or an Olympus BX60M optical microscope. The temperature and humidity of the KPFM lab space 
were approximately 72 °C and 38% respectively.

Figure 8. Maximum values for VOC measured during photovoltage measurements with respect to the (a) 
difference in calculated work function with graphene and (b) surface roughness.
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Spectroscopy. Photovoltage measurements were obtained by illuminating the sample with a 1 mW, 532 nm 
laser using a 1 μm spot size while recording the open circuit voltage measured by Be-doped Cu probe tips with a 
50 μm spacing making contact with two identical deposited metal pads. A ThermoFisher DXRxi using a 9.6 mW, 
532 nm or 6 mW, 455 nm confocal probe having a ~0.5 μm spot size was used to acquire the Raman spectroscopy 
data. X-ray Photoelectron Spectroscopy (XPS) using a Thermo Scientific K-Alpha system with a monochromatic 
Al source (Kα = 1486.6 eV) was used to analyze the chemical states of the rare earth metals. A low-energy elec-
tron flood gun was used for charge compensation and all core level peaks were fitted using a Shirley background 
subtraction.

References
 1. Mak, K. F. et al. Measurement of the Optical Conductivity of Graphene. Phys. Rev. Lett. 101, 2–5 (2008).
 2. Nair, R. R. et al. Fine Structure Constant Defines Visual Transparency of Graphene. Science (80-.). 320, 1308–1308 (2008).
 3. Kuzmenko, A. B., Van Heumen, E., Carbone, F. & Van Der Marel, D. Universal optical conductance of graphite. Phys. Rev. Lett. 100, 

2–5 (2008).
 4. Friedman, A. L. et al. Quantum linear magnetoresistance in multilayer epitaxial graphene. Nano Lett. 10, 3962–3965 (2010).
 5. Das Sarma, S., Adam, S., Hwang, E. H. & Rossi, E. Electronic transport in two-dimensional graphene. Rev. Mod. Phys. 83, 407–470 

(2011).
 6. Novoselov, K. S. et al. Electric Field Effect in Atomically Thin Carbon Films. Science (80-.). 306, 666–669 (2004).
 7. Zhang, Y., Tan, Y.-W., Stormer, H. L. & Kim, P. Experimental observation of the quantum Hall effect and Berry’s phase in graphene. 

Nature 438, 201–204 (2005).
 8. Novoselov, K. S. et al. Two-dimensional gas of massless Dirac fermions in graphene. Nature 438, 197–200 (2005).
 9. Bonaccorso, F., Sun, Z., Hasan, T. & Ferrari, A. C. Graphene Photonics and Optoelectronics. Nat. Photonics 4, 611–622 (2010).
 10. Xia, F., Mueller, T., Lin, Y., Valdes-Garcia, A. & Avouris, P. Ultrafast graphene photodetector. Nat. Nanotechnol. 4, 839–843 (2009).
 11. Mueller, T., Xia, F. & Avouris, P. Graphene photodetectors for high-speed optical communications. Nat. Photonics 4, 297–301 (2010).
 12. Gan, X. et al. Chip-integrated ultrafast graphene photodetector with high responsivity. Nat. Photonics 7, 883–887 (2013).
 13. Apell, S. P., Hanson, G. W. & Hägglund, C. High optical absorption in graphene. arXiv Prepr. arXiv1201.3071 (2012).
 14. Rouhi, N. et al. Terahertz Graphene Optics. Nano Res. 3, 676–684 (2012).
 15. Vicarelli, L. et al. Graphene field-effect transistors as room-temperature terahertz detectors. Nat. Mater. 11, 865–871 (2012).
 16. Spirito, D. et al. High performance bilayer-graphene Terahertz detectors. Appl. Phys. Lett. 104, 9–13 (2014).
 17. Tonouchi, M. Cutting-edge terahertz technology. Nat. Photonics 1, 97–105 (2007).
 18. Chamberlain, J. M. Where Optics MeetsElectronics: Recent Progress in Decreasing the Terahertz Gap Source. Philos. Trans. Math. 

Phys. Eng. Sci. 362, 199–213 (2016).
 19. Sirtori, C. Applied Physics: Bridge for the terahertz gap. Nature 417, 132–133 (2002).
 20. Bistritzer, R. & MacDonald, A. H. Electronic cooling in graphene. Phys. Rev. Lett. 102, 13–16 (2009).
 21. Deng, X., Wang, Y., Zhao, Z., Chen, Z. & Sun, J.-L. Terahertz-induced photothermoelectric response in graphene-metal contact 

structures. J. Phys. D. Appl. Phys. 49, 425101 (2016).
 22. Tielrooij, K. J. et al. Photoexcitation cascade and multiple hot-carrier generation in graphene. Nat. Phys. 9, 248 (2013).
 23. Cai, X. et al. Sensitive Room-Temperature Terahertz Detection via Photothermoelectric Effect inGraphene. Nat. Nanotechnol. 9, 

814–819 (2014).
 24. Giovannetti, G. et al. Doping graphene with metal contacts. Phys. Rev. Lett. 101, 026803 (2008).
 25. Mueller, T., Xia, F., Freitag, M., Tsang, J. & Avouris, P. Role of contacts in graphene transistors: A scanning photocurrent study. Phys. 

Rev. B 79, 245430 (2009).
 26. Lee, E. J. H., Balasubramanian, K., Weitz, R. T., Burghard, M. & Kern, K. Contact and edge effects in graphene devices. Nat. 

Nanotechnol. 3, 486–490 (2008).
 27. Song, J. C. W., Rudner, M. S., Marcus, C. M. & Levitov, L. S. Hot carrier transport and photocurrent response in graphene. Nano Lett. 

11, 4688–4692 (2011).
 28. Gabor, N. M. et al. Hot Carrier-Assisted Intrinsic Photoresponse in Graphene. Science (80-.). 334, 648–652 (2011).
 29. Xu, X., Gabor, N. M., Alden, J. S., Van Der Zande, A. M. & McEuen, P. L. Photo-thermoelectric effect at a graphene interface 

junction. Nano Lett. 10, 562–566 (2010).
 30. Nath, A. et al. In search of quantum-limited contact resistance: Understanding the intrinsic and extrinsic effects on the graphene-

metal interface. 2D Mater. 3, 025013 (2016).
 31. Nath, A. et al. Achieving clean epitaxial graphene surfaces suitable for device applications by improved lithographic process. Appl. 

Phys. Lett. 104, 224102 (2014).
 32. Xia, F., Perebeinos, V., Lin, Y., Wu, Y. & Avouris, P. The origins and limits of metal–graphene junction resistance. Nat. Nanotechnol. 

6, 179–184 (2011).
 33. Nagashio, K., Nishimura, T., Kita, K. & Toriumi, A. Metal/graphene contact as a performance Killer of ultra-high mobility graphene 

- Analysis of intrinsic mobility and contact resistance. Electron Devices Meet. (IEDM), 2009 IEEE Int. IEEE, 1–4 (2009).
 34. Venugopal, A., Colombo, L. & Vogel, E. M. Contact resistance in few and multilayer graphene devices. Appl. Phys. Lett. 96, 3–5 

(2010).
 35. Russo, S., Craciun, M. F., Yamamoto, M., Morpurgo, A. F. & Tarucha, S. Contact resistance in graphene-based devices. Phys. E Low-

Dimensional Syst. Nanostructures, https://doi.org/10.1016/j.physe.2009.11.080 (2010).
 36. Chen, H.-R., Tsai, C.-Y., Cheng, H.-M., Lin, K.-H. & Hsieh, W.-F. Passive mode locking of ytterbium- and erbium-doped all-fiber 

lasers using graphene oxide saturable absorbers. Opt. Express 22, 12880 (2014).
 37. Zhang, H., Tang, D. Y., Zhao, L. M., Bao, Q. & Loh, K. P. Large energy mode locking of an erbium-doped fiber laser with atomic layer 

graphene. Opt. Express 17, 17630–17635 (2009).
 38. Förster, D. F., Wehling, T. O., Schumacher, S., Rosch, A. & Michely, T. Phase coexistence of clusters and islands: Europium on 

graphene. New J. Phys. 14 (2012).
 39. Bobadilla, A. D. et al. Europium Effect on the Electron Transport in Graphene Ribbons. J. Phys. Chem. C 119, 22486–22495 (2015).
 40. Swartz, A. G., Odenthal, P. M., Hao, Y., Ruoff, R. S. & Kawakami, R. K. Integration of the ferromagnetic insulator EuO onto graphene. 

ACS Nano 6, 10063–10069 (2012).
 41. Wang, Z. et al. Growth and performance of yttrium oxide as an ideal high-κ gate dielectric for carbon-based electronics. Nano Lett. 

10, 2024–2030 (2010).
 42. Dai, B. et al. Rational design of a binary metal alloy for chemical vapour deposition growth of uniform single-layer graphene. Nat. 

Commun. 2, 522–526 (2011).
 43. Filleter, T. et al. Local work function measurements of epitaxial graphene. Appl. Phys. Lett. 93, 133117 (2008).
 44. Panchal, V., Pearce, R., Yakimova, R., Tzalenchuk, A. & Kazakova, O. Standardization of surface potential measurements of graphene 

domains. Sci. Rep. 3, 2597 (2013).
 45. Nikolić, M. V., Radić, S. M., Minić, V. & Ristić, M. M. The dependence of the work function of rare earth metals on their electron 

structure. Microelectronics J. 27, 93–96 (1996).

http://dx.doi.org/10.1016/j.physe.2009.11.080


www.nature.com/scientificreports/

1 1SCiEntifiC RePoRtS |         (2018) 8:16487  | DOI:10.1038/s41598-018-34595-1

 46. Eastman, D. E. Photoelectric work functions of transition, rare-earth, and noble metals. Phys. Rev. B 2, 1–2 (1970).
 47. Michaelson, H. B. The work function of the elements and its periodicity. J. Appl. Phys. 48, 4729–4733 (1977).
 48. Michaelson, H. B. Relation Between an Atomic Electronegativity Scale and the Work Function. IBM J. Res. Dev. 22, 72–80 (1978).
 49. Giusca, C. E. et al. Water Affinity to Epitaxial Graphene: The Impact of Layer Thickness. Adv. Mater. Interfaces 2, 2–3 (2015).
 50. Song, S. M., Park, J. K., Sul, O. J. & Cho, B. J. Determination of work function of graphene under a metal electrode and its role in 

contact resistance. Nano Lett. 12, 3887–3892 (2012).
 51. Melios, C. et al. Carrier type inversion in quasi-free standing graphene: Studies of local electronic and structural properties. Sci. Rep. 

5, 1–8 (2015).
 52. Trasatti, S. Work function, electronegativity, and electrochemical behaviour of metals. II. Potentials of zero charge and 

‘electrochemical’ work functions. J. Electroanal. Chem. 33, 351–378 (1971).
 53. Wu, J. X., Wang, Z. M., Li, F. Q. & Ma, M. S. Photoemission study of the oxidation and the post-annealing behaviors of a Pr-covered 

Si(1 0 0) surface. Appl. Surf. Sci. 225, 229–234 (2004).
 54. Doktorgrades, E. EuO and Eu on metal crystals and graphene: interface effects and epitaxial films. (Doctoral Diss. Univ. zu Köln) 

(2011).
 55. Eastman, D. E., Holtzberg, F. & Methfessel, S. Photoemission studies of the electronic structure of EuO, EuS, EuSe, and GdS. Phys. 

Rev. Lett. 23, 226–229 (1969).
 56. Koumoto, K., Seo, W. S. & Ozawa, S. Huge thermopower of porous Y 2 O 3. Appl. Phys. Lett. 71, 1475–1476 (1997).
 57. Smyth, C. M., Addou, R., McDonnell, S., Hinkle, C. L. & Wallace, R. M. WSe2 -contact metal interface chemistry and band alignment 

under high vacuum and ultra high vacuum deposition conditions. 2D Mater. 4, 025084 (2017).
 58. Phase Formation During Fabrication of Chromite Containing Coatings. Powder Metall. Met. Ceram, 35, 66–69 (1996).
 59. Osten, H. J., Liu, J. P., Gaworzewski, P., Bugiel, E. & Zaumseil, P. High-k gate dielectrics with ultra-low leakage current based on 

praseodymium oxide. Electron Devices Meet. 2000. IEDM’00. Tech. Dig. Int. IEEE, 653–656 (2000).
 60. Ni, Z. H. et al. Raman spectroscopy of epitaxial graphene on a SiC substrate. Phys. Rev. B - Condens. Matter Mater. Phys. 77, 1–6 

(2008).
 61. Ferrari, A. C. et al. The Raman Fingerprint of Graphene. arXiv Prepr. cond-mat/06062841, 1–5 (2008).
 62. Ni, Z. H. et al. Uniaxial strain on graphene: Raman spectroscopy study and band-gap opening. ACS Nano 2, 2301–2305 (2008).
 63. Sung, S. et al. Observation of variable hybridized-band gaps in Eu-intercalated graphene. Nanotechnology 28, 205201 (2017).
 64. Daniels, K. M. et al. Narrow plasmon resonances enabled by quasi-freestanding bilayer epitaxial graphene. 2D Mater. 4, 025034 

(2017).
 65. Jadidi, M. M. et al. Tunable Terahertz Hybrid Metal-Graphene Plasmons. Nano Lett. 15, 7099–7104 (2015).
 66. Hwang, W. S. et al. Graphene nanoribbon field-effect transistors on wafer-scale epitaxial graphene on SiC substrates. APL Mater. 3 

(2015).
 67. Moon, J. S. & Gaskill, D. K. Graphene: Its fundamentals to future applications. IEEE Trans. Microw. Theory Tech. 59, 2702–2708 

(2011).

Acknowledgements
We gratefully acknowledge funding from the Office of Naval Research. MDJ is grateful to the American Society of 
Engineering Education for support as well as its involvement with postdoctoral education.

Author Contributions
M.D. Wrote the manuscript and performed sample preparation, AFM, KPFM, Photovoltage, and optical 
microscopy data gathering and analysis. P.M.C. and A.L.F. aided in metal deposition and data analysis. M.C. 
performed photovoltage measurements and analysis. R.M.W., A.K.B., S.P.P., and D.K.G. aided in graphene 
growth, sample preparation. K.M.D. aided in graphene growth, and KPFM, S.G.R. performed XPS measurement 
and analysis.

Additional Information
Competing Interests: The authors declare no competing interests.
Publisher’s note: Springer Nature remains neutral with regard to jurisdictional claims in published maps and 
institutional affiliations.

Open Access This article is licensed under a Creative Commons Attribution 4.0 International 
License, which permits use, sharing, adaptation, distribution and reproduction in any medium or 

format, as long as you give appropriate credit to the original author(s) and the source, provide a link to the Cre-
ative Commons license, and indicate if changes were made. The images or other third party material in this 
article are included in the article’s Creative Commons license, unless indicated otherwise in a credit line to the 
material. If material is not included in the article’s Creative Commons license and your intended use is not per-
mitted by statutory regulation or exceeds the permitted use, you will need to obtain permission directly from the 
copyright holder. To view a copy of this license, visit http://creativecommons.org/licenses/by/4.0/.
 
© The Author(s) 2018

http://creativecommons.org/licenses/by/4.0/

	Surface potential and thin film quality of low work function metals on epitaxial graphene
	Results and Discussion
	Conclusion
	Methods
	Graphene Growth. 
	Metal Deposition. 
	Surface Probe Microscopy. 
	Spectroscopy. 

	Acknowledgements
	Figure 1 (a) AFM and (c) KPFM scans over a lateral range of 50 μm overlapping Er and Au pads on EG and (b,d) are the corresponding line scans taken from the indicated dotted region.
	Figure 2 (a) Calculated work function values of metals on EG and b) the difference between calculated and reported work function values.
	Figure 3 (a) Optical image during AFM scan, (b) AFM height scan, and (c) KPFM scan of Y and Cr pads on EG.
	Figure 4 Optical images (a,b), AFM height scans (c,e) and KPFM scans (d,f) of Er (a,c,d) and Pr (b,e,f).
	Figure 5 (a) Raman spectrum of Er deposition on EG after sonication to remove the deposition showing the 2D, G, and D peaks with the SiC spectrum subtracted.
	Figure 6 (a) AFM height and (b) KPFM potential scans of Eu on EG.
	Figure 7 Optical images of (a) Y, (b) Er, (c) Pr, (d) Eu, and (e) Yb films 8 months after initial deposition.
	Figure 8 Maximum values for VOC measured during photovoltage measurements with respect to the (a) difference in calculated work function with graphene and (b) surface roughness.
	Table 1 KPFM Surface Potential and Photovoltage Measurements on Graphene with various deposited metals using a Au standard.




